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Chapter 1

Introduction

It is well known that one “key” to gain insight about the internal (electronic) properties
of the conducting materials is achieved by the transport measurements. When an electric
current passes through a metal strip there is a voltage drop along the strip, which can
be measured. In 1879, E. H. Hall discovered that by applying a perpendicular magnetic
field to a gold leaf mounted on a glass plate (perpendicular to the direction of a current
flowing through the metal) a voltageVH, so called theHall voltage, is produced across
the metal strip1. The appearance of the Hall voltageVH is known as theclassic Hall effect
(CHE) [1]. The occurrence of the classic Hall effect is due to the deflection2 of the charge
carriers by the Lorentz force to the edge of the sample. The equilibrium is achieved when
the Lorentz force~FL = q~v × ~B is balanced by the electrostatic force~E = qVH/w from
the build up of charge at the edge (q is the charge of the carrier,v is the drift velocity of
the charged carrier,B is the perpendicular magnetic field,E is the electric field, andVH is
the Hall voltage). The Hall effect has been thoroughly investigated and well understood
in metals and semiconductors. The study of the Hall effect in the two-dimensional elec-
tron systems3 (2DES) showed new and interesting quantum effects. The pioneering work
of Fowleret al. [2] has opened the field of transport studies at 2DES. Further experimen-
tal [3,4] or theoretical works [5–9] show that at high magnetic fields and low temperatures
the conductivity shows deep minima which tend to zero for integer filling factors.
24 years after the first Nobel prize awarded in the field of semiconductor physics4, in 1980
K. von Klitzing discovered a special Hall effect, so called theinteger quantum Hall effect
(IQHE). The IQHE was discovered in a 2DES occurring in the inversion layer of a Silicon

1The Hall voltage appears in the perpendicular direction to the plane made by the current flow direction
and the magnetic field.

2The moving charged carriers in the presence of a magnetic fields are deflected to the edge by the action
of Lorentz force.

3In the 2DES the electrons are restricted to move quasi-free in two spatial directions while in the other
spatial direction the motion of electrons is quantized.

4In 1956 W. B. Shockley, J. Bardeen and W. H. Brattain were awarded with the Nobel prize in Physics
for the discovery of the transistor effect.
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metal-oxide-semiconductor field-effect transistor (Si-MOSFET) at strong magnetic fields
B = 18T and low temperaturesT = 1.5K [10]. The most striking difference between
the IQHE and the CHE is that the Hall resistance, instead of increasing linearly with in-
creasing the magnetic field as in CHE for constant electron density, it develops a series
of plateaus. In the same intervals of magnetic fields where the Hall resistance exhibits
plateaus, the longitudinal resistance vanishes5. The vanishing longitudinal resistance is a
sign that for those magnetic fields the current flows from one end to the other of the 2DES
without dissipating any energy in the interior of the sample. The astonishing aspect of the
IQHE is the value at which the plateau in the Hall resistance appears. For each plateau the
Hall resistance is given by the Plank’s constanth divided by the square of the elementary
electron chargee multiplied by an integeri which represents the number of completely
filled Landau levels (Rxy = h/ie2 = 25812.807Ω/i = RK−90/i whereRK−90 = h/e2 is
the von Klitzing’s constant).
The precision of the quantized Hall resistance (a relative uncertainty of about 1 part in
109), the reproducibility from one sample to another at high level of accuracy and the
independence from the sample geometry recommended the QHE and finally in 1990 to
be accepted as an international standard of resistance [11]. For the discovery of the QHE,
K. von Klitzing was awarded the Nobel prize in Physics in 1985 [12].
After the discovery of QHE, extensive theoretical works were done in order to explain
this effect [13, 14]. Laughlin explained the quantization of the Hall conductivity of two-
dimensional metals as a consequence of gauge invariance and the existence of a mobility
gap. In 1982 D. C. Tsui, H. L. Störmer and A. C. Gossard discovered another quantized
Hall effect, where the Hall resistance isRxy = h/ie2 wherei = 1/3 andi = 2/3. Since
the QH plateaus occur for filling factors equal to rational fractions, this effect is known as
thefractional quantum Hall effect(FQHE). The FQHE was discovered in aGaAs/AlGaAs
heterostructure (ns ≈ 1.4× 1011cm−1, µel ≈ 0.1× 106cm2V −1s−1) at low temperatures
(T ≤ 0.5K) and high magnetic fields (B = 15T) [15]. In 1983, R. B. Laughlin presented
a variational ground-state and excited-state wave functions which describe the condensa-
tion of a two-dimensional electron gas into a new state of matter [16]. For the discovery
of FQHE and for the theoretical contribution to understand the FQHE, D. C. Tsui, H. L.
Störmer and R. B. Laughlin were awarded the Nobel prize for Physics in 1998 [17–19].
Since the discovery of the IQHE many mechanisms have been proposed to explain the
effect on the basis of transmission and reflection of electrons [20,21], electrons flowing in
the edge states at the boundary of the 2DES [22–24], or recently due to the presence of the
incompressible strips [25]. Another important aspect studied intensively was represented
by the determination of the limitation of this effect by the sample properties (electron
densityns, electron mobilityµel), the sample temperature and the current through the
sample. The increase of the temperature induces the reduction of the QH plateau. By
exceeding a critical temperature (usually aboveTcrit > 4K) the QH plateau vanishes.
The electrical breakdown of the QHE means that above a critical current the longitudi-
nal resistivity increases abruptly to finite values (by orders of magnitude), leading for the

5The longitudinal resistance becomes very small and depends strongly on the temperature and on the
filling factor.
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corresponding magnetic fields to the disappearance of the plateaus of the Hall resistiv-
ity (see [26] for a review of the breakdown of the QHE). The electrical breakdown of
the QHE has been extensively investigated due to its importance for metrology on one
hand and due to the physics behind this effect. From the metrology point of view the
limit, at which the breakdown occurs, is important since the breakdown means the limit
of high precision measurements to determine the resistance standard. In order to perform
high precision measurements, the current through the sample must not exceed the criti-
cal value but should be as high as possible, so that the QHE still holds. From the point
of view of basic research the breakdown of the QHE is interesting since so far there is
no complete and conclusive theory which could explain the large variety of breakdown
measurements and the microscopic processes that are behind the breakdown of the QHE.
The breakdown of the QHE could be characterized by the excitation of electrons from the
filled Landau levels (LL’s) below the Fermi level (FL) to the empty LL’s above the FL.
If the excited electrons relax, after a characteristic timeτrel, to the energy levels below
the FL, the QHE is restored. Many previous studies on QH devices have shown that both
the excitation [27–36] and the relaxation [30–37] of electrons develop only after a cer-
tain drifting distance of electrons, depending on the intrinsic properties of the samples.
Some of these results have been explained by different mechanisms: an avalanche-like
electron heating [30–40], intra-Landau-level transitions [41], inter-Landau-level transi-
tions [33, 40, 42], the influence of potential fluctuations [27–29, 40] and the formation of
compressible and incompressible islands [25,40,43].
The space-resolved measurements performed previously provide only an indirect ap-
proach to the excitation and relaxation times, which are deduced from the stationary
profile of the longitudinal resistivityρxx(x) for a drift velocity assuming a linear pro-
file of the Hall voltage,∂Vy/∂y = const. From the previous works [31, 33, 37] the
energy relaxation times were deduced (0.24ns ≤ τrel ≤ 2.6ns for sample mobilities
0.04 × 106cm2V −1s−1 ≤ µel ≤ 0.53 × 106cm2V −1s−1), assuming a drift velocityvD

being constant along the sample. If`D ≈ `mfp (as found in Refs. [31, 33, 37]), it means
that the scattering at impurity potentials/potential fluctuations plays a comparable role
for both relaxation and excitation (also given arguments/discussions for that in particu-
lar in Ref. [33]). The order of magnitude of the relaxation times is in good agreement
with earlier assumptions [39], explained by phonon-assisted dissipation. The essential
parameter deduced from these space-resolved measurements is the relaxation length. The
corresponding time scale ofτexc has not been measured. However, the time-resolved
measurements of the generation and relaxation processes provide a direct access to the
corresponding excitation and relaxation times. To accomplish this the response of QH
samples to rectangular and short electric pulses of pulse widths of the order of nanosec-
onds is monitored, and these time-resolved (integrating) measurements yield the trend of
the generation and relaxation times being approximately equal [35, 36, 44]. From those
experimental findings the authors concludedτrel ≥ τexc, but by decreasing the pulse width
to aroundτexc = 1ns the system relaxes in a time which approaches the limitτrel = τexc.
The trend ofτrel ≤ τexc was predicted by a recent theory of the avalanche heating of elec-
trons [40], based on a two-Landau level model with the argument that in the opposite situ-
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ation the(l+1)-th level would become overpopulated (inversion population) with respect
to thel-th level. In this study we have performed real-time measurements of the electrical
excitation and optical excitation and relaxation at the breakdown of the QHE since from
previous time-integrating measurements of electrical excitation and relaxation [35,36,44]
it had not been possible to monitor the individual pulse shape of the sample response.
A special sample geometry of QH devices we used in this study is theCorbino geome-
try6, which allows a direct measurements of the longitudinal conductivityσxx. Further,
Corbino samples were used in the first magnetotransport measurements [2]. By applying
a voltage between the inner (source-S) and outer (drain-D) contacts of the Corbino disc, a
radial current flows in between the contacts. If an uniform and constant magnetic field is
applied perpendicularly to the Corbino disc, a circular current will flow inside the disc7.
If the applied source-drain voltageVSD exceeds a critical value the electrons leave the
circular trajectory around theS contact, and a radial current betweenS andD contacts
establishes. This corresponds to the breakdown of QHE in QH devices with Corbino ge-
ometry.
In this study we have performed real-time measurements of the electrical excitation and
optical excitation and relaxation at the breakdown of the QHE on devices with Corbino
geometry. The reason of these real-time measurements was the deficiency of monitoring
individual pulse shape of the sample response of the previous time-integrating measure-
ments of electrical excitation and relaxation [35,36,44].
This thesis is structured as follows:

• Chapter 2: contains the description of the 2DES inGaAs/AlGaAsheterostructure
and the behavior of the 2DES without and with applied magnetic field. A descrip-
tion of the IQHE, the FQHE and the electrical breakdown of the IQHE is given
here;

• Chapter 3: describes the design and fabrication of the QH devices with Corbino
geometry (photolithography, chemical etching and contact lithography), the prepa-
ration of the measurements (electrical bonding, sample holders and cryostats) and
the measurements devices used during our measurements;

• Chapter 4: contains the description of the two-Landau levels model for the exci-
tation and relaxation of hot electrons, used for the understanding of our real-time
measurements of the electrical excitation;

• Chapter 5: contains the description of the real-time measurements of the electrical
excitation. The dependence of the excitation timeτexc on the applied pulse am-
plitude, electron mobility, magnetic field and temperature are investigated. These

6The name of this device comes from the Italian physicist O. M. Corbino that in 1911 studied theoreti-
cally and experimentally the case of a conducting disc with a hole at its center (a German translation of the
article appeared in [45]).

7K. von Klitzing pointed out that "the QHE may be considered as an ideal (and quantized) version of
the Corbino effect corresponding to the case in which the current in the disc, with an applied radial voltage,
is only circular" [46].
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dependences are discussed under the assumption of the quasi-classical drift model
[35,36,44], a two-Landau levels model [40] and a quasi-local transport model [25].
These models could explain qualitatively (and partially quantitativelly) the pre-
sented results;

• Chapter 6: describes the real-time measurements of the optical excitation and re-
laxation. The dependence of the excitationτexc and relaxationτrel times on the
applied pulse amplitude, electron mobility, magnetic field and temperature are in-
vestigated. The dependences of the relaxation time are discussed applying a two-
Landau levels model [31]. The model could explain qualitatively the presented
results. Further we introduce the photoresponse (PR) measurements and the two
contributions observed in this type of optically induced breakdown measurements:
the bolometric (BO) and cyclotron resonance (CR) contributions. An explanation
of the often observed BO double-peak structure of the PR based on a electron tem-
perature picture is given;

• Chapter 7: contains a proposed theoretical approach for the explanation of the BO
double-peak structure of the PR due to the interaction ofTHz radiation with 2DES
under the Self-Consistent Born Approximation (SCBA) model;

• Chapter 8: finally summarizes the present work.



Chapter 2

Low-Dimensional Electron System and
the Quantum Hall Effect

In 1957 J. R. Schrieffer1 stated that electrons confined a narrow potential well of an in-
version layer would not behave classically. The pioneering work of Fowleret al. [2] has
opened the field of two-dimensional electron system (2DES). One easy way to obtain a
2DES is to use two semiconductor materials with different energy gaps. Thus, by en-
closing a layer of one semiconductor with a smaller gap between two layers of another
semiconductor with a larger gap, a quantum well is established. The band discontinuity
leads to a potential well inside the layer with the smaller energy gap. This potential well is
characterized by a quantization of the electron motion perpendicular to the semiconductor
interface.

2.1 Properties of 2DES without magnetic field (B = 0)

A 2DES is an electron system in which the electrons are quasi-free to move in two spatial
directions (x-y plane)2. In the third spatial direction (z-direction)3 the electron motion is
quantized. This happens because the motion of electrons in thez-direction is suppressed
by a band offset at the conduction bands of the two semiconductors. This band offset
cannot be overcome by low-energy excitations from the equilibrium state in which elec-
trons are confined without any external excitation (for a review of electronic properties of
2DES see [47]).
A 2DES can be obtained in different materials: thin films [48], on the surface of liquid

1J. R. Schrieffer together with J. Bardeen and L. Cooper won the 1972 Nobel Prize in Physics for
developing the BCS theory, the first successful microscopic theory of superconductivity.

2In thex-y plane, the electron energy can be described by the kinetic energy of free electrons withkx

andky the wave vectors in the plane of 2DES,~2(k2
x + k2

y)/2m∗.
3In thez-direction, electrons have quantized energy levelsEi

z.
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Helium (He) [49], at semiconductor-oxide interfaces or in semiconductor heterostruc-
tures [50].
The best known material systems in which the electronic properties of 2DES have been
investigated are theSi-MOSFET4 and theGaAs/AlGaAsheterostructure5. The 2DES ap-
pears at the interface between theSi (semiconductor) and theSiO2 (insulator) in the case
of a MOSFET and at the interface between theGaAs(semiconductor) and theSi-AlGaAs
(insulator) in the case of aGaAs/AlGaAsheterostructure. The electrons6 are confined
at the interface by the electrostatic potential, if the potentialΦ(z) is approximated by a
triangular potential (Φ(z) = −z · F , with F the electric field) normal to the interface,
due to the positive charges7, which cause a drop in the electron potential toward the inter-
face [12,51]. If the width of the triangular well is smaller than thede Brogliewavelength
of electrons (d < λdB = h/pF = 2π/kF, with d the width of the potential well,λdB the
de Brogliewavelength,pF andkF the Fermi momentum and the Fermi wave vector of the
electrons, respectively), then the energy of the electrons is quantized in electric subbands
Ez

i corresponding to the quantized levelsi for the motion in thez-direction. By assuming
an electron in an (asymmetric) triangular potential with an infinite barrierV (z) = ∞ at
the interfacez = 0 and a linear potentialV (z) = eFz) at z > 0, the electric subbands
could be determined by solving the time-independent Schrödinger equation

[
− ~2

2m∗
∂2

∂z2
+ V (z)

]
Ψ(z) = EΨ(z) . (2.1)

The energy subbands are the eigenvalues determined from eq.2.1

Ez
i = ai ·

[
(e~F )2

2m∗

] 1
3

, (2.2)

4The IQHE has been discovered on this material system.
5The FQHE has been discovered on this material system.
6For the MOSFET system the electrons are provided by theSisemiconductor while for theGaAs/AlGaAs

heterostructure, electrons are coming from the positively charged donorsSi.
7For a MOSFET, by applying a positive gate voltage, an electrostatic potential is induced. This elec-

trostatic potential tends the electrons to be attracted toward the gate contact. If the gate voltage exceeds
a critical valueVg > Vcrit, the bending of theSi energy bands is so strong that the conduction band falls
below the chemical potentialµSi and forms a triangular potential well with the electrostatic potential dis-
continuity at the interface. Thus, the electrons are trapped in this inversion layer at theSi-SiO2 interface.
For aGaAs/AlGaAsheterostructure, at the interface of these two materials, electrons leave the positively
charged donors, cross the interface and accumulate in theGaAslayer. The positively charged donors set up
an electrostatic potentialΦ(z) = −z · F which in turn tends to drive the electrons back into theAlGaAs.
Due to the band discontinuity betweenGaAsandAlGaAs, which prevents the electrons to come back to the
donors by the electric fieldF , the electrons are confined by the field near the interface. The electrochemical
equilibrium is achieved only if an inversion layer at the interface forms, which leads to the strong bending of
the conduction band edge ofGaAsbelow the equilibrium electrochemical potential. Thus, an approximately
triangular well is formed by the conduction band edge ofGaAsand the electrostatic potential discontinuity
at theGaAs/AlGaAsinterface (see Fig.3.2).
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wherei = 0, 1, . . . andai are the zeros of the Airy functionAi(z) [52]. The corresponding
eigenfunctions are given by

Ψi(z) =
1

Ni

· Ai

(
eFz − Ez

i

Ez
0

)
, (2.3)

whereNi are the normalization constants,z0 = [~2/(2m∗eF )]1/3 andEz
0 = eFz0 are

the units of length and energy, respectively. From eq.2.2 follows that by increasingi
the energy spacing of two adjacent levels decreases. This is because the triangular well
broadens by increasing the energy [51, 53, 54]. The occupation of more than one electric
subband means that electrons have different position in thez-direction (perpendicular to
the plane where the 2DES exists) and therefore the electron system is calledquasi-2DES.
In order to describe the properties of the 2DES, we shall recall the time-independent
Schrödinger equation (three-dimensional)

[
−~

2∇2

2m∗ + V (~r)

]
Ψ(~r) = EΨ(~r) , (2.4)

whereV (~r) is the electric potential energy and the position~r = (x, y, z). Since in the our
case, the potential energy depends only onz and the electrons are free to move in thex-y
plane (perpendicular toz-direction), eq.2.4becomes

[
− ~2

2m∗

(
∂2

∂x2
+

∂2

∂y2
+

∂2

∂z2

)
+ V (z)

]
Ψ(x, y, z) = EΨ(x, y, z) . (2.5)

As mentioned before, in the 2DES the electrons are quasi-free to move inx-y plane but
quantized in thez-direction and the potential energy depends only onz which means in
turn that the wave functions in thex-yplane could assumed to be plane waves

Ψ(x, y, z) = exp(ikxx) · exp(ikyy) ·Ψi(z) , (2.6)

wherekx andky are the wave vectors in the plane of 2DES,Ψi(z) are the eigenfunctions
defined by eq.2.3. By inserting eq.2.6into eq.2.5and after some algebra steps we obtain
a one-dimensional (z-dependent) time-independent Schrödinger equation (see eq.2.1).
This type of equation has been already solved and therefore the initial three-dimensional
time-independent Schrödinger equation2.4, for the motion of electrons inx-yplane, gives
the eigenvalues from the solving of eq.2.5(Schrödinger equation for 3 dimensions in real
space):

Ei(kx, ky) = Ez
i +

~2

2m∗
(
k2

x + k2
y

)
, (2.7)

wherei = 0, 1, 2, . . ., Ei are the total energy of the 2D subbands,m∗ is the electron
effective mass (due to asymmetry of the potential well, the wave function of the electrons
in the z-direction is mainly localized inGaAsand m∗ = 0.067 × me, me is the free
electron mass),kx and ky are the wave vectors in the plane of 2DES andEz

i are the
electrical subband levels of the 2D subbands.
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From solving eq.2.5 we also obtain the eigenfunctions as waves described by eq.2.6.
We should mention here that according to eq.2.7, for ~k = 0 (with ~k = (kx, ky, 0)) the
total energyEi is given by the electrical subband levelsEz

i . Thus,Ei(~k = 0) = Ez
i .

Since the magnetotransport measurements are performed at low temperatures (T < 4K)
and the 2DES has usually small electron density, the electrons occupy only the lowest
electric subband8 Ez

0. This situation corresponds to theelectric quantum limit, leading to
a 2DES forEz

1 − Ez
0 − EF >> kBT .

The motion of electrons in the~k-space (in thex-yplane) is described by the kinetic energy

Ek =
~2

2m∗k
2 =

~2

2m∗
(
k2

x + k2
y

)
. (2.8)

The electrons in the lowest electric subband may be considered as points inside a circle,
the so called theFermi circle9, in the~k-space. We consider the 2DES having areaA =
LxLy with Lx andLy are the lengths of the 2DES in thex- andy-directions and each
electron occupies an∆kx · ∆ky = 4π2/(LxLy) area element in the~k-space [55]. The
magnitude of the wave vectors at the Fermi circle is theFermi wave vector~kF and the
energy at the edge of the Fermi circle is theFermi energy(see Fig.2.1)

EF =
~2

2m∗k
2
F . (2.9)

Since an electron occupies an area element∆kx · ∆ky in the~k-space and the area of
the Fermi circleAF is defined byπ · k2

F, we can determine the number of electronsNel

existing in the Fermi circle

Nel =
AF

∆kx ·∆ky

=
π · k2

F
4π2

LxLy

=
Ak2

F

4π
, (2.10)

whereA = LxLy is the area of 2DES. At this stage we can calculate the electron density
in 2DES by dividing the number of electronsNel by the areaA of the 2DES. By counting
both allowed spin states: spin-up and spin-down states a factor2 must be included in eq.
2.10. Thus, the electron density of 2DES is derived

ns =
Nel

A
=

k2
F

2π
, (2.11)

and consequently the Fermi wave vector is deduced from eq.2.10

kF =
√

2πns . (2.12)

8The electrons are in the ground state.
9The Fermi circle is determined by the cross section of the 2-dimensional paraboloid described by the

kinetic energy at the Fermi energyEF. All electron states inside the Fermi circle are occupied while the
states outside the Fermi circle are empty.



2.1 Properties of 2DES without magnetic field (B = 0) 17

E

EF

Ez

0

1

Ez

kx

ky

D(E)
m* 2 *m

kx

ky

kF

2 /p Lx

2 /p Ly

h
2

p h
2

p

2 *m

h
2

( + )k kx y

2 2

E E= +z

0

E(a) (b)

(c)

Figure 2.1: A schematic view of the energy spectrum and of the DOS of the 2DES without
magnetic field. (a) Total energy of the 2DES without magnetic field. (b) DOS of the 2DES
without magnetic field. (c) 2DES in thek-space [36].

By inserting eq.2.12in eq. 2.9, a direct relation between the Fermi energyEF and the
electron densityns is established

EF =
π~2

m∗ · ns . (2.13)

Due to eq. 2.13, the Fermi energy is a measure of the electron density. This is very
important: Since the electron density does not vary with temperature, the Fermi energy
then has to decrease in order to maintain a constant electron density in the 2DES. In other
words, the Fermi energy decreases to keep the number of electrons in the system constant.
Another very important characteristic of the 2DES is the density of statesD(E) which
describes the distribution of energies in the system

D(E) =
∂ns

∂E
=

m∗

π~2
. (2.14)

Equation2.14shows that the density of states (DOS)D(E) is independent of the energy
E for the 2DES. This is because, according to eq.2.8, the energyE(k) is proportional to
the square of the wave vectork (E(k) ∝ k2 - the parabolic dispersion). The DOS is a step
function ofm∗/π~2 step height andEz

i+1 − Ez
i step width. Thus, each electrical subband

contributes with the same amount of electrons to the total DOS (see Fig.2.1).
In the following we study the effect of the electric field on the electron transport. By
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applying the electrical field, the electrons drift according to the Newton’s law. We assume
that due to the presence of impurities and dislocations the electron are scattered. The
effect of scattering on the 2DES can be modeled by introducing a frictional term in the
Newton’s equation of motion for the average velocity

~F = −e ~E = m∗
(

d

dt
+

1

τ

)
~v . (2.15)

The velocity approaches a steady state at large times and therefored~v/dt = 0. The
velocity components become

vx = − eτ

m∗ · Ex (2.16)

and
vy = − eτ

m∗ · Ey . (2.17)

The electric current density10 in a constant electric field is

~j = −e · ns · ~v . (2.18)

By decomposing the current density vector in itsx-ycomponents, with the help of Ohm’s
law~j = σ · ~E we can define the Drude electrical conductivity as

σ =
e2 · ns · τ

m∗ = e · µel · ns , (2.19)

with ns the electron density andµel = eτ/m∗ the electron mobility.

2.2 Properties of 2DES with magnetic field (B 6= 0)

In this subsection we describe the effect of the perpendicular magnetic field on the 2DES
(Faraday configuration). In order to describe the 2DES properties in a magnetic fieldB,11

we shall solve again the time-independent Schrödinger equation
[
~2

2m∗

(
−i∇+

e

~
~A
)2

+ g∗µB
~B~S + V (z)

]
Ψ(~r) = EΨ(~r) , (2.20)

where we assumed the vector potential in the Landau gauge,~A = (0, Bx, 0), g∗ = −0.44
is the effective gyromagnetic factor inGaAs, µB = 9.274 × 10−24J · T−1 is the Bohr
magneton12 and~S is the spin vector.

10The current density describes the charge carrier current per area.
11The magnetic fieldB is introduced by the vector potential~A, ~B = curl ~A = ∇ × ~A ⇒

Bz = ∂Ay/∂x− ∂Ax/∂y (for ~A = (0, Bx, 0) we obtain~B = (0, 0, Bz)-the Landau gauge).
12The Bohr magneton was first calculated in 1913 by the Romanian physicist Stefan Procopiu and pub-

lished in 1913 under the title "Calculation of the molecular magnetic momentum by the M. Planck’s quan-
tum theory" in "Bulletin Scientifique de l’Academie Roumaine de Sciences"). The Bohr magneton is also
known as the Bohr-Procopiu magneton.
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Figure 2.2: A schematic view of the DOS of the 2DES with magnetic field. (a) DOS withδ-
functions Landau levels for the ideal sample (no scattering). (b) DOS with the broad Landau
levels for the real sample (with scattering). green - denotes the filled Landau level and blue -
denotes the empty Landau level.

By solving the time-independent Schrödinger eq.2.20for the electron motion in thex-y
plane gives the eigenvalues:

En =

(
n +

1

2

)
· ~ωc + s · g∗ · µB ·B , (2.21)

wheren = 0, 1, 2, . . . is the principal quantum number,ωc = eB/m∗ is the cyclotron
angular frequency,s = ±1/2 the electron spin (for spin-down state and spin-up state
respectively). The application of the magnetic fieldB alters dramatically the DOS. While,
without magnetic field, the DOS is a step function, with magnetic field the DOS turns
into a series ofδ-functions, known asLandau levels(LL’s), see Fig.2.2, localized at the
energies given by eq.2.21. We observe that the spin splitting energy∆Es = g∗µBB
depends linearly on the magnetic fieldB (if we neglect many-body effects). At small
values ofB the spin splitting energy is small and the DOS contains both spin states. By
increasingB the spin splitting also increases and therefore the spin states start to separate.
At high values ofB, the spin states are completely separated.
From solving eq.2.20, we also obtain the eigenfunctions:

Ψky,n(x, y) ∝ Hn ·
(

x + ky`
2
B

`B

)
· exp

[
−(x + ky`

2
B)2

2`2
B

]
· exp(ikyy) , (2.22)

whereHn are theHermitepolynomials,̀ B =
√
~/eB is themagnetic length. As men-

tioned the DOS in magnetic fields undergoes the transition from the step-like spectrum
into a discrete spectrum (series ofδ-functions) for eachn. By using the semiclassical
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Bohr-Sommerfeld model, the electrons can be considered as points inside a circle for
each value ofn and therefore corresponding to each LL.
In order to calculate the occupation of each circle, we consider two adjacent LL’s and
therefore two adjacent circles (corresponding ton = i andn = i + 1 respectively). The
area between two adjacent circles in the~k-space is given by

Ai,i+1 = π∆(k2) =
2πm∗ωc

~
=

2πeB

~
(2.23)

where∆(k2) = (2m∗∆E)/~2, ∆E = ~ωc is the energy difference between two circles
andωc = eB/m∗ is the cyclotron angular frequency. Following the same formalism as
we used to find the occupation of the states in the case of no magnetic field, we keep in
mind that an electron occupies an area element∆kx ·∆ky in the~k-space, the number of
electronsNL existing in one circle (LL) is

NL =
Ai,i+1

∆kx ·∆ky

=
LxLyeB

2π~
=

LxLyeB

h
, (2.24)

whereh = 2π~ = 6.626× 10−34J · s is the Planck’s constant and~ = 1.054× 10−34J · s
is the reduced Planck’s constant. At this stage we can calculate the electron density in
each Landau level (LL), by dividing the number of electronsNL per Landau level by the
areaA = LxLy of the 2DES

nL =
NL

A
=

eB

h
=

m∗ωc

2π~
=

1

2
· m∗

π~2
· ~ωc . (2.25)

Thus, each spin-splitted Landau level contains half of the number of states as the 2DES
(without magnetic field) has, multiplied by~ωc, the energy difference between two-
adjacent LL’s. Further we calculate the numberν of filled spin-splitted LL’s by dividing
the electron density in the 2DES to the electron density in each LL

ν =
ns

nL

=
nsh

eB
= 2π · `2

B · ns . (2.26)

The formula of the filling factor of the LL’s is very important because it shows a de-
pendence on the electron densityns and on the magnetic fieldB. Therefore by keeping
constant the electron density (ns = const., as in the most experiments) and by changing
the magnetic field the filling factor is variable (the number of filled LL’s). Equation2.26
shows an inverse proportionality between filling factor and magnetic field (ν ∝ 1/B).
Thus, by increasing the magnetic fieldB, the filling factorν decreases.
Before we discuss the effect of the magnetic field on the filling factor in order to prevent
any misleading, I denote theFermi energyat zero temperature (T = 0) and no magnetic
field (B = 0) by E0

F, whereE0
F = EF = const. according to eq.2.13for ns = const.

and theFermi energyat finite temperature (T 6= 0) and finite magnetic field (B 6= 0) by
EF = µch, whereµch is the chemical potential.
So far we have considered the DOS of 2DES in magnetic field as a series ofδ-functions.
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But this is true only for an ideal sample, where electrons are not scattered by impurities,
defects or/and phonons. But, in a real sample, due to the impurities or defects, the elec-
trons are scattered and drift for a characteristic timeτq between the scattering events. The
energy of scattered electrons fluctuates and leads to a broadening of theD(E) (see fig.
2.2). The average of these fluctuations in the energy is equal to the broadening of the
LL’s, defined as the full width at half heightΓ = ~/τq, with τq the quantum lifetime13.
The magnitude of the broadening of the Landau levels is important because it influences
the behavior of DOS. IfΓ>~ωc ⇔ ωcτq < 1, the LL’s are widely broadened and are not
separated distinctively even at largeB, because the electrons are scattered before they
complete an orbit in the magnetic field. IfΓ<~ωc ⇔ ωcτq > 1, the LL’s are separated
because the electrons are scattered after they complete more orbits.

2.3 Magnetotransport in the classical regime

Magnetotransport measurements are used to determine some properties of different ma-
terials (the electron densityns, the electron mobilityµel) subjected to crossed electric and
magnetic fields (~E × ~B). Classically, an electric field exerts a force on a charged particle
and induces a drift of the particle in the direction of the electric field lines. Unlike the
electric field, the magnetic field exerts a force, theLorentz force, only on moving charged
particles. The magnitude of the Lorentz force is proportional to the particle velocity and
to the magnitude of the magnetic field. Its direction is perpendicular to both the particle’s
direction of motion and the direction of the magnetic field. Thus, the charged particle is
moving in a circle since the magnetic field exerts always a perpendicular force that curves
the particle trajectory. The radius of this circle is inversely proportional to the strength
of the magnetic field14 (r = m∗v/eB). This means that higherB values lead to smaller
orbits for the charge carriers.
The occurrence of crossed electric and magnetic fields~E × ~B induces a cycloidal path of
the charged particle. Due to the magnetic field it moves on orbits around the circle center,
known also as theguiding center. But due to the applied electric field the guiding center
moves in a straight line, perpendicular to both the electric field and the magnetic field15.
This perpendicular motion induces an accumulation of the electrons on one edge of the
sample while on the other side an accumulation of positive charges is established. The

13The quantum lifetimeτq is usually different from the relaxation timeτ in the Drude mobility. Thisτ , in
others studies appears asτtr, is called thetransport lifetime. The main difference is that, while for quantum
lifetime the contributions onτq of all collisions is the same, for the transport lifetime the contributions onτ
depend on the change of direction that occurs.

14The angular frequency of the particle moving in the circle is direct proportional to the strength of the
magnetic fieldω = ωc = eB/m∗

15The guiding center moves with a speed, called thedrift velocityvD = E/B. The guiding center moves
faster in regions where the tangent to the cycloidal path has the same direction with the electric field (the
drift velocity is direct proportional to the electric field). If the magnetic field is weaker or the electric field
is stronger, the electron motion is more linear and the guiding center moves faster.
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potential difference induces an electrical field perpendicular to the direction of the current
flow.
Within this classical approach, we consider the electrons as noninteracting particles mov-
ing according to Newtons’s equation. We assume that due to the presence of impurities,
dislocations and phonons, the electron are scattered. The effect of scattering on the 2DES
can be modeled by introducing a frictional term in the Newton’s equation of motion in
crossed electric and magnetic fields for the average velocity:

~F = m∗ · ~a ⇐⇒ −e( ~E + ~v × ~B) = m∗
(

d

dt
+

1

τ

)
~v , (2.27)

whereτ = (m∗σ)/(e2ns) is the momentum relaxation time. In a steady state the time
derivatives are zero and the drift velocity becomes

~vD = − eτ

m∗ · ( ~E + ~vD × ~B) . (2.28)

The components of~vD are

vx = − eτ

m∗(1 + ω2
cτ

2)
(Ex − ωcτEy) (2.29)

and
vy = − eτ

m∗(1 + ω2
cτ

2)
(Ey + ωcτEx) . (2.30)

The electric current density in a constant electric field is given by eq.2.18(with the help of
eq. 2.29and eq.2.30), by decomposing the current density vector in itsx-y components.
Comparing with Ohm’s law~j = σ̂ · ~E we determine the two-dimensionaldc conductivity
tensor as

σ̂ =

(
σxx σxy

σyx σyy

)
=

σ0

1 + ω2
cτ

2
·
(

1 −ωcτ
ωcτ 1

)
(2.31)

with the longitudinal component

σl = σxx = σyy =
σ0

1 + ω2
cτ

2
(2.32)

and the transversal (Hall) component

σH = −σxy = σyx = σ0 · ωcτ

1 + ω2
cτ

2
, (2.33)

whereσ0 = nse
2τ/m∗ is theDC Drude conductivity (see eq.2.19). If B = 0, σl = σxx =

σyy = σ0 andσH = −σxy = σyx = 0. The resistivity tensor̂ρ is defined as the inverse of
the conductivity tensor̂σ. Thus, the resistivity tensor can be written as

ρ̂ =

(
ρxx ρxy

ρyx ρyy

)
=

1

σ̂
=

1

σ2
xx + σ2

xy

·
(

σxx −σxy

σxy σyy

)
= ρ0·

(
1 ωcτ

−ωcτ 1

)
, (2.34)
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Figure 2.3: (a) A schematic view of the magnetotransport measurement setup on a QH device with
Corbino geometry (green - the contacts where the source-drain voltage is applied, red - resistor
where the currentIs is measured, yellow - 2DES. (b) A scheme used to calculate the resistance of
the length elementL placed at distancer from the center.

whereρ0 = 1/σ0 = m∗/nse
2τ is theDC Drude resistivity. Thus, the longitudinal com-

ponent is

ρl = ρxx = ρyy = ρ0 =
m∗

nse2τ
=

1

e · µel · ns

(2.35)

and the transversal (Hall) component

ρH = −ρxy = ρyx = ρ0ωcτ =
B

e · ns

, (2.36)

where we have included alsoµel = eτ/m∗ andωc = eB/m∗. Thus, we observe that the
longitudinal resistivity is independent ofB while the Hall component is directly propor-
tional to the strength of the magnetic fieldB. This linear dependence of theρxy(B) is
known as theclassical Hall effect(CHE).
By using eq.2.36we can determine the electron densityns of the investigated sample.
By inserting the obtained value of the electron density in eq.2.35the electron mobility
µel is determined.
Let us consider a QH device with Corbino geometry (r1 andr2 are the inner and outer
radii) placed in a perpendicular magnetic field (see Fig.2.3 (a)). By applying a voltage
between thesource(S) and thedrain (D) contacts, an electric field~E is established. The
electrons drift in crossed electric and magnetic fields~E× ~B. During the magnetotransport
measurements, the applied source-drain voltage is constant and therefore also the estab-
lished electric field is constant. As a result, the electrons move in cycloidal paths, and they
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reach after a certain time the outer (drain) contact. This time depends on the strength of
the magnetic field. At a constant electric field, this time is shorter if the magnetic field is
weaker. In other words, at high magnetic fields, electrons complete many cycloidal orbits
before they reach the outer contact. By reaching the drain contact, between the source
and drain contacts a currentIs is established.Is can be measured through a serial resistor
with the sample, as a function of the magnetic fieldB.
In order to calculate the resistance of the QH device with Corbino geometry, let us con-
sider a length elementL = 2πr of width dr, situated at a distancer from the center of the
QH device with Corbino geometry (see Fig.2.3 (b)). In general, for a three-dimensional
(3D) system, a conductor, the resistance is proportional to its electrical resistivityρ and
the lengthl of the conductor but inversely proportional to the areaA of the cross-section
of the conductor (R = ρ · l/A). However, in the case of a 2D system, like our 2DES of
our QH device with Corbino geometry, the areaA is replaced by the appropriate length
elementL = 2πr. The lengthl is replaced by the widthdr. Thus, the resistance can be
calculated as

dRxx = ρxx · dr

L
= ρxx · dr

2πr
=⇒ Rxx =

ρxx

2π
·
∫ r2

r1

dr

r
=

ρxx

2π
· ln

(
r2

r1

)
. (2.37)

The resistance is defined by the applied source-drain voltageVSD and the currentIs

through the device (Rxx = VSD/Is). Applying this relation to the eq.2.37we determine
the longitudinal electrical resistivity

ρxx =
VSD

Is

· 2π

ln(r2/r1)
. (2.38)

Since in the magnetotransport measurements, for a Corbino disc the longitudinal conduc-
tivity is measured, we calculate the conductivityσxx from the Ohm’s law

~j = σ̂ · ~E ⇐⇒
(

ja

jr

)
=

(
σxx σxy

σyx σyy

)
·
(

Ea

Er

)
, (2.39)

and by considering that the azimuthal component is zero (Ea = 0) and the symmetry
relationsσxx = σyy andσxy = −σyx. Thus, eq.2.39becomes

(
ja

jr

)
=

(
σxx σxy

−σxy σxx

)
·
(

0
Er

)
=

(
σxy · Er

σxx · Er

)
. (2.40)

Since the radial current densityjr is

jr = σxx · Er =
Is

2πr
, (2.41)

the longitudinal conductivityσxx can be calculated as

σxx =
Is

2π
· 1

VSD

·
∫ r2

r1

dr

r
=

Is

VSD

· ln(r2/r1)

2π
, (2.42)
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Figure 2.4: A typical magnetotransport curve taken at a QH device with Hall bar geometry (ns ≈
2× 1011cm−2). This magnetotransport curve shows three regimes of the magnetotransport at the
2DES with increasingB: (a) Classical Hall Effect (CHE), (b) Shubnikov-de Haas Effect (SdHE)
and (c) Quantum Hall Effect (QHE) [36].

whereIs is the measured sample current through the resistor,VSD =
∫ r2

r1
Erdr is the ap-

plied source-drain voltage andr1, r2 are the inner and the outer radii of contacts of the
QH device with Corbino geometry. Whereas the longitudinal conductivityσxx is deter-
mined directly from the measured currentIs and applied source-drain voltageVSD, the
Hall conductivityσxy is not directly determined. However, the Hall conductivityσxy can
be determined from the longitudinalρxx and Hallρxy resistivities measured on samples
with Hall bar geometry

σxy = − ρxy

ρ2
xx + ρ2

xy

. (2.43)

2.4 Magnetotransport in the quantum regime

The linear dependence of the Hall resistanceRxy or Hall resistivityρxy on the strength of
the magnetic fieldB applies only at low magnetic fields where the number of filled LL’s
is larger. But by increasing the magnetic field and reducing the number of filled LL’s, the
resistance (resistivity) shows a different behavior.
Figure2.4 shows a typical magnetotransport curve taken for a QH device with Hall bar
geometry. At low magnetic fields, up to0.4T for this sample, the 2DES behaves clas-
sically. The Hall resistivity shows a linear increase with the magnetic field (ρxy ∝ B,
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according to eq.2.36) and the longitudinal resistivity remains more or less constant with
an slight decrease with the magnetic field (see eq.2.35). This region corresponds to the
classical Hall (CH) regime. By increasing the strength of the magnetic fieldB further,
up to 1.2T for this sample, the 2DES leaves the CHE regime and enters a new regime,
called theShubnikov-de Haas regime. In the Shubnikov-de Haas regime, the Hall resis-
tivity starts to deviate from the previous linear behavior and the longitudinal resistivity
oscillates strongly with theB. The amplitude of these oscillations (of the longitudinal
resistivity), known as theShubnikov-de Haas (SdH) oscillations, increases withB. This
dependence is very important since at high magnetic fields, above1.2T for this sample,
the 2DES shows very interesting and remarkable behavior. The minima of the longitudi-
nal resistivity oscillations tend toward zero16. Around theB values where the longitudinal
resistivityρxx tends to zero, the Hall resistivityρxy becomes independent of theB and ex-
hibits a plateau. This regime is called thequantum Hall (QH) regime.
As we see, the 2DES, by increasing the strength ofB, undergoes different regimes charac-
terized by different behaviors of the longitudinal and Hall resistivities. We focus now on
the other two regimes: the SdH regime and QH regime, corresponding to the SdH effect,
the integer quantum Hall effect (IQHE) and the fractional quantum Hall effect (FQHE).

2.4.1 Shubnikov-de Haas (SdH) effect

To explain the SdH effect we use fig.2.5 that shows the oscillating chemical potential
at zero and finite temperatures as a function of the magnetic fieldB. By increasing the
strength of the magnetic fieldB, the LL’s increase their energies and the chemical poten-
tial µch starts to oscillate since it has to follow the occupation of the LL’s, until at integer
filling factor ν = i (at Bν=i = hns/eν) the LL gets depopulated and the chemical po-
tential jumps to the next lower LL. With the spin-splitting included, at even filling factors
ν = 2i (i-integer) the magnitude of the jump of the chemical potential is~ωc − g∗µBB
and at odd filling factorsν = 2i+1 (i-integer) the magnitude of the jump of the chemical
potential isg∗µBB.
At finite T the oscillations of the chemical potential die out at low magnetic fields, even
if collision broadening of the LL’s is not considered. This domain of low magnetic fields
corresponds to the CH regime where the longitudinal resistivity is constant. Due to the
scattering and the finite temperature, the jump of the chemical potential from one LL to
the next lower LL is not abrupt anymore. The oscillatory behavior ofµch is reflected in
the oscillatory behavior of the longitudinal resistivity. The oscillations of the longitudi-
nal resistivity17 are known as theShubnikov-de Haas oscillations18. Minima of the SdH
oscillations occur at magnetic fieldsBν=i = hns/eν, when the filling factor is an integer

16In real quantum Hall systems, the longitudinal resistivity is not exactly zero, but rather very small.
Consequently, the longitudinal resistivity is set to zero.

17The behavior of the longitudinal conductivity is similar.
18The SdH oscillations have been discovered on aBi crystal by L. Shubnikov and W. J. de Haas in 1930

in Leiden-Netherlands [56].
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Figure 2.5: The Landau fan with the Landau energiesEn for n = 0, 1, 2, 3 for both the spin-up
and the spin-down states and the oscillating chemical potentialµch as a function of the magnetic
field B (black line ofµch - chemical potential atT = 0, red line ofµch - chemical potential at
T 6= 0 [36]).

(ν = i). This is because for integer filling factor, the highest LL is completely filled and
therefore the chemical potential is in between the highest occupied and lowest unoccupied
LL’s. This means that, since the chemical potential is the highest energy of the filled LL,
there are no available states around the chemical potential in the gap. This corresponds
to the free electron case without scattering. The longitudinal conductivity vanishes, and
the Hall conductivity is quantized at the free electron value corresponding to the integer
filling factor. At high magnetic fields, according to eq.2.32, eq. 2.33and eq.2.34, the
longitudinal conductivity and resistivity are proportional (ρxx ∝ σxx). Thus, the longitu-
dinal resistivity also shows minima in oscillations at integer filling factors.
From the periodicity of the SdH oscillations, taken during the magnetotransport measure-
ment, the electron densityns can be determined by plotting the longitudinal conductivity
or resistivity as a function of inverse magnetic field (with help of eq.2.26):

Bν =
h · ns

e · ν ⇐⇒ 1

B
=

e · ν
h · ns

=⇒ ∆

(
1

B

)
=

2e

h · ns

, (2.44)

with the spin degeneracy taken into account (characteristic to low magnetic fields).

2.4.2 Integer Quantum Hall Effect (IQHE)

Figure2.4 shows that, if the magnetic field increases above1.2T (for this sample), the
minima of the SdH oscillations tend to zero and persist overB-intervals of finite widths.
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The vanishing longitudinal resistivity19 indicates that for those magnetic fields the current
flows from one end to the other of the 2DES without dissipating any energy in the interior
of the sample. At the same time, for theseB-intervals, the Hall resistivity is quantized20:

ρxy =
1

i
· h

e2
=

RK−90

i
, (2.45)

whereh is the Planck’s constant,e is the elementary charge,i is an integer andRK−90 =
25812.807Ω is thevon Klitzing’s constant. The quantization of the Hall resistivity has
been found by von Klitzinget al. [10] and is know as theinteger quantum Hall effect
(IQHE). One astonishing feature of the IQHE is that the values of the Hall resistivity are
defined by the fundamental constantsh ande and can be measured with high accuracy
(relative uncertainty of about10−9).
The precision of the quantized Hall resistance (a relative uncertainty of about 1 part in
109), the reproducibility from one sample to another one at a high level of accuracy and
the independence from the sample geometry resulted in a definition of the international
standard of resistance [11] by the QHE. For the discovery of the QHE, K. von Klitzing
was awarded the Nobel prize in Physics in 1985 [12]. Due to the high accuracy of mea-
suring the Hall resistivity, the QHE is also a very good method to give a highly accurate
value of thefine-structure constantα = e2/~c = 1/137.035999. In fact, the QHE was an-
nounced in the original paper as a new method to determine the value of the fine-structure
constantα.
Although, eq.2.45shows that the quantized Hall resistivity occurs only at integer filling
factors, which in turn means only at certain values of the magnetic field, in experiments
the QH plateaus exist overB-intervals. TheseB-intervals, for which the Hall resistivity
is quantized and longitudinal resistivity vanishes, do not imply necessarily an accurate
fixing of the magnetic field in order to perform high-precision measurements of the quan-
tized Hall resistivity.
The explanation of the QHE is based ondisorder, induced by the random potential from
impurities or defects in real samples. This approach assumes that the disorder causes
localization, where thelocalized statesare situated energetically in the tails of the broad-
ened LL’s (see Fig.2.6). In these localized states, the electrons are localized in the vicinity
of an impurity or defect and cannot carry any net current (do not contribute to the elec-
tron transport in the 2DES). On the other hand, the center of the LL’s contains so called
extended (delocalized) stateswhich carry the current and thus contribute to the electron
transport21. In the delocalized state, the electrons can flow over a large area of the crystal.
Therefore, the increase of the magnetic field would correspond to a sweep of the chemical
potential through regions of alternatively localized and delocalized states. A confirmation
of this picture was given by Ando [57]. He showed that the states are exponentially local-
ized (thus in the tails of the LL’s) unless they are in the center or the vicinity of the center

19The longitudinal conductivity also vanishes at integer filling factors because the electrons move only
perpendicularly to the electric field, and any diffusion in the direction of the electric field is not possible.

20The Hall resistivityρxy develops plateaus, with constant values around integer filling factorν = i.
21The crystal electric properties are determined only by the electrons in the delocalized states.



2.4 Magnetotransport in the quantum regime 29

E
n-1 E

G

E
n+1EFE

n

D (E)
hwc

delocalized states

localized states
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of the LL’s.
At magnetic fields where the filling factor is an integerν = i (or an even integer without
the spin splitting taken into account), the chemical potential lies in the Landau gap and
equals the Fermi energy at zero magnetic fields (µch = E0

F). Since the chemical potential
is situated in the localized states, the highest filled LL is completely filled. There are no
empty states available at energies around the chemical potentialµch. This means that no
current can flow. Therefore, the longitudinal resistivityρxx (and conductivityσxx) be-
come zero and the Hall resistivityρxy is quantized. By increasing the magnetic fields, the
chemical potential moves closer and closer to the extended states. As long as the chemical
potential is still in the localized states, the Hall resistivity remains quantized and the longi-
tudinal conductivity and resistivity remain zero. As soon as the chemical potential enters
the extended states, there are available empty states at energies around theµch. Thus, in
the delocalized states electrons can move and carry a current. This leads to a finite and
increasing longitudinal resistivityρxx (and conductivityσxx) and to an increasing Hall re-
sistivity ρxy. If the magnetic field is increased further, the chemical potential moves down
through the localized states at the bottom of the LL to the localized states and afterward
to the delocalized states at the center of the next lower LL. The Hall resistivity remains
constant at its new plateau value during the sweep of the chemical potential through the
localized states until the chemical potential reaches the region of the delocalized states of
the next lower LL.
The localization explains the occurrence of the quantized Hall plateaus but cannot explain
the high accuracy of the quantized Hall values. The quantized Hall plateaus are due to the
electrons in the localized states around the tails of the LL where the longitudinal conduc-
tivity vanishes. Therefore, the number of localized and delocalized states can be described
by Nloc = eB/h andNdeloc = keB/h with 0 < k < 1. Consequently, the electron den-
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sity in the localized and delocalized states can be described bynloc
s = i · Nloc = ieB/h

and ndeloc
s = i · Ndeloc = ikeB/h with i integer filling factor. Since the conductiv-

ity (resistivity) is related to the delocalized states we can write the Hall conductivity by
ρxy = B/(endeloc

s ) = 1/(ik) · (h/e2) which is in contradiction with the measured value
of the Hall conductivity at integer filling factori (see eq.2.45). In larger samples and
mostly in the high-mobility samples (mobility above106cm2Vs−1) the localization could
be explained on the basis of the long-range fluctuations contributions, where the fluctu-
ation length is of the order of the size sample. However, samples with a mobility below
106cm2Vs−1 show better Hall plateaus due to a larger amount of localized states.
In the previous discussions, we have neglected the Coulomb interaction of the electrons.
This is not completely justifiable because the Coulomb interaction induces screening ef-
fects which leads to two different types of regions: thequasi-metallic compressible22

and thequasi-insulating incompressibleregions23 [25, 58–61]. The Coulomb potential
has a short-range and long-range contributions. In a narrow sample the long-range con-
tributions are neglected, and the screening is treated under the assumption of the Self-
Consistent Born Approximation (SCBA). The SCBA assumes that the coherent scattering
of an electron by more than one impurity can be neglected. The result of these studies was
that the Hall voltage drops only along the incompressible regions. The current flows only
along these incompressible regions and that the vanishing longitudinal and quantized Hall
conductivities are due to the incompressible regions. These QH plateaus develop as long
as the incompressible regions (strips) persist. However, in wider samples the long-range
fluctuation cannot be neglected. At certainB-values additional incompressible strips may
occur inside the sample and therefore broaden and stabilize the QH plateaus.
So far, we have discussed the situation in which the filling factor is still an integer and
does not exceed the magnetic quantum limit (ν = 1) where all the electrons are aligned in
one direction24. But forν < 1, QH plateaus occur when the LL is partially filled (at filling
factors equal to rational fractions)ρxy = h/ie2, wherei = 1/3, 1/5, 1/7, 2/3, 4/5,
6/7. This effect is called thefractional quantum Hall effect (FQHE)and was discovered
by D. C. Tsui, H. L. Störmer and A. C. Gossard in 1982 [15]. For the discovery of FQHE
and for the theoretical contribution to understand the FQHE, D. C. Tsui, H. L. Störmer
and R. B. Laughlin were awarded the Nobel prize for Physics in 1998 [17–19]. In 1983,
R. B. Laughlin presented a theory with a variational ground-state and excited-state wave
functions which describes the condensation of a 2DES into a new state of matter. This
state of matter is described by an incompressible quantum liquid where the excitation over
its ground state carry a fractional electric charge (e∗ = e/3 for example) [16]. An alter-
native explanation of the FQHE is based on the idea of composite fermions (CF’s) [62].
One version of the CF’s are electrons with an even number of flux quanta bound to them.

22The compressible regions are those regions where the Fermi level lies within a LL in the delocalized
states. The screening is perfect and the potential profile is constant (flat).

23The incompressible regions are those regions where the Fermi level is in the gap, the electron density is
constant and the potential varies by an amount of a cyclotron energy across the incompressible region due
to the absence of screening.

24At ν = 1 electrons occupy the spin-up state since this is the lowest energy state according to eq.2.21
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Figure 2.7: (a) Magnetotransport curves taken for a high-mobility sample (µel = 1.6 ×
106cm2V−1s−1, r1 = 250µm, r2 = 750µm) for two lattice temperatures at fixed applied source-
drain voltageVSD = 0.02V. (b) I − V characteristic of a QH device with Corbino geome-
try (ns = 2.4 × 1011cm−2, µel = 0.2 × 106cm2V−1s−1, r1 = 100µm, r2 = 150µm) at
B(ν = 2) = 4.88T.

These composite fermions move in an effective fieldB∗ that vanishes whenν = 1/2 (for
two flux quanta bound to one electron).

2.4.3 Breakdown of the Integer Quantum Hall effect

One important aspect concerning the IQHE is the determination of the limitation of this
effect by the sample properties (electron densityns, electron mobilityµel), the sample
temperature and the current through the sample. The increase of the temperature induces
the reduction of the QH plateau. By exceeding a critical temperature (usually above
Tcrit > 4K) the QH plateau vanishes (see Fig.2.7 (a)). Figure2.7 (a) shows that for the
lattice temperatureT = 4.2K, the QH plateau vanishes and the QHE breaks down.
However, a similar effect is obtained by increasing the current (the applied source-drain
voltage) through the sample. Due to increasing current, the Joule heating results in a
shrinking of the QH plateaus. The electrical breakdown of the QHE means that above
a critical current (a critical source-drain voltage) the longitudinal resistivity increases
abruptly to finite values (by orders of magnitude), leading for the corresponding mag-
netic fields to a deviation ofρxy from the QH plateau values (see [26] for a review of the
breakdown of the QHE). This effect can be nicely observed in the current-voltage (I−V )
characteristics (see Fig.2.7(b)). The figure shows theI − V curves of a QH device with
Corbino geometry for filling factorν = 2. When the applied source-drain voltage ex-
ceeds the critical source-drain voltage (VSD > V crit

SD = 0.3V for this investigated sample),
the sample currentIs (or the longitudinal conductivityσxx) increases suddenly to finite
values.
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Figure 2.8: A phenomenological description of the QHE and the breakdown of the QHE. (a) In the
QHE regime, the electrons orbit around the contact and no current between contacts is established.
(b) In the breakdown of the QHE regime, the electrons reach the outer contact (D) and the current
is measured.

In the following I will present a phenomenological description of the breakdown of the
QHE in a QH device with Corbino geometry (see Fig.2.8). A similar discussion is pos-
sible for QH devices with Hall bar geometry [36].
In the QH regime (σxx = 0), and with Ohm’s law we determine the components of the
current density~j (see Fig.2.8 (a)), described by eq.2.39. By considering that in the QH
regime the longitudinal conductivity vanishes (σxx = σyy = 0), σxy = −σyx 6= 0 and by
considering that the azimuthal component is zero (Ea = 0), we obtain from the Ohm’s
law (

ja

jr

)
=

(
0 σxy

−σxy 0

)
·
(

0
Er

)
=

(
σxy · Er

0

)
. (2.46)

This confirms that electrons orbit around the contacts since the azimuthal component of
the current density is finite (ja 6= 0) and the radial component of the current density is
zero (jr = 0), see Fig.2.8(a). In order to describe the power dissipation in the QH device
with Corbino geometry we introduce theHall angleΘ.25 For the QH regime the radial
field and the current density direction are perpendicular to each other (~Er⊥~ja). Therefore,
for Θ = 90 ◦, in the QH regime, the interior power dissipation per unit area is zero:

δPint

δA
= ~j · ~E =

(
σxy · Er

0

)
·
(

0
Er

)
= 0 . (2.47)

25The Hall angle is the angle between the radial field~Er and the current density direction~ja.
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Thus, the total power dissipation is zeroPtotal = 0.
In the breakdown of the QHE regime (σxx 6= 0), and with Ohm’s law we determine the
components of the current density~j (see Fig.2.8(b))

~j = σ̂ · ~E ⇐⇒
(

ja

jr

)
=

(
σxx σxy

σyx σyy

)
·
(

Ea

Er

)
. (2.48)

By considering that for the breakdown of the QHE (σxx = σyy 6= 0), σxy = −σyx 6= 0 and
the azimuthal component is zero (Ea = 0), Ohm’s law yields

(
ja

jr

)
=

(
σxx σxy

−σxy σxx

)
·
(

0
Er

)
=

(
σxy · Er

σxx · Er

)
. (2.49)

This confirms that electrons deviate from the circular trajectories around the contacts and
start to move toward the outer contact. This is because the azimuthal component of the
current density is finite (ja 6= 0) and the radial component of the current density is finite
(jr 6= 0), see Fig.2.8 (b). In the QHE breakdown regime, the Hall angle becomes less
than90 ◦ (the radial field and the current density direction are not perpendicular anymore
to each other) and the interior power dissipation per unit area is finite:

δPint

δA
= ~j · ~E =

(
σxy · Er

σxx · Er

)
·
(

0
Er

)
= σxx · E2

r . (2.50)

Thus, the total power dissipation is finitePtotal = σxx · E2
r .

2.5 Conclusions

In order to observe the QHE, a 2DES at low temperatures (belowT < 4K) and high-
magnetic fields are necessary. Here, the 2DES is formed at the interface of theGaAs/
AlGaAsheterostructure due to the trapped electrons in the approximately triangular poten-
tial well at the discontinuity of the conduction bands betweenAlGaAsandGaAslayers.
In the 2DES the electrons move quasi-free in two spatial dimensions. Their energy is
quantized in the third spatial dimension.
Applying a perpendicular magnetic field to the 2DES leads to the Landau quantization
of the energies. As a result quantum effects are observed: the SdH effect, the IQHE
and the FQHE (the LL’s are partially filled at filling factors equal to rational fractions,
ρxy = h/ie2, wherei = 1/3, 1/5, 1/7, 2/3, 4/5, 6/7).
When the current (applied source-drain voltage) exceeds a critical value, the longitudinal
resistivity increases rapidly by orders of magnitudes while the Hall resistivity deviates
from the QH values.



Chapter 3

Design of the QH devices with Corbino
geometry and preparation

In this chapter the description of the fabrication of the quantum Hall (QH) samples with
Corbino geometry and the experimental setup (cryostats of the magnet system, electrical
pulse-generator, optical excitation source) are presented in detail. All the devices used in
this work were made fromGaAs/AlGaAswafers of the Molecular Beam Epitaxy (MBE)
facilities of the Max Planck Institut für Festkörperforschung (MPI-FKF) in Stuttgart. The
preparation of the samples (cleaning, photolithography, etching, electrical bonding) was
performed in the Clean Room Center (CRC) of the Physikalisch Technische Bundes-
anstalt (PTB) in Braunschweig.

3.1 Molecular Beam Epitaxy (MBE)

The starting point of making QH devices is the two-dimensional electron system (2DES)
formed at the interface of aGaAs/AlGaAsheterostructure (for a review see [63]). The
reason why these two materials are used is that both have nearly the same lattice constant
(GaAs- 5.653Å andAlGaAs- 5.660Å), while the energy gaps between the conduction
and valence bands differ considerably (GaAs- 1.51eV andAlxGa1−xAs - (1.5+0.7x)eV
at T = 300K, wherex is theAl concentration) leading to a band discontinuity at their
interface (see Fig.3.2). Our samples have theAl concentration ofx ≈ 0.3 typically. By
using the MBE technique (see Fig.3.1) the semiconductor materials are grown on top
of each other. The scheme of the MBE growth is the following: a first layer ofGaAs
is grown assubstrate, followed by a layer of undopedAlGaAsgrown on top of it as
a spacer layer. Since all the samples during the experiments are at liquidhelium (He)
temperature (4K and below), the undoped semiconductors are insulating and therefore
the doping of theAlGaAslayer with Si atoms is mandatory. In the following gedanken
experiment [53, 64], we describe the formation of a 2DES at the interface betweenGaAs
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Figure 3.1: MBE growth sketch and the corresponding band structure of the GaAs/AlGaAs
heterostructure.

(undoped, butp-type due to the growth conditions) andAlGaAs(n-type due to theSi
atoms implanted). When theGaAslayer comes in contact with theAlGaAsthe electrons
flow across theGaAs/AlGaAsinterface. The flow occurs until the charge distribution
is in equilibrium, characterized by a continuous chemical potential across the interface
(see Fig. 3.2). At the GaAs/AlGaAsinterface, at the conduction band discontinuity, a
nearly triangular potential well is formed. The conduction electrons are confined by this
potential to a layer of a few nanometers thickness, leading to a quantization of the electron
motion perpendicular to the interface and a quasi-free motion in thex-y plane parallel to
theGaAs/AlGaAsinterface [47]. The energy spectrum is given by

E = Ei +
~2

2m∗
(
k2

x + k2
y

)
, (3.1)

wherei = 0, 1, 2, . . ., E is the total energy of the 2DES,m∗ is the electron effective mass,
kx andky are the wave vectors in the plane of 2DES andEi are the electrical subband
levels of the 2D subbands.
To avoid diffusion of theSi atoms into theAlGaAsand an oxidation ofAl atoms, one
thin layer ofGaAsis grown on top of theSi:AlGaAs, a so calledcap layer. The use of
the spacer layer is to minimize scattering of the electrons in the 2DES by the ionized
donors (theSiatoms act as donors and the spacer layer acts as a barrier between electrons
and donors by decreasing the Coulomb interaction between them, improving the electron
mobility of the 2DES). At sufficiently large distances (≈ 300nm) underneath the 2DES, a
Si-layer is integrated which serves as abackgateand allows the modulation of the electron
densityns by adjusting the gate voltageVg. The distance to the backgate is chosen in such
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Figure 3.2: A schematic view of the band structure at the heterostructure interface for separated
layers (see Fig. a)) and of the conduction band edge of the heterostructure (see Fig. b)).

a way that the 2DES can be treated being independent from theSi-layer.

3.2 Design of the QH devices with Corbino geometry

Starting from the MBE-grown heterostructure described in Chapter 1.1, the samples are
further processed for a design of the QH devices with Corbino geometry (see Fig.3.3).
The whole processes were carried out in the CRC of PTB-Braunschweig.

Figure 3.3: A view of the QH-device with Corbino geometry; comparison in size with the coin of
1 Eurocent.
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3.2.1 Photolithography

The sample wafer is cut initially into smaller pieces of4.5 × 4.5mm2 to fit into the chip
carrier (see Fig.3.3). The cleaning operations (see Fig.3.4 a)) are performed in or-
der to remove any possible undesired contamination from the wafer surface by spinning
the wafer at about3000min−1 and rinsing it at the same time by pouringacetoneand
isopropanol(isopropyl alcohol). After about30s the wafer sample is removed from the
rotatory plate (the wafer being fixed on the plate by vacuum), and the cleanness of the sur-
face is checked under the optical microscope. If the surface is clean the wafer is kept into
an oven at120 ◦C for about5min. This procedure helps to improve the adhesion of the
photoresist on the wafer surface by removing the remaining water contamination. In order
to grow or to etch structures on the sample, it is necessary to deposit on it a kind of resist,
a polymer solution. The photoresist,AZ5214Eproduced byClariant Inc., is deposited
when spinning the wafer at about3500min−1 for 25s which assures a thin photoresist
film of 2µm on the wafer (see Fig.3.4b)). After this procedure the wafer is prebaked at
90 ◦C for 3min in order to evaporate the disolvant components of the photoresist. After
the previously accomplished steps the samples were ready for the exposure of the desired
patterns. The patterns are obtained by using photomasks and a photolithography machine.
The photomasks used in the CRC of PTB are glasses on which the desired patterns are de-
fined in thin film ofchromium(Cr). The photolithography machine uses aHg lamp which
produces ultra-violet (UV) light. The photoresist is sensitive to theh (λ = 405nm)- andi
(λ = 365nm)- lines of the spectrum of theHg lamp. The resist is selectively radiated ac-
cording to the desired pattern, [65], by illuminating the photomask for about20s (see Fig.
3.4 c)). The UV radiation breaks the chemical bonds where the photoresist is exposed
to radiation. The resolution of the pattern in the photoresist depends on the wavelength
of the radiation used. After the exposure, the wafer is placed into a solution (1 : 1) of
100ml deionized waterand100ml of AZ developerfor 25s (see Fig.3.4d)). The wafer is
rinsed and dry and finally checked under the microscope whether there is any photoresist
remaining.

3.2.2 Chemical etching and contact lithography

Chemical etching and contact lithography allow on one hand individual operation of de-
signed device patterns and restricts on the other hand the flow of the electric current
only in the desired (designed) area. With the etching technique, it is required to transfer
the mask pattern exactly onto the material surface which means that the etching process
should be anisotropic and performed only downwards into the material. The etching so-
lution is a mixture of30ml ethanol(C2H5OH), 10ml H2O2 and10ml phosphoric acid
(H3PO4) in the ratio3 : 1 : 1. After immersing it for20s into the solution the wafer is
etched down for about600nm (30nm/s) (see Fig.3.4e)). The remaining photoresist was
removed by the standard cleaning procedure, by usingacetoneandisopropanol, described
previously (see Fig.3.4 f)). The contact lithography repeats at the beginning the previ-
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Figure 3.4: A schematic figure of the photolithography, chemical etching and contact lithography.
The dashed line represents the 2DES (yellow - substrate, gray - photoresist, red - photomask and
green - metal).

ously described steps accomplished during the photolithography on the mesa (wafer), by
exposing and developing the photoresist areas where the contacts should be placed (see
Fig. 3.4 g), h), i), j) and k)). The exposure requests a perfect match between the align-
ment marks of the substrate and the photomask (the tolerance is≈ 1mm). The samples
are loaded into the metalization chamber used for deposition of thin films of200nm Au-
Geand25nm Ni by evaporation at very low chamber pressure of10−6mbar (see Fig.3.4
l)). After the deposition, the samples are immersed in anacetonebath for10min which
causes the photoresist to dissolve and the metallic layer on top of the resist to peel off
from the surface, revealing the pattern of the designed contacts (see Fig.3.4 m)). The
annealing is performed at about460 ◦C and25s in a gas atmosphere (5% H2 and95% N2)
to avoid oxidation. During this process theGeatoms diffuse into theGaAssubstrate and
theGaatoms diffuse to the surface and form a metallicAuGaalloy (see Fig.3.4n)).

3.3 Preparation of the measurements

To perform magnetotransport measurements and further optical and electrical excitation
measurements, with our samples other processes are performed like gluing the sample
on the chip carrier, the electrical bonding of the sample contacts and the pins of the chip
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carrier, attaching the chip carrier to a sample holder and placing the sample holder into
a cryostat. During the measurements, some measurement devices are controlled by a
measurement automation which also performed the data acquisition. The measurement
automation is accomplished by the LabVIEW written codes [66].

3.3.1 Electrical bonding

Before starting the electrical bonding, the sample should be attached to the chip carrier. To
do so a cleaning process is performed by pouringacetoneon the chip carrier surface. After
drying the chip carrier by a hairdryer a small droplet of glueGE7031 CRYOPHYSICSor
UHU Hart is deposited. Then, the sample is pressed on the chip carrier and left for
15min to dry. As soon as this process is accomplished the electrical bonding can start.
The electrical bonding provides the connections between the contacts and the pins of
the chip carrier.Aluminum(Al) andgold (Au) are usually used as the bonding wire. A
bonding machineWest Bond Model 7401has been used as an ultrasonic45 ◦ wedge bonder
(see Fig.3.5). The ultrasonic energy attaches a thinAl wire at room temperature. The
wire is clamped and threaded under the bonding wedge, requiring front-to-back bonding
direction.

Figure 3.5: A view of the bonding machine West Bond (1 - control panel, 2 - control display, 3 -
chip carrier holder, 4 - microscope, 5 - manual control of the bonding pin, 6 - bonding pin).
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3.3.2 Sample holders and cryostats

After bonding, the chip carriers with the sample (see Fig.3.6), were connected to the
sample holder. In principle, a sample holder also protects the electrical cables through
which the informations flow between the measurement devices at room temperature and
the chip carrier with the sample at liquidHe temperature (4K or below). Both sample
holders used during the real-time electrical excitation measurements and the real-time op-
tical excitation and relaxation measurements were designed in the MPI-FKF (Stuttgart).
In order to implement a rather good time resolution of our experimental setup a semirigid
coaxial cable, with50Ω impedance-matching, has been inserted into the sample holder.
The cut-off frequency of theHF cables isf = 26GHz and the series capacitance is about
Cs ≈ 100pF.

Figure 3.6: Corbino samples used for the real-time electrical excitation (left) and real-time optical
excitation and relaxation measurements (right). The numbers represent: 1 - chip carrier, 2 - pin of
the chip carrier, 3 - wafer, 4 - electrical wires to connect the coaxial cable, 5 - Corbino devices, 6
- electrical bondings,R1 - inner radius,R2 - outer radius).

The sample holder with the QH devices (see Fig.3.7) is inserted into the cryostat such
that the sample is placed exactly at the center of the magnet. The cryostat, produced by
Oxford Instruments, is a vacuum insulated, all-metal construction with intermediate tem-
perature shielding [67]. It consists mainly of the liquid He reservoir, a superconductive
magnet and contains a variable temperature insert (VTI) (see Fig.3.8). TheHe reservoir
is a large chamber thermally isolated from outside by the outer vacuum case (OVC). In
order to maintain this high thermal isolation, the OVC is pumped using a turbo molec-
ular pump to about2 × 10−5mbar. The liquid He reservoir suppliesHe to the inner
chamber, the VTI, through a pick-up tube with an adjustable needle valve. At the same
time it keeps the magnet at liquidHe temperature in order to maintain the superconduc-
tive properties of the magnet coils. The VTI contains the place where the QH device
is situated. The temperature can be varied by pumping the VTI with a rotary pump to
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Figure 3.7: Sample holders used for the real-time electrical excitation (left) and real-time optical
excitation and relaxation measurements (right). The numbers represent: 1 - Teflon tape, 2 -50Ω
resistors, 3 - chip carrier with sample, 4 - support of the chip carrier, 5 - electrical plug (left)
or THz waveguide (right), 6 and 7 - electrical plugs, 8 - sample holder (left) or electrical plug
(right), 9 - shield of the sample (left) or electrical plug (right), 10 - sample holder (right), 11 -
superconductive laser coil (right), 12 - shield of the sample (right), 13 - electrical cables (right)).

about10mbar, a pressure corresponding to a temperature of1.7K. For better thermal
isolation, the inner vacuum case (IVC) between the liquidHe reservoir and the VTI was
pumped to2 × 10−6mbar. The superconducting magnet consists of a number of con-
centric solenoid sections together with compensating coils. Each section is wound from
multifilamentary superconducting wire formed fromNiobium Titanium(NbTi) filaments1

surrounded by a stabilizing matrix ofcopper(Cu). The inner coils were made ofNiobium
Tin (Nb3Sn) 2. The main advantage of the superconducting magnets is the production of
extremely high magnetic fields in laboratory scale cryostats using typically3kW instead
of some megawatts (MW) power supplies needed for non-superconducting magnets [68].
Another advantage is its ability to operate in thepersistent mode. In this type of operation,
the superconducting circuit is closed to form a continuous loop, and the power supply can
then be switched off, leaving the magnetat field. The field decays only very slowly, at
a rate depending on the inductance, the design and the number of superconducting joints
and the choice of the conductor. Protection resistors and diodes are provided for all the
magnet sections, restricting the development of potentially high voltages in the event of
a magnet quench. The magnet quench is accompanied by a rapid conversion from the
superconducting to the normal resistive state. If any part of the windings goesnormal
or resistive, the current passing through it will cause the Joule heating (≈ I2R); in turn

1Superconducting alloy used as a wire for superconducting magnets. Its critical temperature is10K and
can withstand magnetic field intensity values up to15T.

2Superconducting alloy which has its critical temperature of about18K and withstand magnetic field
intensity values up to30T. More expensive material thanNiobium Titanium(NbTi).
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Figure 3.8: Sketch of the cryostat with the sample holder. With the control of the needle valve the
temperature of the liquidHe in VTI can be varied by pumping the VTI.

this heating increases the size of the resistive zone. Once the process has started it is
impossible to stop and the stored energy in the magnet is dissipated rapidly, causing the
liquid He to boil off very quickly and warming the magnet to a temperature which can be
significantly above4.2K.

3.3.3 Measurement devices

During the measurements many electrical devices have been used (see Fig.3.9). The
intelligent superconducting magnet power supply Oxford IPS120−10, which can provide
Imax = 120A andVmax = 10V, controls and runs the superconducting magnet. The volt-
age, which is proportional to the magnetic field (and taken from a shunt resistor inside
the current supply), is measured by a digital (Keitley196) voltmeter and recorded by a
LabVIEW written code. Theintelligent level meter Oxford ILM210 measures theHe level
inside theHereservoir. Theintelligent temperature controller Oxford ITC502 measures the
temperature inside theHe reservoir and the VTI. It also controls the motion of the needle
valve. The needle valve controls the flow of the liquidHebetween theHereservoir and the
VTI. Digital multimetersKeithley2000measureDC/ACvoltages (0.1µV− 100V/750V),
DC/AC currents (10nA/1µA − 3A), temperatures (−200 ◦C - +1372 ◦C) and frequen-
cies (3Hz − 500KHz). A source measure unitKeithley236works in two modessource-
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Figure 3.9: Measurement devices used for the SdH characterization and real-time measurements
(1 - cryostat (left) orOxford ILM210 (right), 2 - recovery line (left) orOxford ITC502 (right), 3 -
sample holder (left) orOxford IPS120−10 (right), 4 -Keithley236(left) or He level control display
(right), 5 - Keithley2000gives the sample response to the applied voltage (left) or temperature
control display (right), 6 -Keithley2000gives the resistance of the Allen-Bradley resistor (left) or
magnetic field control display (right), 7 -Berkley Nucleonics Corp. BNC 6040 Model201E(left)
or Keitley196(right), 8 -Tektronix TDS3052, 9 - magnet power supplyCryogenic(left), 10 - high
power FET-based source for thep-Ge laser, 11 -Hewlett Packard 8013B).

measure: I − V (−100fA < I < 100mA) andV − I (100µV < V < 100V). During
our measurements the source unit was set in theV − I mode and provided the voltage
between the source (S) and drain (D) contacts of the QH device with Corbino geome-
try. During the real-time measurements of electrical excitation I have used besides the
previously described measurement devices also the universal pulse generatorBerkley Nu-
cleonics Corp. BNC 6040 Model201Ewhich produces rectangular electrical pulses of
pulse widths3ns − 640s. The pulse period (minimum) for pulse widths< 160ns is 5ns
and for pulse widths≥ 160ns is 150ns at a repetition rate of0.01Hz − 100MHz. The
sample response picked up by the serial50Ω resistor is displayed and measured by a
digital phosphor oscilloscopeTektronix TDS3052. This digital oscilloscope has two chan-
nels, and is able to see in parallel the excitation electrical pulse and the electrical sample
pulse (sample response). TheTDS3052has a bandwidth of500MHz. For performing the
real-time optical measurements of excitation and relaxation, all the previous measurement
devices have been used. Additionally, the magnet power supplyCryogenicwas used to
control the superconducting coils of thep-Ge laser. The energy of the laser is controlled
by the high power FET (field effect transistor)-based electrical pumping source. Further,
the pulse generatorHewlett Packard 8013B(transition time3.5ns, pulse width:10ns−1s,
pulse delay< 35ns− 1s, repetition rate1Hz− 50MHz) controls the operation of the laser
in the pulse mode. The measurement devices have been controlled and the data acquisi-
tion have been performed by using LabVIEW software fromNational Instruments. For
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Shubnikov-de Haas (SdH) oscillations and forI − V characterization, for the real-time
of electrical and optical excitation measurements, a number of LabVIEW written codes
were developed, which automated the device control and data acquisition [66].



Chapter 4

Two-Landau levels model for the
excitation and relaxation of hot
electrons

In this chapter the two-Landau levels model for the excitation and relaxation of hot elec-
trons is discussed [40]. The model discusses the time evolution and the spatial evolution of
the excited electrons near the breakdown of the QHE. It also simulates the space-resolved
excitation measurements described in Ref. [32, 33, 36]. To describe the breakdown of
the QHE, two ideas are combined: the avalanche-like electron heating [30–40] and the
inter-Landau-level scattering [33,40,42].

4.1 Description of the two-Landau levels model

It is well known that forT = 0K at an integer filling factorν the Fermi energy is within
the band gap, the gap between two adjacent Landau levels (LL’s). The presence of the
Fermi level (FL) in the band gap leads to a vanishing resistivityρxx = 0. The quantum
Hall effect (QHE) breakdown can be characterized by the excitation of electrons from the
filled LL’s below the FL to the empty LL’s above the FL. In other words the electron sys-
tem shows a transition from vanishing resistivity into a non-vanishing resistivityρxx 6= 0,
characterizing a dissipative regime. In this model the resistivityρxx is assumed propor-
tional to the number of excited electronsN across the band gap (ρxx ∝ N ) as considered
in previous works [31,32,36]. Electrons are excited to the upper LL with a characteristic
gain rate due to the Joule heating, and the electrons relax after a certain relaxation time
τrel to the lower LL due to energy loss processes (electron-phonon scattering and so on),
see Fig.4.1. In reality, due to the presence of impurities, defects, roughnesses, the Landau
energy levels broaden (see Fig.4.2a)) and are considered theoretically to have a Gaussian
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shape. By using a microscopic picture the LL’s may be displayed as in Fig.4.2b).
How can the electrons be excited? The electrons can be excited to upper LL’s by different
means of excitation. One excitation mechanism isthe optical excitation- by illuminating
the electron system with a laser of energy~ωlaser. Another mechanism isthe thermal exci-
tation - by simply increasing the temperature of the electron system the electrons elevate
in their energies bykBT (wherekB is the Boltzmann’s constant,T is the temperature of
the electron system) provided that the thermal energykBT is comparable with the energy
gap between two LL’s.The tunnelingis another possibility to excite electrons and can
be achieved by applying an electric field and thus a current through the electron system
subjected to a perpendicular magnetic field. As a resultthe Hall field ~EH, perpendicular to
the current flow, tilts the LL’s and thus increases the probability of the electrons to tunnel
from the lower occupied state (LL) to the upper empty state (LL), see Fig.4.2b).
The change in time of the population of the upper leveldN/dt, depends on the balance
between the generation ratedNgain/dt and the relaxation ratedNloss/dt.

dN

dt
=

dNgain

dt
− dNloss

dt
. (4.1)

Due to different energy-loss processes [33, 40], the density of electrons in the upper LL
decays in a characteristic time scaleτrel:

dNloss

dt
=

N

τrel

. (4.2)

As already mentioned, the effect of the Hall field is the tilting of the LL’s. This increases
the probability of the electron to tunnel from the lower LL to the upper LL. A possible
mechanism for the occurrence of this transition is thequasi-elastic-inter-Landau-level
scattering(QUILLS). The QUILLS-model is based on the assumption of an overlap of
the tails of the wave functions belonging to adjacent LL’s1 and it assumes tunneling of
electrons between the occupied initial and the empty final states due to the Hall field,
leading to a gain rate of:

dNgain

dt
=

nlow

τexc

· exp

[
−∆y2

4`2
B

]
, (4.3)

where: nlow is the electron density of available initial states in the lower LL,∆y is the
spatial separation between the initial and final states, and`2

B = ~/eB is the square of the
magnetic length (corresponding to the length scale of the overlap of the corresponding
electron wave functions).
By assuming a homogeneous current flow along the Hall bar (inx direction, at filling
factorν = 2) the resulting Hall field iny direction determines the tilting of the LL’s across
the Hall bar. The electrons are excited to the upper level at a rate depending exponentially
on the Hall field by

∆y =
~ωc

eEH

. (4.4)

1QUILLS-model requires a spatial overlap of the wave function of the highest occupied LL and the
wave function of the lowest empty LL.
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This leads to a gain rate of

dNgain

dt
=

nlow

τexc

· exp

[
−

(
~ωc

2e`BEH

)2
]

=
nlow

τexc

· exp

[
−

(
~ωc

eVH

· w

2`B

)2
]

, (4.5)

whereVH = w · EH is the Hall voltage andw is the width of the sample.
An estimation of the spatial separation between initial and final states∆y gives a value
of the order of≈ 1µm, which is two orders of magnitude bigger than the magnetic length
`B ≈ 12nm, leading to a negligibly small tunneling rate of eq.4.3. To overcome this small
tunneling rate, inside the electron system must be other mechanisms which enhance the
tunneling rate considerably. The presence of impurities, defects and roughnesses induces
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potential fluctuations (locally enhanced electrical potentials) [27–29]. These potential
fluctuations lead clearly to a decrease of the average separation between the LL’s and lead
to an additional tunneling rate. The screening effects create quasi-metallic (so-calledcom-
pressible) regions and insulator-likeincompressiblestrips (with constant electron density
ns = νeB/h, where the potential drop occurs) which separate adjacent compressible
islands2 (the electrons localized in these islands do not contribute to the general cur-
rent)3 [43,58,69–71]. As a consequence, the presence of the compressible islands reduces
the effective width of the incompressible regions (strips) to a valuew0 ≤ w (wherew is
the geometrical width of the Hall bar). The excited electrons to the upper LL come from
the incompressible strips since the electrons in the compressible islands are localized and
do not contribute to the dissipationless current. Since in time, the electrons are excited
more and more to the upper LL, the area and the effective width of the incompressible
strips decreases while the area of compressible islands increases practically linearly with
the number of the excited electronsN . The shrink of the incompressible strips stops when
the effective width becomes too small to carry dissipationless current. At this critical mo-
ment the density of excited electrons in the upper LL reaches the critical valueNbd, at
which the breakdown of the QHE is complete.
The effective width of remaining incompressible channels decreases with the square root
of the number of the excited electrons across the gap (for a circular shape of the com-
pressible islands [40]), and can be modeled as (see Fig.4.3):

weff = w(N) =
∑

i

∆yi = w0

(
1−

√
N

Nbd

)
. (4.6)

Only those remaining and available states in incompressible strips contribute to the ex-
citation process (nlow = ns − N andEH(N) = VH/weff). Thus, eq.4.6 shows that by
decreasing the effective width of the remaining incompressible stripsw(N) with increas-
ing the number (density) of the excited electronsN the gain rate of the excited electrons
increases exponentially (an avalanche-like excitation to the upper LL and the breakdown
of the QHE).
The previous gain rate eq.4.5transforms into:

dNgain

dt
=

ns −N

τexc

· exp



−

[
~ωc

eVH

· w0

2`B

(
1−

√
N

Nbd

)]2


 . (4.7)

The change in time of the populationN of the upper LL (see eq.4.1) can now be written
as

dN

dt
=

ns −N

τexc

· exp



−

[
~ωc

eVH

· w0

2`B

(
1−

√
N

Nbd

)]2


− N

τrel

. (4.8)

2Compressible region means that, due to perfect screening, one (flat) Landau level is there pinned to the
Fermi level (more precisely: the electrochemical potential, which is spatially constant in thermodynamic
equilibrium).

3For the IQHE, incompressible and compressible strips correspond to integer and noninteger, respec-
tively, filling factorsν.
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Figure 4.3: A phenomenological picture of the evolution of the incompressible strips and com-
pressible islands during the avalanche-like excitation, the transition from QH state to QHE break-
down state. In reality this picture would be more complicated since enlarging a compressible
region by excitation of electrons from incompressible regions involves always two compressible
regions (e.g. a hole-like and an electron-like) with a potential difference equal to the cyclotron
energy. Moreover, the compressible islands are induced by local potential landscape and can
therefore be of noncircular form.

Because the QUILLS process is a heating process, then the density of electronsN in the
upper LL cannot exceed the density of electronsnlow in the lower LL,

N ≤ nlow = ns −N =⇒ N ≤ ns

2
⇐⇒ Nbd ≤ ns

2
. (4.9)

If the density of electronsN in the upper LL exceeds the density of electronsnlow in the
lower LL then the system would develop an inversion population (Nbd ≥ ns/2). Since
the breakdown of the QHE impliesN = Nbd (at the saturation), thenN(t) = Nbd must
be a stationary solution of eq.4.8after the saturation:

dN

dt
= 0 =

ns −Nbd

τexc

− Nbd

τrel

=⇒ τexc

τrel

=
ns

Nbd

− 1 ≥ 1 ⇐⇒ τexc ≥ τrel . (4.10)

The eq. (4.10) represents a kind ofboundary conditionof the electron system not to de-
velop an inversion population (τexc ≤ τrel −→ accumulation of electrons on the upper
LL ⇐⇒ inversion population). This condition also restricts the electron system from ex-
citing all electrons between two LL’s by the balance between excitation and relaxation
processes.
In order to solve the nonlinear differential eq.4.8numerically, some dimensionless vari-
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ables are introduced,

Ñ =
N

Nbd

, t̃ =
t

τrel

, α =
~ωc

eVH

· w0

2`B

, τ̃ =
τexc

τrel

, (4.11)

and thus our differential eq.4.8turns into:

dÑ

dt̃
=

1 + τ̃ − Ñ

τ̃
· exp

[
−α2

(
1−

√
Ñ

)2
]
− Ñ ≡ Φ(Ñ) . (4.12)

By considering the case of equal excitation and relaxation timesτexc = τrel ⇐⇒ τ̃ = 1
the differential eq.4.12is inverted into an integral,

t̃ =

∫ eN
0

dy

f(y)
, (4.13)

where for simplicity we have introduced the following notation:Ñ = y andΦ(Ñ) =
f(y).
Sincey = Ñ is proportional to the number of excited electrons in the upper LL, the initial
solution isy(t̃ = 0) = 0, which determines the lower limit of the integral4.13. If, with
increasingy, f(y) approaches the value zero aty = y0 (f(y) = 0 andy0 - smallest of the
possible zeros), the integrand of eq.4.13has a nonintegrable singularity aty0. Thus,y0

is the uppermost possible upper limit of the integral4.13and corresponds to the number
of electrons in the upper LL which will be approximated in the limitt̃ → ∞. For any
y(t̃) satisfying the condition0 < y(t̃) < y0 we evaluate the integral4.13takingy(t̃) as
the upper limit in order to determinẽt(y), the inverse ofy(t̃), the desired time evolution
of the number of excited electrons in the upper LL.
The behavior of the integrandy as a function of

α =
~ωc

eVH

· w0

2`B

(4.14)

can be discussed for two situation:

• no breakdown: equationf(y, τ̃ , α) has two zeros

f(y0) = f(y1) = 0 , (4.15)

in the interval0 < y < 1 (0 < y0 < y1 < 1 andy0, y1 depend oñτ andα);

• breakdown: equationf(y, τ̃ , α), for given τ̃ there is exactly one critical valueαcrit

for which the two zeros coincide (y0 = y1). In this situation the functionf(y) must
have a minimum at thisy0 and its first derivativef

′
(y) = df(y)/dy must be zero

in this point (f
′
(y0) = 0). By denoting the position of the two-fold zeros byycrit,

with ycrit = y0 = y1, for ∀ τ̃ there are two equations from which the two critical
variables (αcrit andycrit) are determined:

f(ycrit, τ̃ , αcrit) = 0 , (4.16)
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Figure 4.4: Behavior of the functionsf(y) = Φ(N/Nbd) (a)-(b) andg(y) = (1 −
√

N/Nbd) ·
f(N/Nbd) (c)-(d) calculated for̃τ = 1 and plotted for differentα values. (b)-(d) show magnifica-
tions of (a)-(c), respectively, nearN/Nbd → 0 and for differentα values. Forα = αcrit = 2.465
our functions have only one zero (0 < y0 = y1 < 1). The behavior of the functiong(y) =
(1−

√
N/Nbd) · f(N/Nbd) (right) would be important later, for the description of the space evo-

lution of the excited electronsN/Nbd (see the integrand of eq.4.24) when the drift velocity of the
electrons, imposed by the current, changes with the number of the excited electrons (see eq.4.22).

and

f
′
(ycrit, τ̃ , αcrit) = 0 . (4.17)

Equation4.16is used to expressαcrit in terms ofycrit

f(ycrit, τ̃ , αcrit) = 0 =⇒ αcrit = αcrit(ycrit, τ̃) , (4.18)

and therefore eq.4.17could be rewritten as

f
′
(ycrit, τ̃ , αcrit(ycrit, τ̃)) = 0 . (4.19)
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Solving eq.4.16for the case of equal excitation and relaxation times,τ̃ = 1, we
determineαcrit

αcrit =

√
ln2−ycrit

ycrit

1−√ycrit

. (4.20)

By inserting eq.4.20into eq. 4.17for a given parameter̃τ = 1 we solve eq.4.17
numerically by using NAG subroutines and determineycrit = 0.045991, the value
of y corresponding toαcrit. The determinedycrit is introduced into eq.4.20and
determineαcrit beingαcrit = 2.46489 ≈ 2.465 (see Fig.4.4).
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Figure 4.5: Time evolution ofN/Nbd electrons for differentα values, calculated from eq.4.13,
wheref(y) = Φ(N/Nbd) defined by eq.4.12with τ̃ = 1.

Finally we divide the interval0 < y < y0 into about 1000 subintervals and calculate
the integral4.13 in each subinterval. Starting with the lowest subinterval and adding
successive results, we obtaint̃(y) (see Fig.4.5). Thus, typical traces result from solving
eq. 4.13 for given values ofα, that addresses the inverse Hall potentialVH or imposed
currentI.
Looking at the Fig.4.5we distinguish the discussed 2 situations:

• no breakdown forα > αcrit: N approaches a small value boundedNcrit << Nbd;

• breakdown forα < αcrit: N increases toward the much larger breakdown value
Nbd, which is howeverNbd << eB/h.

The physically interesting result of this model is that, for smallα-values (high imposed
currents), the number of excited electronsN(t) approaches the limitN/Nbd = 1, corre-
sponding to the QHE breakdown, after some characteristic time. For largeα-values (low
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Figure 4.6: Space-resolved measurements shows the measuredρxx as a function of the contact
positionx from the constrictionx = 0. The resistivity increases faster for higher imposed currents
and reaches the saturation valueρ0 = 300Ω after characteristic lengths [33].

imposed currents) this limit is smaller thanNbd by orders of magnitude, corresponding
to the QHE regime, and therefore there is no breakdown. The rapid change from no-
breakdown to breakdown behavior in a narrow interval of applied current strengths is an
interesting feature of this model. The time evolution of excited electrons in the upper LL
behaves qualitatively similar to the spatial evolution of the resistance in the experiments
monitoring the spatial evolution of the QHE breakdown [32,33].

4.2 Adaption of the two-Landau levels model to the ex-
periments

In order to adapt the model to the experiment [33], see Fig.4.6, the time evolution of the
excited electrons in the upper LL is changed into spatial evolution by implementing the
imposed current, which causes a drift of the electrons with the drift velocityvD.

vD =
EH

B
=

VH

B · w0

. (4.21)

In the following treatment, we consider two different situations:

Situation 1: vD = vD(Ñ) −→ the drift velocityvD depends on the number of ex-
cited electrons̃N = N/Nbd. This means that the drift velocity increases with decreasing
width of the remaining incompressible strips (see eq.4.6) carrying the dissipationless
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current and diverges at the breakdown (see eq.4.22):

vD(Ñ) =
EH

B
=

VH

B · weff(Ñ)
=

VH

B · w0(1−
√

Ñ)
, (4.22)

and thus the spatial evolutionx(Ñ) of the excited electrons is determined from

dx(Ñ) = vD(Ñ) · dt = vD(Ñ) · τrel · dÑ

Φ(Ñ)
=⇒ x(Ñ) = τrel ·

∫ eN
0

vD(y) · dy

Φ(y)
, (4.23)

where we have also included eq. (4.11) and eq. (4.12). By including eq.4.22the spatial
evolution eq.4.23changes into:

x(Ñ) = τrel · VH

B · w0

·
∫ eN

0

dy

(1−√y) · f(y)
, (4.24)

with f(y) = Φ(y).
At the beginning we have assumed a homogeneous current distribution across the Hall bar,
that the Hall field is constant (EH = VH/wbar with wbar = 50µm). With this assumption
and with the experimental data from the experiments [33] we notice that the evaluation of
eq. (4.11), with w0 = w, leads to a very largeα ≈ 40. This value corresponds to a QHE
regime very far from the breakdown regime forVSD-values far smaller than measured for
the breakdown (see Fig.4.5). Thus the use ofw as a replacement ofw0 in eq. (4.11) is
not sufficient to reach a quantitatively satisfying description of the measurements.
But as we already mentioned in advance, in the real space, the samples are not per-
fect, they contain either defects or impurities which induce potential fluctuations. The
screening of the potential fluctuations induces the appearance of compressible islands sur-
rounded by the incompressible strips where the dissipationless current flows. Taking into
account that the Hall voltage drops only across the incompressible strips [25,43,58,71,72],
we determinew0, the effective width of the incompressible strips, beingw0 = 3.1µm by
usingIcrit = 46µA andαcrit = 2.465. By usingτ̃ = 1 and eq.4.11we determine the rela-
tion betweenα and the imposed currentsI (with VH = RH · I andRH(ν = 2) = 12.9kΩ)
beingα(I) = αcritIcrit/I (2.25 ≤ α ≤ 2.52). With the choice of the experimental data
VH = 0.59V, B = 5.8T, τrel = 1ns and the determinedw0 = 3.1µm the spatial evolution
eq.4.24becomes:

x(Ñ) = 32.8[µm] · I

Icrit

·
∫ eN

0

dy

(1−√y) · f(y)
. (4.25)

With the assumption of a resistivity proportional to the number of electrons excited across
the gap we finally calculate the resistivity profile as a function of the positionx,

ρxx(x) = ρ0 · Ñ(x) = ρ0 · N(x)

Nbd

, (4.26)
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Figure 4.7: Calculated resistivitiesρxx (see eq. 4.26) for different imposed currentsI =
45µA. . . 50.5µA measured during the experiments [33].

whereρ0 = 300Ω is the saturation value of the measured longitudinal resistivityρxx (see
Fig. 4.6).
The resistivity profileρxx(x) versus the positionx (see Fig.4.7) shows an avalanche-like
excitation like in the experiments [33] but some important disagreements still remain.
The QHE breakdown develops after some characteristic drift length as a function of the
imposed current in the interesting avalanche regime. We notice in Fig.4.7at the highest
currents the QHE breakdown is reached only at very largex values compared to the mea-
sured values (Fig.4.6). This considerable difference could be explained on the basis of a
misleading assumption: the drift velocity increases with the number of excited electrons
which in turn decreases the effective width of the incompressible strips and diverges at
the breakdown whenN approaches the saturation valueNbd of eq. 4.6. However, this
assumption does not explain the remaining quantitative difference between the model and
the experimental data.

Situation 2: vD = const. −→ the drift velocityvD does not depend on the number
of excited electronsN in the upper LL, so that the electrons move at constant drift ve-
locity through the Hall bar (see eq.4.21). The spatial evolution of the number of excited
electrons is determined from:

dx = vD · dt = vD · τrel · dÑ

Φ(Ñ)
=⇒ x = vD · τrel ·

∫ eN
0

dy

Φ(y)
(4.27)

and with help of eq.4.21, it turns into

x =
VH

B · w0

· τrel ·
∫ eN

0

dy

f(y)
= 32.8[µm] · I

Icrit

·
∫ eN

0

dy

f(y)
, (4.28)
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Figure 4.8: Calculated resistivitiesρxx (see eq. 4.26) for different imposed currentsI =
45µA. . . 50.5µA measured during the experiments [33].

where:VH = 0.59V, B = 5.8T, τrel = 1ns, w0 = 3.1µm, f(y) = Φ(y) and we have in-
cluded also eq.4.11and eq.4.12. Going further and assuming the proportionality relation
between the longitudinal resistivity and the number of the excited electrons in the upper
LL (see eq.4.26) we see that, for constant drift velocityvD, the longitudinal resistivity
ρxx is given by Fig.4.8.
The numerical results of the resistivity show a remarkable qualitative agreement of the cal-
culated longitudinal resistivity with the measured longitudinal resistivity. The calculated
resistivity displays a very nice avalanche-like excitation of the electrons which devel-
ops over a characteristic distance and reaches the saturation value at reasonable distances
depending on the imposed current. Moreover, the calculation shows also a reasonable
quantitative agreement with the experiment. The biggest difference between experiment
and numerical evaluation of the model consists of the fact that in the experiment (see Fig.
4.6) the high current curves increase at lowerx values (for example nearx = 50µm for
I = 50.5µA) than in the calculations (x = 150µm for I = 50.5µA). The reason for these
quantitative differences may be that the values ofα = (αcrit · Icrit)/I, corresponding to
high currents, are too large and therefore the curves increase at largerx. This could be
if the assumed widthw0 of the incompressible strips at high currents is too large which
corresponds, according to eq.4.11, to largerα. To improve the agreement between nu-
merical analysis (see Fig.4.8) and the experiments (see Fig.4.6), one would need that,
for I > Icrit, α(I) decreases faster thanα(I) ∝ 1/I, as given by eq.4.11.
However, the discrepancy between the two-Landau levels model and the experiments is
not very severe. With the scalingx = vDτrel(t/τrel) and by comparison of Figs.4.5
and4.6, from the shape of the curves of each value ofI to determine the corresponding
valueα(I). By plotting α(I) as a function ofI, we can compare it with the QUILLS
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relationα(I) = αcritIcrit/I (see Fig.4.9 (a)). This deviation could be explained by an
I-dependent widthw0(I) of the incompressible strips [58]

w0(I)

w0(Icrit)
=

α(I) · I
αcrit · Icrit

. (4.29)

Figure4.9(b) shows that for our range of currents45µm ≤ I ≤ 50.5µm the width ration
decreases with increasing the current by only a few percent.

4.3 Conclusions

The two-Landau levels model simulates the excitation of the electrons to the upper LL
which corresponds to the QHE breakdown. It combines several ideas to describe the QHE
breakdown: the avalanche-like electron heating, the quasi-elastic-inter-Landau-level scat-
tering (QUILLS) and the presence of the incompressible strips surrounding the compress-
ible islands due to the presence of potential fluctuations induced by impurities or defects.
In order to adapt the model to the experiments we assumed that the Hall potential drops
only across the incompressible strips, and that the effective width of the incompressible
strips is much smaller than the actual width of the sample due to the random inhomo-
geneities in the sample. In another paper, [58], the authors investigate the variation of
the current density and of the Hall potential across a Hall sample. Further, they found in
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agreement with the experiment [72] that the Hall potential effectively drops only across
the incompressible strips, which have usually a width much smaller than the width of the
sample. These findings provide an alternative justification of the investigated model. The
model shows a very nice qualitative agreement, an avalanche-like excitation and a reason-
able quantitative agreement with the experiment. The best fit with the experiments have
been obtained also considering equal excitation and relaxation times (τ̃ = τexc/τrel = 1)
and circular shape of the compressible islands. These facts indicate that the basic ideas of
this Landau levels model are correct. However, it should be stated that the physical reality
corresponding to the QH breakdown is more complex than described by this two-level
model. Also higher LL’s can be involved in the excitation and relaxation processes.



Chapter 5

Real-time measurements of the
electrical excitation of quantum Hall
devices with Corbino geometry

In this chapter the real-time measurements of the electrical excitation of QH devices with
Corbino geometry are presented. The motivation of the real-time measurements of the
electrical excitation was coming from the time-integrating measurements of the electri-
cal excitation [35, 36, 44]. From these time-integrating excitation measurements it was
concluded that the electrical breakdown of the QHE develops only after a certain critical
pulse widthtcritp , if the pulse amplitudeA is higher than the criticalDC source-drain volt-
age valueV crit

SD . These critical excitation timesτ crit
exc are of the order of nanoseconds and

depend on the pulse amplitude, magnetic field, carrier mobility and on the temperature.
Since from the previous time-integrating excitation measurements [35, 36, 44] it had not
been possible to monitor the individual pulse shape of the sample response, the real-time
measurements of the electrical excitation have been performed in this study. In order to
achieve this goal an experimental setup has been made as described below.

5.1 Experimental setup

The QH devices used for our real-time measurements of the electrical excitation were fab-
ricated from three differentGaAs/AlGaAswafers#1, #2 and#3 with electron densities
in the range of1.9 × 1011 cm−2 ≤ ns ≤ 2.7× 1011 cm−2 and electron mobilities in the
range of0.1×106 cm2V−1s−1 ≤ µel ≤ 1.6× 106 cm2V−1s−1 (see Table5.1). All devices
were patterned as devices with Corbino geometry ofr1 = 100µm, r2 = 150µm the inner
and outer radii of the QH device with Corbino geometry [73,74].
The experimental setup of the real-time measurements of the electrical excitation is shown
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Table 5.1: Electron densityns and electron mobilityµel of the wafers from which the QH devices
with Corbino geometry were obtained (parameters were determined from transport measurements
at1.7K).

Wafers ns (cm−2) µel (cm
2V−1s−1) r1 (µm) r2 (µm)

#1 2.7× 1011 0.1× 106 100 150
#2 2.1× 1011 0.8× 106 100 150
#3 1.9× 1011 1.6× 106 100 150

schematically in Figure5.1. A pulse generator produces rectangular electrical pulses
VA(t) of the amplitude voltageA, with pulse widths of3ns ≤ tp ≤ 640s and pulse
periods of10ns ≤ Tp ≤ 100s (with a rise time -0.5ns and a fall time -1.5ns). This
pulse generator sends the electrical pulses through a high frequency (HF) coaxial cable,
with 50Ω-resistor for impedance-matching [75], connected in the immediate vicinity of
the sample. Impedance matching is to make the output impedance of a source equal or
at least comparable to the input impedance of the load to which it is finally connected,
usually in order to maximize the power transfer and minimize reflections from the load.
The QH device with Corbino geometry itself is not appropriate for impedance matching
due to its high resistance in the Hall regime (50kΩ ≤ RC ≤ ∞). Another50Ω resistor
was attached in series with the sample (between the drain contactD and the ground) in
order to measure the currentIs passing through the sample and to displayIs(t) on a digi-
tal oscilloscope (also by a50Ω-resistor impedance-matched) that monitors the individual
response shapeIs(t) of the sample. In order to determine the time resolution of our exper-
imental setup theRC-time is calculated and determined by test measurements. By taking
into account the series capacitance of ourHF cables (Cs ≈ 100pF) and the circuit parallel
resistor (Rp = 25Ω) we deduce aRC-time tcalc

RC = 2.5ns. In order to verify the calculated
RC-time we performed test measurements by replacing the QH device with Corbino ge-
ometry by a test resistor. We determined the time resolution of abouttexp

RC = 2.7ns− 3ns
which is in good agreement with the calculated valuetcalc

RC = 2.5ns.
The real-time measurements of electrical excitation have been performed at different tem-
peratures (T = 1.7K, 2.5K, 3.3K and 4.1K) and magnetic fieldsB up to 6T (applied
perpendicular to the 2DES). Due to geometrical reasons of the QH devices with Corbino
geometry, it is not possible to apply a direct current and measure the voltage as it is done
in the case of the QH devices with Hall bar geometry. In the case of QH devices with Hall
bar geometry, the longitudinalρxx and transversal (Hall)ρxy resistivities are measured.
Since in the measurements of the QH devices with Corbino geometry a source-drain volt-
ageVSD is applied and the current is measured (opposite to the QH devices with Hall bar
geometry), the longitudinal conductivityσxx was calculated according to:

σxx =
Is

VSD

· ln(r2/r1)

2π
, (5.1)
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Figure 5.1: Sketch of the experimental setup to measureIs(t) for the breakdown of the QHE in
the real-time domain.

whereIs is the measured sample current through the50Ω resistor,VSD is the applied
source-drain voltage andr2, r1 are the outer and inner radii of contacts of the QH device
with Corbino geometry (see Fig.5.1).

5.2 Characterization of the samples (DC measurements)

We characterized our QH devices with Corbino geometry by Shubnikov-de Haas (SdH)
measurementsσxx(B) to determine the electron densityns (from the period of the SdH-
oscillations, see eq.5.2) and the electron mobilityµel (see eq.5.3) and by measuring the
source-drain currentIs as a function of the magnetic fieldB, for fixed DC values of the
source-drain voltageVSD:

ns =
2e

h ·∆(1/B)
, (5.2)

and

µel =
σxx(B = 0)

ns · e , (5.3)

wheree is the elementary charge of the electron,h is the Planck’s constant,∆1/B is the
period of the SdH-oscillations. A typical SdH trace of the QH device with Corbino geom-
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Figure 5.2: Shubnikov-de Haas oscillations of a QH device with Corbino geometry (sample#2)
taken at the applied source-drain voltageVSD = 0.01V and temperatureT = 1.7K.

etry is shown in Fig.5.2. By increasing the strength of the magnetic field, the longitudi-
nal conductivityσxx starts to decrease and begins to oscillate (so calledSdH-oscillations)
from a certain magnetic field value on. The conductivityσxx develops vanishing longi-
tudinal conductivity plateaus for a certain range of magnetic field values. The Fig.5.2
shows a magnetotransport (SdH-measured) curve for one studied sample with well devel-
oped QH plateaus corresponding to filling factorsν = 2 andν = 1. In order to determine
the breakdown conditions, for filling factorν = 2, several current-voltageI − V traces
at different magnetic fields (around the middle of the second plateauν = 2) were taken
for the determination of the corresponding criticalDC voltages for the breakdown of the
QHE and to determine the magnetic field ranges corresponding to integer filling factors.
Figure5.3 shows suchI − V curves of a QH device with Corbino geometry at filling
factorν = 2 from which the criticalDC voltages were determined (V crit

SD = 0.19V for the
up-sweep andV crit

SD = 0.18V for the down-sweep).
The further real-time measurements of the electrical excitation of QH devices with
Corbino geometry were performed only for filling factorν = 2 since for higher filling
factorsν = 4 andν = 6 the QHE was not well observable (see Fig.5.2). Although
for filling factor ν = 1 we had a well pronounced QHE nevertheless we were not able
to determine the corresponding excitation times due to a limited quality of the sample
response. From this response, we could not determine satisfactorily the excitation times
τexc of the electron system.
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Figure 5.3: I − V curves of a QH device with Corbino geometry (sample#2) taken for up- and
down- sweep of the applied source-drain voltageVSD at magnetic fieldB(ν = 2) = 3.78T and
temperatureT = 1.7K.

5.3 Pulse-induced breakdown of the quantum Hall effect
(QHE)

In the real-time pulse-induced breakdown measurements on QH devices with Corbino ge-
ometry, we have investigated the excitation timesτexc of the electron system as a function
of the amplitude, the magnetic field, the electron mobility and the temperature.
In order to get a certain accuracy for our measured weak signals we performed some tests
(Fig. 5.4). The work withHF signals can be difficult due to theHF internal noise gen-
erated by the electronics. The internal noise (noise generated within or coupled to the
circuit or system) corrupts the signal and can adversely affect the final performance and
prevent the high-resolution potential of the system from being realized. Since possible
cross-talking between wires or electronics (any metallic part behaves like an antenna) of
theHF signals can occur, the50Ω resistors of the impedance-matched circuitry (see Fig.
5.1) are shielded and theHF coaxial cables are connected as close as possible to the sam-
ple and to the resistors in order to obtain a signal as less noisy as possible. Between the
applied electrical pulses and the sample response pulses there is a time delay due to the
traveling time of the current through the wires. The traveling time changes both the onset
time and the fall time of the response pulses. Their sequences (pulse duration and pause
duration) are not altered by the traveling time.
By applying electrical pulses on the sample we monitor the real-time sample response
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Figure 5.4: Test measurements performed in order to reduce the noise of the measured signal.
Before the shielding (black-solid curve) the measured amplitude shows a noisy signal but after
shielding (red-dash dot curve) of the test resistor and the electrical connections the noise is reduced
significantly.

(excitation time) by measuring the source-drain currentIs, according to eq.5.4, through
the serial50Ω resistor, as a function of time (see Fig.5.5).

Is =
VSD − Voffset

R50Ω

. (5.4)

In order to extract the excitation timesτexc from the measuredIs(t) traces we fit an expo-
nential function (see eq.5.5) to the measured traceIs(t):

I(t) = I0 + IA · exp

(
− t

τexc

)
. (5.5)

whereI0 is the offset,IA is the amplitude andτexc is the decay constant of the exponential
function. From the slope we determine the excitation timeτexc (of the order of a few
nanoseconds up to a few tens of nanoseconds, see figure caption5.5). The reason why we
fit an exponential function to the experimental traces is that the observed increase current
profile seems to follow an exponential function. The accuracy of this fit function is at its
best10−9s. Thus, the error bars of the determined excitation timesτexc are in the range of
±5%−±15% of the estimated excitation times.
The excitation timeτexc could be understood as the time required for the system to evolve
from a QH state to a dissipative state (QH breakdown). The present spikes (see Fig.5.5)
are assumed to be due to the cross-talking between cables and electronics.

The time resolution of the setup is limited by various properties:



5.3 Pulse-induced breakdown of the quantum Hall effect (QHE) 65

0 50 100 150 200
-12

-8

-4

0

4

8

12

 

 

I s (
A

)

time (ns)

Figure 5.5: Time evolution of the measured source-drain currentIs (solid-black curve) and the
exponential function (see eq.5.5, red-solid curve) fitted to the experimental traceIs(t). The QH
device with Corbino geometry (sample#2) was subjected to electrical pulses of pulse-widths
tp = 180ns, applied pulse amplitudes|A| = 0.8V and pulse periodsTp = 300ns, at temperature
T = 2.5K and magnetic fieldB(ν = 2) = 4.53T. The determined excitation time for this peculiar
example wasτexc = 7.2ns± 0.5ns.

• the rise and fall times of the pulse generator (0.5ns and1.5ns in the present case as
mentioned in the text);

• theRC-time of the setup is about3ns;

• thetime-widthof the spikes of cross-talking (as shown in Fig.5.5) is about4ns−5ns
which in the worst case (the longest time) is limiting the time resolution.

5.3.1 Amplitude dependence of the excitation time

Before starting the excitation measurements, we have determined theDC breakdown
conditions for the investigated QH devices with Corbino geometry (see Table5.1) for
filling factor ν = 2. TheDC breakdown voltages determined for our QH devices with
Corbino geometry (see Table5.1) are in the range of0.1V ≤ V crit

SD ≤ 0.3V. The critical
source-drain voltageV crit

SD varies with the electron mobility, magnetic field and temper-
ature. Thus, as long as the applied pulses have their amplitudes|A| lower than theDC
critical source-drain voltageV crit

SD (|A| < V crit
SD ) there is no response of the QH devices

with Corbino geometry since the system remains in the QH state. By increasing pulse
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Figure 5.6: Excitation timeτexc as a function of the applied pulse amplitude|A|, determined
for the high-mobility sample#3 : µel = 1.6 × 106cm2V−1s−1. The estimated excitation times
τexc(A) correspond to measurements done for two pulse widthstp = 90ns− 180ns, two temper-
aturesT = 2.5K− 3.3K at fixed magnetic fieldB(ν = 2) = 3.94T.

amplitudeA above theDC breakdown valueV crit
SD (|A| > V crit

SD ), in the QH device with
Corbino geometry the breakdown of the QHE occurs. The sample responseIs(t) is mea-
sured through the50Ω resistor and displayed on the screen of the electronic oscilloscope
(see Fig.5.5).
By increasing the pulse amplitude above theDC breakdown value (|A| > V crit

SD ≈ 0.25V),
the response of the QH sample is measured, as seen in Fig.5.5. The estimated excita-
tion time τexc decreases with increasing pulse amplitude|A|. Thus, the system evolves
quicker from a nondissipative QH state to a dissipative state. Figure5.6shows the pulse
amplitude dependence of the excitation time for the QH sample with Corbino geome-
try #3 (see Table5.1), for two different pulse-widths (tp = 90ns andtp = 180ns) and
two different temperatures at the same magnetic field. Figure5.6 shows the decrease
of the excitation timesτexc(|A|) with increasing pulse amplitude. Moreover, it shows
also that the estimated excitation times, corresponding to the two different pulse widths
(tp = 90ns− 180ns), almost coincide at the same pulse amplitude. Thus, the chosen two
pulse widths have no influence on the excitation timesτexc despite to the conclusion of
earlier time-integrating measurements [35,36,44]. From these time-integrating measure-
ments it was concluded that the breakdown of the QHE starts only after the pulse width of
the excitation pulses reaches a critical valuetcritp , which was the order of a few nanosec-
onds. However, our excitation pulse widths (tp = 90ns− 180ns >> tcritp ) are far from the
determined critical pulse widthtcritp ≈ 3ns [35,36,44].
Why does the increase of the pulse amplitude lead to a reduction of the response time?
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To answer this question, I will discuss in the following two possible models which are
intended to understand the decrease of the excitation timesτexc with increasing pulse am-
plitudeA.
The first model intended to explain phenomenologically this dependence is a
quasi-classical drift model. In a solid, the electrons move around randomly with the Fermi
velocity~vF

1 in the absence of an applied electric field~E. Therefore, if one averages the
movement over time there will be no overall motion of charge carriers in any particular
direction. Within this classical approach, we consider the electrons as non-interacting
particles2 moving according to Newtons’s equation. We assume that due to the presence
of impurities, dislocations the electron are scattered and prevents the electrons on the av-
erage from being accelerated. The effect of scattering on the 2DES can be modeled by
introducing a frictional term, described by a constant termτ , so-calledmomentum relax-
ation time, in the Newton’s equation of motion for the average velocity. By solving this
equation and with Ohm’s law the Drude conductivity formula is obtained (see eq.2.19).
Now we can define the average distance the electrons travel between collisions with im-
purities, dislocations. This average distance`mfp is called themean free pathand can be
defined by:

`mfp = vF · τ . (5.6)

However, upon applying an electric field~E, due to the presence of a voltage pulse, elec-
trons will be accelerated in an opposite direction to the electric field. The summation of
the time between acceleration of electrons due to electric field and deceleration of elec-
trons due to collisions and lattice scattering events (caused by phonons, crystal defects,
impurities, etc.) over the mean free path between scattering events results in the electrons
having an average drift velocity~vD. By subjecting the electrons to a perpendicular mag-
netic field ~B(0, 0, B), the resulting~E × ~B-drift shifts the electrons on an average by a
distance

`D = vD · τexc , (5.7)

where`D is the drift length,vD is the drift velocity andτexc is the excitation time. The
damping effect, the friction due to the electron-impurity interaction, becomes effective
and the excited current approaches a stationary value. By assuming a homogeneous dis-
tribution of the impurities throughout the QH device with Corbino geometry, the average
distancè imp between two adjacent impurities is constant. Figure5.7shows a sketch of the
drift of the electron through the QH device with Corbino geometry. At low lattice temper-
ature, the mean time between inelastic electron-phonon scattering events is much larger
than the mean time between elastic electron-impurity scattering events. Thus, the elas-
tic scattering dominates the momentum relaxation. These impurities scatter the electrons
elastically, without dissipation, from one scattering center (impurity) to another scattering
center (see Fig.5.7 a)). If the drift length is not the average distance between the impu-
rities (̀ D < `imp), the electrons do not encounter enough scattering centers (impurities),

1The velocity that corresponds to a kinetic energy equal to the Fermi energy.
2However, the Coulomb interaction between electrons conserves their total momentum and therefore

thee-escattering cannot lead alone to a relaxation of the total momentum of the electron system.
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Figure 5.7: Phenomenological sketch for the movement of the electrons between impurities and
the drift of electrons through the QH device with Corbino geometry due to the application of the
electric field ~E. Electrons undergo elastic collisions and may pass by the next impurity and drift
further, or they are scattered by the next impurity, deviated on a length of the order of`B, and drift
further until they reach another impurity.

necessary for the breakdown of the QHE, and revolve around the inner contact. In this
situation the electron system stays in a QH state. If the drift length is the average distance
between the impurities (`D = `imp), the electrons can encounter enough impurities and
move from one impurity to another until reach the outer contact (see Fig.5.7 b)). This
situation corresponds to the breakdown of the QHE, the electron system is in a dissipative
(resistive) state.
Equation5.7can be written in terms of the applied pulse amplitudeA,

`D =
Er

B
· τexc =

A

G(r1, r2) ·B · τexc , (5.8)

whereEr = A/G(r1, r2) is the maximum of the radial component of the electric field at
r = r1 in the QH device with Corbino geometry andG(r1, r2) = r1 · ln(r2/r1) is the
geometry factor of the QH device with Corbino geometry (withr1 andr2 the inner and
outer radii of the contacts). From the arguments of eq.5.8 one would expect that the
excitation timeτexc is inversely proportional to the applied pulse amplitudeA. Thus, we
expect a linear relation between the excitation time and the inverse of the pulse amplitude:
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τexc ∝ 1

A
. (5.9)

By increasing the applied pulse amplitudeA, at constant magnetic fieldB, the drift ve-
locity increases, the electrons drift faster sincevD ∝ Er ∝ A and therefore they need a
shorter traveling timeτexc to accomplish the breakdown of the QHE.
As we see, the quasi-classical drift model could in principle explain the inverse propor-
tionality of the excitation timeτexc with increasing the pulse amplitudeA but this ap-
proximation cannot say the entire story. This is because this approximation relies on a
few inconsistent assumptions. The approximation does not take into account any possible
electron-electron (Coulomb) interactions, which could alter the effect of the scattering
mechanisms by screening the impurity interaction potentials. This quasi-classical drift
model describes the scattering of electrons by a constant relaxation timeτ , independent
of the magnetic fieldB. A constant relaxation time, independent of theB, looses the
relevant quantum effects (SdH-effect, QHE) which are observable in the experiments but
at high magnetic fields. We assumed a homogeneous distribution of impurities which is
not the case in a real sample.

The second model, which could explain the inverse proportionality of the excitation
time with the amplitude is the tunneling two-Landau levels model presented in the previ-
ous chapter and in Ref. [40]. The voltage pulse of amplitudeA applied to the QH device
with Corbino geometry, subjected to a perpendicular magnetic field, induces an azimuthal
current flow through the QH device between the contacts. As a result the radial electric
field ~Er, perpendicular to the current flow, tilts the LL’s and thus increases the probability
of the electron to tunnel from the highest occupied LL to the lowest empty LL (see Fig.
4.2). The tilting of the LL’s decreases the average spatial separation∆y (see eq.4.4)
between two adjacent LL’s, which can be rewritten as

∆y =
~ωc

eEr

=
~ωc

eA
·G(r1, r2) . (5.10)

The reduction of the average spatial separation∆y causes a higher tunneling rate1/τexc

of electrons [36,40,76] between the initial and the final tunneling states,

1

τexc

∝ exp

[
−∆y2

4`2
B

]
= exp

[
−

(
~ωc

2e`B

· G(r1, r2)

A

)2
]

= exp

[
− C

A2

]
, (5.11)

where`2
B = ~/eB is the square of the magnetic length andC = (e~B3/4m∗ 2) ·G2(r1, r2)

is assumed to be constant for fixed magnetic field. The higher the tunneling rate1/τexc

is, the shorter is the traveling (tunneling) timeτexc. As we discussed earlier in the quasi-
classical drift model, we found that by applying the pulse voltageA, in a perpendicular
magnetic fieldB, the electrons drift in a characteristic timeτexc ∝ 1/A. Our real-time
measurements confirm linear dependence ofτexc(1/A) (see Fig.5.8).
The presence of impurities bends the LL’s (see Fig.5.9) and induces potential fluctuations



70
Real-time measurements of the electrical excitation of quantum Hall devices with

Corbino geometry

0.9 1.2 1.5 1.8 2.1 2.4
5

10

15

20

25

30

 

 

ex
c (

ns
)

1/|A | (V -1)

 T  = 3.3K
 T  = 2.5K

Figure 5.8: Excitation timeτexc as a function of the inverse of the applied pulse amplitude1/|A|,
determined for the high-mobility sample#3 : µel = 1.6 × 106cm2V−1s−1. The estimated ex-
citation times correspond to measurements done for pulse widthstp = 180ns), for temperatures
T = 2.5K− 3.3K at fixed magnetic fieldB(ν = 2) = 3.94T.

(locally enhanced electrical potential) [27–29]. These electric fields reduce the average
spatial separation between the LL’s and lead to an additional tunneling rate. At higher
electron mobilities, the functionτexc = f(1/A) becomes nonlinear due to an inhomoge-
neous current flow induced by the impurity-related potential fluctuations [26,77–79].
The Coulomb interaction leads to the screening of the potential fluctuations in strong
magnetic fields. The screening creates quasi-metallic (so-calledcompressible) regions
and insulator-likeincompressibleregions (strips). The incompressible strips carry the
dissipationless current and separate adjacent compressible islands. As a consequence, the
presence of the compressible islands reduces the effective width of the incompressible
strips to a valueweff < G(r1, r2). This is because only the incompressible strips are re-
sponsible for the electron transport.
Following the ansatz, the tunneling rate equation5.11becomes:

1

τexc

∝ exp

[
− C

A2

]
=⇒ τexc ∝ exp

[
C

A2

]
. (5.12)

The value ofC is determined from the slope of the functionlnτexc = f(1/A2). Thus, the
effective widths of the incompressible stripsweff (see eq.5.13), corresponding to those
two different amplitude regimes, might be estimated (see Fig.5.10),

weff =
2m∗

B
·
√

C

e~B
. (5.13)
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Figure 5.9: A phenomenological sketch of the LL’s bending by the applied pulse amplitudeA
and the presence of the impurities, which induce potential fluctuations (locally distorted LL’s).
The effect of low-voltage appliance (left)-~Er << ~Efluct: less bending of the LL’s and strong
influence of the impurity presence (strong oscillations of the LL energy in space); the effect of
high-voltage appliance (right)-~Er ≈ ~Efluct: more bending of the LL’s and less influence of the
impurity presence (small oscillations of the LL energy in space).r2 − r1 is the distance between
the inner and outer contacts of the QH device with Corbino geometry,µS is the chemical potential
at the sourceScontact andµD is the chemical potential at the sourceD contact.

Figure 5.10 shows the linear fit oflnτexc with respect to the square of the inverse of
the applied pulse-amplitude1/A2, data taken from Fig.5.6, but only for pulse width
tp = 180ns. From data corresponding to temperatureT = 2.5K we could estimate the
effective widths of the incompressible strips corresponding to the high-amplitude regime-
whigh

eff = 3.1µm and to the low-amplitude regime-wlow
eff = 1.8µm. A single linear fit for

either high-voltage or low-voltage data does lead an average effective widthwaverage
eff =

1.9µm. Going further and check the data corresponding to temperatureT = 3.3K we
could estimate the effective widths of the incompressible strips corresponding to the high-
amplitude regime-whigh

eff = 2.2µm and to the low-amplitude regime-wlow
eff = 1.9µm. As we

see now, the slopes corresponding to both voltage regimes almost coincide which leads in
turn to almost equal effective width of the incompressible strips. Thus, the linear fit for
all data points, either high-voltage or low-voltage regimes, leads to an average effective
width waverage

eff = 1.85µm. The determined effective widthsweff(A) corresponding to
the two amplitude regimes show an unexpected behaviorwhigh

eff (Ahigh) > wlow
eff (Alow).

By increasing the applied voltage, due to the Joule heating, the width of incompressible
strips would start to decrease [25, 71]. Thus, we would have expected a shorter effective
width corresponding to the high-amplitude regime and larger effective width for the low-
amplitude regimewhigh

eff (Ahigh) < wlow
eff (Alow). But so far we have no clear answer why

we got such results and still remains an open question. What is important to emphasize
here is the fact that the effective width of the incompressible stripsweff is much smaller
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Figure 5.10: Logarithm of the response timelnτexc as a function of the square of the inverse of the
applied pulse-amplitude1/A2 (see eq.5.12) from which we could estimate the effective widths
of the incompressible regions in the high-mobility sample#3 : µel = 1.6 × 106cm2V−1s−1 for
two temperaturesT = 2.5K− 3.3K. (a)-(b) show two possible linear fits for data extracted from
measurements done atT = 2.5K; (c)-(d) show two possible linear fits for data extracted from
measurements done atT = 3.3K. Thus, for the data shown in (a) and (c), a fit according to eq.
5.12appears not appropriate.

than the geometrical factorG(r1, r2) of the QH device with Corbino geometry (1.8µm ≤
weff ≤ 3.1µm andG(r1, r2) ≈ 40µm. This result agrees with a previous estimation of the
effective width of the incompressible strips [40] determined from the experimental data
presented in [33].



5.3 Pulse-induced breakdown of the quantum Hall effect (QHE) 73

0.4 0.5 0.6 0.7 0.8 0.9 1.0
4

8

12

16

20

24

 

 

 #3
 #2

ex
c (

ns
)

|A | (V)

Figure 5.11: Mobility dependence of the excitation timeτexc(A) determined for medium-mobility
#2 : µel = 0.8 × 106cm2V−1s−1 and high-mobility samples#3 : µel = 1.6 × 106cm2V−1s−1

at filling factorν = 2 and temperatureT = 3.3K.

5.3.2 Mobility dependence of the excitation time

The real-time measurements of electrical excitation of QH devices with Corbino geome-
try were performed on samples with different electron densitiesns and electron mobilities
µel (see Table5.1). The reason was to check the mobility dependence of the excitation
time. Figure5.11 shows the mobility dependence of the excitation time with respect
to the applied voltage: the lower the electron mobility is, the shorter is the excitation
times at constant applied pulse amplitude. The excitation time, corresponding to the
medium-mobility sample#2 increases linearly with decreasing applied voltage as the
high-mobility #3. However, it is believed that in high-mobility samples other mecha-
nisms, dominated by high-nonlinear potential distribution are present. This nonlinear po-
tential distribution may cause an inhomogeneous distribution of the current flow [77–81].
In the medium- and low-mobility samples (µel < 1.0× 106cm2V−1s−1) with short-range
potential fluctuations (far smaller than the sample width but larger than the magnetic
length) may cause a homogeneous distribution of the current flow [27,32,82].
To understand the mobility dependence of the excitation times, we have to keep in mind
one important intrinsic property of the sample: the electron mobility is determined by
the density of scatterers (impurities, dislocations). Samples with low mobility have more
scattering centers responsible for the onset of the breakdown of the QHE. This means
that, on the basis of the quasi-classical drift model that higher density of scattering cen-
ters (corresponding to lower mobility samples) leads to shorter average drift lengths of
the electrons between the scattering events and starts the breakdown of the QHE at lower
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pulse amplitudes. According to eq.5.8 shorter average drift lengths at constant pulse
amplitudes and constant magnetic fields leads to shorter excitation times (see Fig.5.11).
The lower the mobility is the closer is the excitation time to the linearityτexc ∝ 1/A (see
Fig. 5.13). From eq.5.9, one would expect that the drift length`D would increase linearly
with decreasing the drift velocity or the pulse amplitude. Figure5.12shows the mobil-
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Figure 5.12: Estimated drift lengths̀D as a function of the applied pulse amplitude|A| deter-
mined for medium-mobility#2 : µel = 0.8 × 106cm2V−1s−1 and high-mobility#3 : µel =
1.6× 106cm2V−1s−1 samples at fixed filling factorν = 2 and temperatureT = 2.5K.

ity dependence of the estimated drift lengths`D of the electrons for two samples with
medium- and high-electron mobilities at filling factorν = 2 and temperatureT = 2.5K.
The drift lengths are estimated by inserting in eq.5.8 the experimental values of the
pulse amplitudeA, the corresponding excitation timesτexc, the magnetic fieldB corre-
sponding toν = 2 and the geometry factorG(r1, r2). Our estimation shows that for the
high-mobility sample#3 (µel = 1.6× 106cm2V−1s−1) the expected linearity of the drift
length with the amplitude is not achieved. This nonlinear behavior is not observed for the
medium-mobility sample#2 (µel = 0.8× 106cm2V−1s−1), see Fig.5.12; the drift length
increases, more or less monotonously, with decreasing pulse amplitude.
Higher density of scattering centers, on the basis of the two-level model, determines
smaller effective Landau gap between two adjacent LL’s. Smaller effective Landau gap
induces a higher tunneling rate (see eq.5.11) of the electrons between the highest filled
LL, under the FL, and the lowest empty LL, above the Fermi level. A higher tunneling
rate would lead to a shorter excitation time. Figure5.14presents data for all three sam-
ples for different filling factors, aroundν = 2, at the temperatureT = 2.5K and fixed
applied pulse amplitude|A| = 0.4V. It shows the general trend: the lower the elec-
tron mobility is, the shorter is the excitation time at constant applied pulse amplitude,
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Figure 5.13: Excitation timeτexc(1/A) determined for the medium-mobility#2 : µel = 0.8 ×
106cm2V−1s−1 and high-mobility samples#3 : µel = 1.6 × 106cm2V−1s−1 at filling factor
ν = 2 and temperatureT = 3.3K, shows a linearity of the excitation time (τexc ∝ 1/A) for both
the medium- and high-mobility samples (#2 and#3.

typical for all our investigated samples (see Table5.1). The right scale of the excita-
tion time of Fig.5.14corresponds to the medium-mobility#2 and the high-mobility#3
samples. The large difference between the scales corresponding to the low-mobility sam-
ple #1, on one hand, and the medium-#2 and high-mobility#3 samples, on the other
hand, might be explained by the large scale of magnitudes between the low-mobility
#1 : µel = 0.1 × 106cm2V−1s−1, the medium-#2 : µel = 0.8× 106cm2V−1s−1 and the
high-mobility#3 : µel = 1.6× 106cm2V−1s−1 samples.

5.3.3 Magnetic field dependence of the excitation time

If the magnetic field is varied from its position at the middle of the second QH plateau
(ν = 2) to higher or to lower values, the breakdown of the QHE occurs in shorter times for
a constant applied pulse amplitude (see Figs.5.14, 5.15and5.16). The higher the devia-
tion ∆ν from the integer filling factorν = 2 the earlier the breakdown of the QHE occurs
(corresponding to smaller breakdown voltages, see Fig.5.15). Figure5.16 shows also
the magnetic field dependence of the excitation time at fixed temperatureT = 3.3K for
two applied pulse amplitudes|A| = 0.5V − 0.8V. The smaller scale6ns ≤ τexc ≤ 12ns
corresponds to|A| = 0.8V (red-dash curve) while the larger scale14ns ≤ τexc ≤ 19ns
corresponds to|A| = 0.5V (green-dash dot curve). Since higher applied pulse amplitudes
leads to stronger tilting of the LL’s, according to the two-level model, the tilting reduces
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Figure 5.14: Mobility and magnetic field dependence of the excitation timeτexc(ν) deter-
mined for low-mobility #1 : µel = 0.1 × 106cm2V−1s−1, medium-mobility#2 : µel =
0.8 × 106cm2V−1s−1 and high-mobility samples#3 : µel = 1.6 × 106cm2V−1s−1 at fixed
pulse amplitude|A| = 0.4V, temperatureT = 2.5K for various values of the magnetic field
around filling factorν = 2. The scale ofτexc for sample#1 is on the left side of theτexc(ν) axis
while the scale ofτexc corresponding to the samples#2 and#3 is on the right side of theτexc(ν)
axis.
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Figure 5.15: Magnetic field dependence of the excitation timeτexc(B) determined for medium-
mobility sample#2 : µel = 0.8 × 106cm2V−1s−1 at fixed pulse amplitude|A| = 0.8V and
temperatureT = 2.5K.
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Figure 5.16: Magnetic field dependence of the excitation timeτexc(B) determined for high-
mobility sample#3 : µel = 1.6 × 106cm2V−1s−1 for two pulse amplitudes|A| = 0.5V (green-
dash dot curve) and|A| = 0.8V (red-dash curve) at fixed temperatureT = 3.3K.

the average spatial separation∆y (see eq.5.10), increases the tunneling rate (see eq.5.11)
and consequently reduce the tunneling (excitation) timesτexc (see eq.5.12). Moreover,
the higher the applied pulse amplitudeA is the shorter is the excitation timeτexc (see more
arguments given in the subsection - Amplitude dependence of the excitation time). Thus,
the excitation timesτexc around filling factorν = 2 corresponding to|A| = 0.8V are
shorter than the corresponding excitation times (same magnetic fieldB) corresponding to
|A| = 0.5V.
The quasi-classical drift model cannot help very much the understanding of the magnetic
field dependence since according to eq.5.8, at constant drift length and constant applied
pulse amplitude, the excitation time is proportional to the magnetic field (τexc ∝ B). In
other words, the lower the magnetic field is the shorter is the excitation time. But this is
not completely true since this theory says nothing about the dependence of the excitation
time onB around the integer filling factorν. The measurements show the dependence:
the higher the deviation∆ν ∝ ∆B from the integer filling factorν = 2 is the earlier the
breakdown of the QHE occurs.
The two-Landau levels model predicts that the average spatial separation∆y (see eq.5.10
increases with increasing the magnetic field, at constant applied pulse amplitude. Thus,
the tunneling rate decreases with increasing magnetic field which means longer tunneling
(excitation) times. However, the two-level model says nothing about the dependence of
the excitation time onB around the integer filling factorν.
Ref. [25] describes a quasi-local transport model which could explain nicely the observed
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magnetic field dependence of the excitation time. The data are interpreted on the basis of
incompressible stripswhich are expected to develop in an inhomogeneous 2DES as a con-
sequence of its strongly nonlinear low-temperature screening properties [59] in a strong
perpendicular magnetic field. The screening effects create quasi-metalliccompressible
regions3 and insulator-likeincompressiblestrips4 which separate adjacent compressible
islands. The proposed quasi-local transport model allows to calculate, on one hand, the
potential and current distribution in 2DES under the conditions of the QHE and, on the
other hand, the longitudinal and the Hall resistances in the plateau regimes of the QHE
and in between. The model proves that the exactly quantized plateaus result from the ex-
istence of the incompressible strips. For the incompressible strips, locallyσxx = 0 holds.
The Hall potential drops only across the incompressible strips while the filling factor in
the center of the sample was slightly larger than an integer [79,83].
At sufficiently large magnetic fields (local filling factorν(x) < 2) the 2DES is completely
compressible. At lower magnetic fields (ν ≈ 2) the center of the sample becomes incom-
pressible with local filling factorν(x) = 2, while the local filling factorν(x) gradually
increases (the magnetic fieldB decreases) outside the incompressible center and falls off
to zero at the edges. By applying this model we could explain the magnetic field depen-
dence of the excitation timeτexc(B). The reduction of the excitation time is a result of the
reduction of the width of the incompressible strips with decreasing magnetic field near
the integer filling factorν = 2. When the magnetic field reaches the value corresponding
to the integer filling factor the width of the incompressible strips reaches its maximum
value [25]. The magnetic field dependence around filling factorν = 2 of the voltage
characteristics of the QHE breakdown follow the same trend as the excitation time (see
Fig. 5.15): the critical breakdown voltageV crit

SD reaches its maximum value at the integer
filling factor ν = 2 [38]. The asymmetry of the excitation timeτexc(B) (shorter at lower
magnetic fieldsB(ν > 2) and higher at higher magnetic fieldsB(ν < 2) with respect
to the largestτexc(B) determined atB(ν = 2)) can be attributed to the variation of the
width of the incompressible strips. By coming from higher magnetic fieldsB(ν < 2)
the width of the incompressible strips increases to a maximum value corresponding to
B(ν = 2). By decreasing further the magnetic fieldB(ν > 2) the width of the in-
compressible strips decreases faster in comparison to the width corresponding to higher
magnetic fieldsB(ν < 2) (see Figs.5.14, 5.15and5.16).

5.3.4 Temperature dependence of the excitation time

At low temperatures (T ≤ 4K, kBT << EF), phonons are frozen out and therefore the
electron-phonon scattering is assumed not important. The elastic electron-impurity scat-
tering mechanism is assumed to be more effective. This means that the occupied initial

3In a compressible strip a partially filled LL is pinned to the Fermi energy, so that at zero temperature
the total potential within the strip is flat, while the density varies smoothly.

4In a incompressible strip the FL is between adjacent LL’s, the potential varies by the amount of a
cyclotron energy, while the density is constant.
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and the empty final states of the electron-impurity scattering processes must have the
same or very close energy, which is possible only if both are in the immediate vicinity of
the Fermi levelEF.
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Figure 5.17: Temperature dependence of the SdH-oscillations for high-mobility sampleµel =
1.6× 106cm2V−1s−1, r1 = 250µm, r2 = 750µm) for three lattice temperatures at fixed applied
source-drain voltageVSD = 0.02V.

The pulse-induced breakdown experiments were performed at different lattice tempera-
tures ofT = 4.1K, T = 3.3K, T = 2.5K andT = 1.7K. The ambient temperature was
varied in the variable temperature insert (VTI) by varying the pumping rate of the VTI.
The effect of the elevated temperatures is the shrinking of the QH plateau. If the lattice
temperature exceeds a critical value,T > Tc, the breakdown of the QHE is achieved
and the QHE vanishes (see Fig.5.17). Thus, the longitudinal conductivityσxx increases
rapidly, by orders of magnitude, from a vanishingσxx = 0 to a nonvanishingσxx > 0.
A similar effect can be obtained by varying the applied source-drain voltageVSD which
cause a variance of the corresponding Joule heating. The higher the source-drain voltage
applied the higher is the Joule heating. By increasing the Joule heating the local electron
temperature increases and leads to a shrinking of the QH plateau (see Fig.5.18). If the ap-
plied source-drain voltage exceeds the critical source-drain voltage value (VSD>V crit

SD ) [38]
then a sudden increase of the longitudinal conductivityσxx = 0 by orders of magnitude
to σxx > 0 occurs. Above the critical source-drain voltage value, an onset of dissipation
at the inner contact occurs which is propagated fast to the outer contact and a current
between contacts is established. As a conclusion, by increasing either the temperature or
voltage, which in turn increases the temperature, over a critical value of the temperature
Tcrit or the applied source-drain voltageV crit

SD the QH plateau shrinks to zero.
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Figure 5.18: Voltage dependence of the SdH-oscillations for medium-mobility sample#2 : ns =
1.7× 1011cm−2, µel = 0.8× 106cm2V−1s−1 for four applied source-drain voltagesVSD at fixed
lattice temperatureT = 1.7K.
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Figure 5.19: Temperature dependence of the excitation timeτexc as a function of the applied
pulse amplitudeA at a fixed magnetic fieldB(ν = 2) = 4.43T for medium-mobility sample
#2 : µel = 0.8× 106cm2V−1s−1.
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Figure 5.20: Excitation timeτexc determined for four temperatures, as a function of the magnetic
field around the filling factorν = 2 and fixed applied pulse amplitude|A| = 0.4V for low-
mobility sample#1 : µel = 0.1 × 106cm2V−1s−1. The inset shows that the maxima ofτexc at
ν = 2 decreases with increasing temperatureT .

Figure5.19shows the temperature dependence of the excitation timesτexc(|A|) for dif-
ferent applied pulse amplitudesA. The higher the pulse amplitudes applied the shorter
are the excitation times, at constant temperature. For different temperatures but at con-
stant applied pulse amplitudes, the corresponding excitation times slightly differ. Since
the data corresponding to lattice temperaturesT = 2.5K− 3.3K slightly differ, we could
conclude that there is no significant temperature dependence of the scattering process
in this temperature range, as we expected (electron-phonon scattering is obviously not
dominant, see also Fig.5.6). Slight differences between the curves corresponding to tem-
peraturesT = 2.5K − 3.3K (see Fig. 5.19) on one hand and the curve corresponding
to T = 1.7K on the other hand may come from different cooling cycles. In different
cooling cycles different values of the excitation timeτexc are found (but of the same order
of magnitude), even under the same experimental conditions. A possible reason would be
that different “landscapes” of the potential fluctuations are “built up” (frozen), leading to
different times. However, we should also add that the presence of phonons is inevitable to
mediate inelastic electron transitions between LL’s across the Corbino disc. An electron,
changing its position∆y, has to change its momentump = ~k due to the change∆y of
the cyclotron-orbit position∆k = ∆y/`2

B [84].
Figure5.20shows the temperature dependence of the excitation timeτexc with varying
the magnetic fields at fixed applied pulse amplitude. We notice that the excitation time
τexc decreases with increasing temperature (but not very much, within≈ 1ns), reaching a
maximum value at the integer filling factorν = 2 in the middle of the plateau (see insert
of Fig. 5.20). The quasi-classical drift model could not give a direct relation between the
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drift length or drift (excitation) time with the temperature. The two-Landau levels model
could in principle explain shorter excitation times with higher lattice temperatures. By
increasing the lattice temperature the electrons elevate in their energies bykBT . Due to
the tilting of the LL’s under the electric field and provided that the thermal energykBT is
large enough, the electrons could tunnel between two adjacent LL’s. The tunneling rate
would increase with increasing the temperature and therefore the tunneling (excitation)
time would be inversely proportional to the temperature. But this model would fail to
explain the magnetic dependence of the excitation times, for constant applied pulse am-
plitude, also observed for different temperature. And again we call the quasi-local trans-
port model described in Ref. [25] and also discussed in the previous subsection-Magnetic
field dependence of the excitation time. In the absence of collision broadening, the in-
compressible strips have a finite width at zero temperature [71]. But at finite, increasing
temperatures, the width shrinks (while the filling factor remains exactly constant within
the remaining strip) until to a sufficiently high temperature (kBT/~ωc = 0.06, accord-
ing to [71]) where the width of the incompressible strip collapses to zero. Moreover, the
existence of the incompressible strips is also related to the existence of the gap between
two adjacent broadened LL’s, provided that the temperature is low enough. From the
study [25], it is concluded that the width of the QH plateau, consequently the width of
the incompressible strips, increases monotonically with decreasing temperature and has
apparently a finite width forT → 0. This means that the lower the temperatures are the
wider the incompressible strips are. Thus, the traveling (excitation) times increases with
increasing the width of the incompressible strips which corresponds to a reduction of the
temperature.

5.4 Conclusions

To conclude, we have investigated the time scale of the excitation of the electrons in the
2DES of GaAs/AlGaAs heterostructures with Corbino geometry in the breakdown of the
QHE regime. The real-time measurements of the electrical excitation were performed by
applying to the QH devices with Corbino geometry rectangular electrical pulses of two
different pulse widths (tp = 90ns andtp = 180ns), constant pulse periodTp = 300ns,
while the pulse amplitude is changed0.4V ≤ A ≤ 1V at fixed magnetic fieldB (fill-
ing factors aroundν = 2). The investigated QH devices with Corbino geometry have
electron densities differing in a narrow range (1.9 × 1011cm−2 ≤ ns ≤ 2.7× 1011cm−2)
and different carrier mobilities (0.1 × 106cm2/Vs ≤ µel ≤ 1.6× 106cm2/Vs, see Ta-
ble 5.1). Further, the investigations were performed at different lattice temperatures
(1.7K ≤ T ≤ 4.1K).
The time scale of excitation (3ns ≤ τexc ≤ 30ns) determined with our real-time measure-
ments of the electrical excitation agrees with an estimation given in a previous work [28]
and agrees well with the results of the previous time-integrating measurements of the
electrical excitation [35,36,44].
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The breakdown of the QHE starts only after a certain excitation time3ns ≤ τexc ≤
30ns, τexc << tp, depending on the applied pulse amplitudeA, on the carrier mobilityµel

of the sample and on the strength of the perpendicular applied magnetic fieldB (filling
factors aroundν = 2). Due to the possibility to investigate the single pulses of the sam-
ple response our method gives a better insight into the electronic properties. Moreover,
we try to explain our results, the dependence of the excitation time on the applied pulse
amplitude, the electron mobility, the magnetic field and the temperature, on the basis of a
quasi-classical drift model, a two-Landau levels model and a quasi-local transport model.
The quasi-classical drift model could explain the inverse proportionality of the excitation
time with respect to the applied amplitude. Even if the measurements showed that the ex-
citation time increases with decreasing pulse amplitude, however, this proportionality was
not linear, at least not for the studied high-mobility sample (µel = 1.6× 106cm2V−1s−1).
An estimation of the mean free path lengths and of the scattering times (according to
the quasi-classical drift model) leads to mean free paths of0.9µm ≤ `mfp ≤ 12µm in-
stead of7µm ≤ `D ≤ 70µm (determined with our measurements) and scattering times
of 3.8ps ≤ τDrude ≤ 60ps instead of the measured3ns ≤ τexc ≤ 30ns. But the quasi-
classical drift model does not take into account the quantum effects at high magnetic fields
due to the Landau quantization. Therefore we employed a two-Landau levels model that
shows that the excitation time is inversely proportional to the square of the applied pulse
amplitude. The higher the pulse amplitude is applied the shorter is the tunneling (excita-
tion) time. This happens due to the increasing tilting of LL’s with the pulse amplitude and
therefore increases the probability of electrons to tunnel between adjacent LL’s.
The mobility dependence is studied with the help of the quasi-classical drift model and
the two-Landau levels model. The quasi-classical drift model shows that the lower the
mobility of the electrons the shorter is the drifting time between scattering events, due to
the higher density of scatterers which imply the reduction of the drifting time. The two-
Landau levels model describes the mobility dependence by the higher density of scatterers
that increases electric field of the potential fluctuations. These electric fields reduce the
average spatial separation between adjacent LL’s and therefore increase the probability
of tunneling electrons between adjacent LL’s. A lower electron mobility induces a higher
collision broadening that decreases the effective gap between LL’s and therefore decreases
the energy necessary for the electrons to tunnel between LL’s.
However, the magnetic field dependence could not be satisfactory described by both the
quasi-classical drift model and the two-Landau levels model. The quasi-classical drift
model predicts that at constant drift length and applied pulse amplitude, the excitation
time is proportional to the magnetic field (τexc ∝ B). In other words, the lower the mag-
netic field is the shorter is the excitation time. In principle we also observe an average
reduction of the excitation times when reducing the magnetic fields, but this theory could
not explain the dependence of the excitation time onB around the integer filling factor
ν. On the other hand, the two-Landau levels model shows that the average spatial sep-
aration∆y (see eq.5.10) increases with increasing magnetic field, at constant applied
pulse amplitude. Thus, the tunneling rate decreases with increasing magnetic field which
means longer tunneling (excitation) times. The measurements show that the higher the
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deviation∆ν ∝ ∆B from the integer filling factorν = 2 the earlier the breakdown
of the QHE occurs. A good understanding of the measurements is given instead by the
quasi-local transport model described by Ref. [25]. The model proves that the exactly
quantized plateaus result from the existence of the incompressible strips (locallyσxx = 0
holds). The reduction of the excitation time is a result of the reduction of the width of the
incompressible strips with decreasing magnetic field near the integer filling factorν = 2.
When the magnetic field reaches the value corresponding to the integer filling factor the
width of the incompressible strips reaches its maximum value [25]. The asymmetry of the
excitation timeτexc(B) (shorter at lower magnetic fieldsB(ν > 2) and higher at higher
magnetic fieldsB(ν < 2) with respect to the largestτexc(B) determined atB(ν = 2))
can be attributed to the variation of the width of the incompressible strips. By coming
from higher magnetic fieldsB(ν < 2) the width of the incompressible strips increases to
a maximum value corresponding toB(ν = 2). By decreasing further the magnetic field
B(ν > 2) the width of the incompressible strips decreases faster in comparison to the
width corresponding to higher magnetic fieldsB(ν < 2).
Due to the low temperatures (T ≤ 4.1K), used during our real-time measurements, the
electron-phonon (inelastic) scattering mechanism is assumed not very important and the
electron-impurity (elastic) scattering mechanism is more effective. Therefore we could
not see a strong temperature dependence of the excitation times. However, a slight in-
crease of the excitation times with decreasing temperature is observed. This can be un-
derstood by the reduction of the width of the incompressible strips with increasing tem-
perature which leads to shorter traveling (excitation) times.



Chapter 6

Real-time measurements of the optical
excitation and relaxation of quantum
Hall samples with Corbino geometry

In this chapter, on one hand the real-time measurements of the optical excitation and re-
laxation of QH devices with Corbino geometry are presented. On the other hand, photore-
sponse measurements are presented and an electron heating picture has been experimen-
tally investigated to explain the occurrence of the double-peak bolometric contribution of
the photoresponse. The motivation of the real-time measurements of the optical excitation
and relaxation was coming from previous space-resolved measurements of the electrical
excitation and relaxation [31, 33, 37], the time-integrating measurements of the electrical
excitation and relaxation [35,36,44] and the real-time measurements of the electrical ex-
citation [73, 74]. The conclusions of the space-resolved measurements of excitation and
relaxation [31,33,37] were that the electrons, excited by an array of parallel narrow wires,
relax back to the lattice temperature and return to the QH state only after a characteristic
drift length`D. This characteristic relaxation length`D increases with the mobility of the
sample and it is comparable to the mean free path`mfp. From the determined values of the
relaxation length̀D and the drift velocityvD = EH/B, the relaxation timeτrel = `D/vD

is determined in the range of a few nanoseconds (0.26ns ≤ τrel ≤ 2.6ns for carrier mobili-
ties of4×104cm−2V−1s−1 ≤ µ ≤ 5.3× 105cm−2V−1s−1). However, this was an indirect
method to estimate the relaxation times and therefore a direct determination of the relax-
ation times was desirable. A direct method to determine the time scales was provided by
the time-integrating measurements of excitation and relaxation [35, 36, 44]. These mea-
surements were supplementing the previous space-resolved relaxation measurements in
the time-domain by considering the use of the supercritical electrical pulses (pulse am-
plitude above the critical source-drain voltage,A > VSD) to excite the electrons. It was
concluded thatτexc ≤ τrel, but by decreasing the pulse width to aroundτexc = 1ns the
system relaxes in a time which approaches the limitτexc = τrel. A step forward was the
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performance of real-time measurements of the electrical excitation [73, 74] which could
investigate the individual pulse shape of the sample response. The conclusions were that
the excitation timesτexc of the electron system are of the order of nanoseconds and depend
on the pulse amplitude, carrier mobility of the sample and on the magnetic field. Since
from the previous time-integrating measurements of excitation and relaxation [35,36,44]
it had not been possible to monitor the individual pulse shape of the sample response in
the real-time domain, we performed real-time measurements of the optical excitation and
relaxation of the QH devices with Corbino geometry.

6.1 Optical excitation source (p-Ge laser system)

The real-time measurements of the optical excitation and relaxation of QH devices with
Corbino geometry are, to some extent, comparable to the real-time measurements of the
electrical excitation of QH devices with Corbino geometry [73,74]. The main and the im-
portant difference to these measurements is the excitation source. While for the real-time
measurements of the electrical excitation the supercritical electrical pulses, provided by a
electrical pulse generator, represent the excitation source, for the real-time measurements
of the optical excitation and relaxation the excitation is generated by an optical excitation
source, thep-Ge laser system (see Fig.6.1). Thep-Ge laser system, described by various
theoretical [85, 86] and experimental studies [87–92], operates applying crossed electric
and magnetic fields.
The advantages of using thep-Ge laser system as the excitation source are:

• compactness: enables the use of the laser mounted into a sample holder and inserted
in a cryostat together with the QH device with Corbino geometry;

• tunability: the possibility to tune the emission frequency continuously in a cer-
tain frequency range. Ourp-Ge laser crystal is tunable in the frequency range of
1.7THz ≤ flaser ≤ 2.5THz which corresponds to a wavelength range of180µm ≥
λlaser ≥ 120µm. The wavelength range is determined by the impurity concentration
(p ≈ 1013cm−3) [90,92];

However, thep-Ge laser system has also some disadvantages, which are not critical as
long as it is used for scientific purposes:

• high voltages and currents: the laser is operated by means of electrical pumping
with pulses of peak voltages of0.6kV−2kV at high currents of20A−35A through
thep-Ge crystal. Because of the use of high currents and to avoid overheating, the
laser emits about one pulse per secondf = 1Hz with a duration adjustable by
the electrical pumping source of0.3µs ≤ tlaser

p ≤ 50µs. The decay time of the
laser pulsetfall

laser ≤ 20ns (measured with ap-Ge detector) is mainly determined by



6.1 Optical excitation source (p-Ge laser system) 87

Figure 6.1: A view of thep-Ge laser crystal besides a coin of 1 Eurocent. TheAl-electrodes are
located at the two parallel sides to apply the electric field.

the switch-off flank of the high power FET (field effect transistor)-based electrical
pumping source;

• cryogenic conditions: the use of liquidHe is necessary for two reasons: the mag-
netic field required for the laser is produced by superconducting magnet coils and
the high input power, necessary to establish an inversion population, heats the active
medium and destroys the inversion population.

As a consequence, there is alimited commercial usabilityof suchp-Ge laser systems.

The pumping mechanisms which determine the inversion population in lasers based
on p-Ge crystals are described by three different transitions between the LL’s:light hole-
heavy hole transitions[93,94] (emits light inTHz range of the electromagnetic spectrum),
light hole cyclotron resonance transitions(emits light inTHz range of the electromag-
netic spectrum) [87,88,92,94] andheavy hole cyclotron resonance transitions(emits light
in microwave (MW) range of the electromagnetic spectrum) [95,96].
Since ourp-Ge laser crystal produces light due to the light hole cyclotron resonance tran-
sitions between the corresponding LL’s, in the next passage I describe a possible mech-
anism underlying the operation of the light hole cyclotron resonance laser. Stimulated
emission is only possible in a certain window of the~E× ~B in which the light holes are in
accumulation and the heavy holes are in streaming motion. The application of the electric
field ~E to thep-Ge crystal generates a movement of the free carriers (light and heavy
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holes). The application of the magnetic field determines the quantization of the state of
holes into LL’s. In the streaming motion, due to the electric field, the heavy holes are
accelerated collisionless to the optical phonon edge where they emit an optical phonon
and are scattered back to the origin of the momentum space|~k| = 0. There is a finite
probability that the heavy holes are scattered into the LL’s of the light holes. The light
holes, due to the crossed electric and magnetic fields~E × ~B, make cyclotron orbits of
radius| − E/B| in the momentum~k-space. A further increase of the electric field would
alter the populations of the LL’s, by moving on one orbit with larger radius. Carriers in-
side the circle|~k| = |~kop| are influenced only by acoustic phonons and impurity scattering
but not disturbed by optical phonons. This area of this circle is called theaccumulation
area(passive region). The carriers outside the accumulation area are scattered to|~k| = 0.
Thus, the population of one LL with the orbit passing through or nearby the origin|~k| = 0
of the velocity space is increased (see the LL labeledn = 3 in Fig. 6.2). Since the pop-
ulation of lower LL’s (n = 0, 1, 2) are not increased by optical phonons scattering, an
inversion population can occur between the LL (n = 3), with the orbit through the origin
|~k| = 0, and the lower LL’s (n = 0, 1, 2) [89,97].
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Figure 6.2: Scheme of thep-Ge laser (left). A schematic view (the LL’s of light holes inGeare
approximated by circles in the~k-space) of the function principle of thep-Ge laser crystal (right).
Cyclotron orbits of the first 4 Landau levels in momentum space~k in crossed electric and magnetic
fields ~E × ~B. The dashed circle corresponds to the critical momentum~kop where optical phonon
emission occurs.

6.2 Experimental setup

The QH devices used for our real-time measurements of the optical excitation and re-
laxation were fabricated from three differentGaAs/AlGaAswafers#4, #5 and#6 with
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electron densities in the range of2 × 1011 cm−2 ≤ ns ≤ 2.7× 1011 cm−2 and electron
mobilities in the range of0.1 × 106 cm2V−1s−1 ≤ µel ≤ 1.6× 106 cm2V−1s−1 (see Ta-
ble 6.1). All devices investigated in this study were patterned as devices with Corbino
geometry ofr1 = 500µm, r2 = 1500µm the inner and outer radii of the QH device with
Corbino geometry and large large photoactive areaAph ≈ 6.3mm2.

Table 6.1: Electron densityns and carrier mobilityµel of the wafers from which the QH devices
with Corbino geometry were obtained (parameters were determined from transport measurements
at1.7K).

Wafers ns (cm−2) µel (cm
2V−1s−1) r1 (µm) r2 (µm)

#4 2.7× 1011 0.1× 106 500 1500
#5 2.1× 1011 0.5× 106 500 1500
#6 2× 1011 1.6× 106 500 1500

The experimental setup of the real-time measurements of the optical excitation and relax-
ation is shown schematically in Figure6.3. A pulse generator produces rectangular elec-
trical pulsesVA(t) of the amplitude voltageAelec

p , with pulse widths of3ns ≤ telecp ≤ 640s
and pulse periods of10ns ≤ T elec

p ≤ 100s (with a rise time -0.5ns and a fall time -
1.5ns). This pulse generator sends the electrical pulses through a high frequency (HF)
coaxial cable, connected to a50Ω-resistor for impedance-matching and connected to the
sample in its immediate vicinity. The applied electrical pulse amplitudeAelec

p does not
exceed the critical value of theDC applied source-drain voltageV crit

SD (Aelec
p < V crit

SD ). At
the same time the QH device with Corbino geometry is subjected to theTHz radiation
emitted by thep-Ge laser crystal. TheTHz laser is operated by the high power FET-based
electrical pumping source with pulses of peak voltages of0.6kV ≤ Alaser

p ≤ 2kV at high
currents of20A ≤ Ilaser ≤ 35A through thep-Ge crystal. Due to the use of high currents
and to avoid overheating of the QH device, the laser emits about one pulse per second
f = 1Hz (T laser

p = 1s with the pulse width adjustable by the electrical pumping source of
0.3µs ≤ tlaser

p ≤ 50µs). The optical decay time of the laser pulsetfall
laser ≤ 20ns (measured

with a p-Ge detector) is determined by the switch-off flank of the high power FET-based
electrical pumping source. The characteristics of the outputTHz laser are a spectral width
of approximately0.2cm−1 and a laser power of approximately1W.
In order to perform real-time measurements of the optical excitation and relaxation we
need a synchronism between the electrical pulses and the optical pulses. Thus, the elec-
trical pulse generator is connected by aT-shape connector to the laser pulse generator.
The third output of theT-shape connector is connected to the digital oscilloscope and is
therefore able to see the individual pulses generated by these pulse generators (channel
1). By connecting also the optical pulse generator to the high power FET-based electrical
pumping source the synchronism is achieved (T elec

p = T laser
p = 1s). In order to apply

electrical pulses the electrical pulse generator is connected through anotherT-shape con-
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Figure 6.3: Sketch of the experimental setup for the optical excitation and relaxation measure-
ments of the breakdown of the QHE in the real-time domain.

nector to the digital oscilloscope (channel 1) and to the sample (source -S). The response
of the sample is obtained by connecting the sample (drain -D) to the digital oscilloscope
(channel 2) (see Fig.6.3).
Another50Ω resistor was attached in series with the sample (between the drain contactD
and the ground) in order to measure the currentIs passing through the sample and display
Is(t) on a digital oscilloscope (also impedance-matched by a50Ω resistor) that monitors
the individual response shapeIs(t) of the sample. The calculated time resolution of our
experimental setup istRC = 2.5ns (the series capacitance of ourHF cablesCs ≈ 100pF
and the circuit parallel resistorRp = 25Ω). When replacing the QH device with Corbino
geometry by a test resistor we determine the time resolution of abouttexp

RC = 2.7ns− 3ns,
in good agreement with the calculated valuetcalc

RC = 2.5ns.
The real-time measurements of optical excitation and relaxation have been performed at
different temperatures (T = 3K, 3.5K, 4.1K) and magnetic fieldsB up to 6T (applied
perpendicular to the 2DES). With our experimental setup we could not achieve lower
temperatures than3K due to the rather high consumption of the liquidHe in order to keep
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Figure 6.4: Shubnikov-de Haas oscillations of a QH device with Corbino geometry (sample#4)
taken at the applied source-drain voltageVSD = 0.1V and lattice temperatureT = 4K. The inset
shows the linear dependence of the minima of SdH oscillations corresponding on the integer filling
factorsν = 2, 4, 6, 8, 10 (Landau plot).

the sample, the big superconducting coils and at the same time the superconducting coils
of the p-Ge laser crystal cold. These measurements were done at constant laser pulse
amplitudeAlaser

p = 1.68kV and constant laser currentIlaser = 25A from which the photon
(laser) energy is determined:

Ephoton = ~ωlaser = ~ · eBL

m∗
L

, (6.1)

whereBL = Ilaser · 0.135T/A is the magnetic field induced by the currentIlaser (applied
to the superconducting coil of the laser),0.135T/A is the coil constant (characteristic for
our laser system) andmL = 0.046 ·me is the effective mass of the light holes in thep-Ge
laser crystal. By chosing the value of the laser currentIlaser = 25A we determine the
corresponding emitted photon energyEphoton = 8.5meV.

6.3 Characterization of the system (DC measurements)

We characterized our QH devices with Corbino geometry by SdH measurementsσxx(B)
to determine the electron densityns (see eq.5.2 and the inset of Fig.6.4), the carrier
mobility µel (see eq.5.3) and to check whether our sample develops QH states. The
SdH measurements are done by measuring the source-drain currentIs as a function of
the magnetic fieldB, for fixed DC values of the source-drain voltageVSD. Finally, we
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calculate the longitudinal conductivityσxx according to eq.5.1. A typical experimental
SdH trace is shown in Fig.6.4. By increasing the strength of the magnetic field, the
longitudinal conductivityσxx starts to decrease and begins to oscillate (so calledSdH-
oscillations). For certain ranges of magnetic fields these oscillations have deep minima
where the longitudinal conductivityσxx approaches zero. This is due to that the electron
system is in QH state around integer filling factorsν = i. Figure6.4 shows a magneto-
transport curve for the sample#4 (see Table6.1) with a well developed QH plateau at
the filling factorν = 2. The minima of the SdH oscillations, corresponding to the integer
filling factorsν = i, are periodic with respect of the inverse of magnetic field1/B (see
inset of the Fig.6.4, Landau plot). From this periodicity the electron densityns (see eq.
5.2) is determined.
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Figure 6.5: I − V curves of a QH device with Corbino geometry (sample#5) taken for up- and
down- sweep of the applied source-drain voltageVSD at magnetic fieldB(ν = 2) = 4.37T and
temperatureT = 1.7K. The inset shows severalI−V curves corresponding to different magnetic
fieldsB taken for sample#5 at a temperatureT = 4K.

In order to determine the electrical breakdown conditions for filling factorν = 2, the
condition for which the breakdown of the QHE occurs, several current-voltageI − V
traces at different magnetic fields (around the middle of the second plateauν = 2) are
taken. TheseI − V traces were taken in order to determine the corresponding criticalDC
source-drain voltagesV crit

SD for each magnetic field (or filling factor) within the range of
the QH plateau (see inset of Fig.6.5). At values of the magnetic field outside or in the
vicinity of the flanks of the QH plateau, theI−V curves show transitions from negative to
positive voltages without a well defined plateau around the voltageVSD = 0. By getting
closer to the integer filling factor, at the middle of the QH plateau, theI − V curves
develop anS-like shape. The closer the filling factor is to the integer values, the larger the
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plateau in theI−V curves becomes. The largest plateau in theI−V curves corresponds
to the integer filling factor (see inset of Fig.6.5).
Figure 6.5 shows theI − V curves at filling factorν = 2 with different critical DC
source-drain voltages corresponding to the up- and down- sweeps (V crit

SD = 5.04V for the
up-sweep andV crit

SD = 4.92V for the down-sweep). The existence of the hysteresis of the
current-voltage characteristics (different criticalDC source-drain voltages corresponding
to the up- and down- sweeps) near the breakdown of the QHE [26,98], could be explained
on the basis of thermal instabilities of the electron system by the electron heating model
[38, 39, 79, 99]. These thermal instabilities of the electron system come from the power
balance between the energy gainPgain = σxxE

2
r and the energy loss[ε(Tel)− ε(Tlat)]/τrel

rates. The gain energy represents the electrical energy fed to the system per time and area.
The loss energy describes the relaxation of the enhanced energyε(Tel) at the elevated
electron temperatureTel back to the energyε(Tlat) at the lattice temperatureTlat (for
detailed discussions see Refs. [38,39,99]).
The further real-time measurements of optical excitation and relaxation of the QH devices
with Corbino geometry were performed near the filling factorν = 2, since for higher
filling factors ν = 4 and ν = 6 the QHE was not well observable at a temperature
T = 4K (see Fig.6.4).

6.4 Laser pulse-induced breakdown of the QHE

In the real-time breakdown measurements (breakdown of the QHE induced by laser
pulses) on QH devices with Corbino geometry, we have investigated the excitation times
τexc and the relaxation timesτrel of the electron system as a function of the amplitude, the
magnetic field, the electron mobility and the temperature.
Strong disturbances appear after switching the laser on and off, due to the electric cou-
pling between the high-power laser supply cable and the detector cable (so called "cross
talking"). In order to keep the high-time resolution and consequently a low level of the
possible cross-talking between wires or electronics, the50Ω resistors of the impedance-
matched circuitry (see Fig.6.3) are shielded and the ends of theHF coaxial cables are
shielded and connected as close as possible to the sample and to the resistors. How-
ever, theHF cross-talking cannot be avoided completely but to diminish it we use refer-
ence measurements at|Aelec

p | = 0V and calculate the difference between the signals at
|Aelec

p | > 0V and|Aelec
p | = 0V (see Fig.6.6).

By applying electrical pulses of pulse widthtelecp and laser pulses of pulse widthtlaser
p

on the QH devices with Corbino geometry, we monitor the real-time sample response
(excitation and relaxation times) by measuring the source-drain currentIs, according to
eq. 5.4, through the serial50Ω resistor, as a function of time (see Fig.6.6). We fit an
exponential function (see eq.5.5) to the measured traceIs(t),

I(t) ∝ exp

(
− t

τ

)
. (6.2)
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From the slopes we determine the excitationτexc and the relaxation timesτrel of the order
of a few tens up to hundreds of nanoseconds, see figure caption6.6). The accuracy of this
fit function is at its best10−9s. Thus, the error bars of the determined excitation timesτexc

and relaxation timesτrel are in the range of±10% − ±17% of the estimated excitation
and relaxation times.
While the excitation timeτexc can be understood as the time required for the system to
evolve from a QH state to a dissipative state (QH breakdown), the relaxation timeτrel can
be understood as the time required for the system to relax from a dissipative state back to
the QH state. The spikes (see Fig.6.6) are assumed to be due to the cross-talking between
cables and electronics.
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Figure 6.6: Time evolution of the measured source-drain currentIs (solid-black curve), the ex-
ponential function (see eq.6.2, red- and green- solid curves) fitted to the experimental trace
Is(t). The QH device with Corbino geometry (sample#5) was subjected to electrical pulses
(pulse-widthstelecp = 3µs, applied pulse amplitudesAelec

p = 2.5V) and synchronized laser pulses
(pulse-widthstlaser

p = 1.5µs, applied pulse amplitudesAlaser
p = 1.67kV) at temperatureT = 4K

and magnetic fieldB = 4.3T. The determined excitation and relaxation times for this particular
example wereτexc = 122ns±10ns andτrel = 128ns±13ns. Figure (a) shows the sample response
without applied electrical pulse amplitudeAelec

p = 0V, figure (b) shows the sample response with
applied electrical pulse amplitude|Aelec

p | > 0V and figure (c) shows the sample response resulting
from the difference between the signals corresponding toAelec

p = 0V and|Aelec
p | > 0V.
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6.4.1 Amplitude and mobility dependences of the excitation and re-
laxation times

Before starting the excitation and relaxation measurements, we have determined theDC
breakdown conditions for the investigated QH devices with Corbino geometry (see Table
6.1) for filling factor ν = 2. The critical source-drain voltageV crit

SD varies with the elec-
tron mobility, magnetic field and temperature. The determinedDC breakdown value (at
filling factor ν = 2) for the high-mobility sample#6 wasV crit

SD = 2.3V while for the low-
and medium-mobility samples#4 and#5 (see Table6.1) the breakdown values were
V crit

SD = 4.2V−4.3V. By applying the electrical pulses, the laser pulses cause an optically
induced breakdown of the QHE and result in a sharp increase of the photoresponse (PR)1

during this process. While the laser is on, the PR stays constant. However, as soon as the
laser is switched off, the QHE is recovered and consequently the PR relaxes fast to zero,
characterized by a specific relaxation timeτrel. Thus, the sample responseIs(t) is mea-
sured through the50Ω resistor and displayed on the screen of the electronic oscilloscope
(see Fig.6.6).
The real-time measurements of the optical excitation and relaxation were performed by
applying electrical pulse amplitudes below theDC breakdown value of the source-drain
voltage (Aelec

p < V crit
SD ≈ 4.3V), at constant laser pulse amplitude and constant photon

(laser) energy. Only for the high-mobility sample#6 we exceeded theDC breakdown
value (Aelec

p > V crit
SD ≈ 2.3V). Aelec

p < V crit
SD means that by having the laser off there is no

electrical breakdown and the sample remains into the QH state. By operating the laser,
during the laser pulses, the electron system leaves the QH state and run into a dissipative
state. Thus, an optically induced breakdown of the QHE is achieved. When the laser is
switched off, the electron system relaxes back into the dissipationless QH state. The laser
pulse widths do not exceed the electrical pulse widths (tlaser

p ≤ telecp ). By increasing gradu-
ally the electrical pulse amplitude up to theDC breakdown value (Aelec

p < V crit
SD ≈ 4.3V),

at constant laser pulse amplitude and constant photon energy, the response of the QH de-
vice with Corbino geometry is measured, as seen in Fig.6.6. By applying the exponential
fitting function 6.2 we could determine the excitation and relaxation times for various
electrical pulse amplitudes, electron mobilities and various magnetic field values. The
determined excitation timesτexc decrease with increasing the electrical pulse amplitude
Aelec

p at constant photon energy. Thus, the system evolves quicker from a dissipationless
QH state into a dissipative state with increasing the electrical pulse amplitude. The de-
termined relaxation timesτrel increase with increasing the electrical pulse amplitudeAelec

p

at constant photon energy. Thus, the system relaxes slower from a dissipative state into
the dissipationless state with increasing the electrical pulse amplitude. Figure6.7 shows
the electrical pulse amplitude dependence of the excitation times and the relaxation times
for the QH sample with Corbino geometry#4 (see Table6.1), for electrical pulse widths
telecp = 2µs and laser pulse widthstlaser

p = 1.5µs (T = 4K andν = 2). Figure6.7shows

1The photoresponse (PR) is the difference between the measured sample responsesIs(t) with and with-
out laser illumination (PR ∝ ∆Is).
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Figure 6.7: Excitation timesτexc and relaxation timesτrel as a function of the applied electrical
pulse amplitudeAelec

p , determined for the low-mobility sample#4 : µel = 0.1× 106cm2V−1s−1.
The determined excitation timesτexc(A) and relaxation timesτrel correspond to measurements
performed for electrical pulse widthstelecp = 2µs and laser pulse widthstlaser

p = 1.5µs, atT = 4K
andB(ν = 2) = 5.66T.

shorter relaxation times than the excitation times for the corresponding values of the elec-
trical pulse amplitudes. These results are consistent with the thermodynamical arguments
given in the previous chapter concerning the two-Landau levels model and in Ref. [40].
However, we found thatτrel ≤ τexc holds for the low- and medium- mobility samples#4
and#5 andτrel ≥ τexc holds for the high-mobility sample#6. We find excitation and
relaxation times of the order of30ns − 170ns. The highest values ofτrel correspond to
the high-mobility sample#6. For the low- and medium- mobility samples#4 and#5
the relaxation times increase with increasing the electrical pulse amplitudesAelec

p below
theDC breakdown valueV crit

SD . Thus, we observe a definite mobility dependence of the
relaxation times: the lower mobility of the sample is the shorter relaxation times are (see
Fig. 6.8). Since for the high-mobility sample#6 the applied electrical pulse amplitudes
exceeded theDC breakdown value we could observe a dependence ofτrel on the applied
electrical pulse amplitudesAelec

p > V crit
SD . This pulse amplitude dependence could be a

proof that the determined excitation and relaxation times are due to intrinsic properties of
the electron systems and not due to the chosen experimental setup. For the high-mobility
sample#6 the relaxation time reaches a maximum (corresponding to an electrical pulse
amplitude slightly below theDC breakdown value of the pulse amplitudeV crit

SD ). By ex-
ceeding theDC breakdown value of the pulse amplitude, the relaxation times decrease
when increasing further the electrical pulse amplitude (see Fig.6.8). A similar behavior



6.4 Laser pulse-induced breakdown of the QHE 97

could not be observed for the low- and medium- mobility samples#4 and#5 since the
electrical pulse amplitudes did not exceeded theDC breakdown value of the pulse ampli-
tudeAelec

p < V crit
SD ≈ 4.3V. However, a previous work [100] reported a similar behavior

(maxima of relaxation times slightly below theDC breakdown value also for the low- and
medium- mobility samples).
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Figure 6.8: Relaxation timesτrel determined for different carrier mobilities (#4 : µel = 0.1 ×
106cm2V−1s−1, #5 : µel = 0.5 × 106cm2V−1s−1 and#6 : µel = 1.6 × 106cm2V−1s−1), as
a function of the applied electrical pulse amplitudesAelec

p at lattice temperatureT = 4K and at
filling factor ν = 2.

We can rise the question: “Why does the increase of the electrical pulse amplitude lead to
an increase of the relaxation time?”. A possible explanation based on a heating picture fol-
lows here. As mentioned already, after switching off the laser and still forAelec

p < V crit
SD ,

the PR decreases fastly and the electron system undergoes a transition from a dissipa-
tive state into a dissipationless QH state. This relaxation process is comparable to the
situation reported in Ref. [31, 33, 37] where space-resolved measurements of the electri-
cal excitation and relaxation are discussed. Like in these studies, a two-Landau levels
model is used. This version of the two-Landau levels model assumes that the longitu-
dinal conductivityσxx is proportional to the number of excited electronsN to the upper
LL (∆σxx ∝ N ) 2. The occupation of the upper LL decays by a characteristic timeτ0

but depends on the applied electrical pulse amplitudes due to the induced Joule heating
(≈ Aelec

p · Is). Thus, a higher applied electrical pulse amplitude prevents the electrons to
relax faster. This might explain the results shown in Fig.6.8for Aelec

p < V crit
SD for all three

investigated samples (see Table6.1). For the high-mobility sample#6, for Aelec
p > V crit

SD ,
the electron system is already in a dissipative state either with the laser on or off. Thus, the
electron system is not so sensitive as before for a further increase of the applied electrical

2SincePR ∝ ∆Is ∝ ∆σxx it means thatPR ∝ N .
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pulse amplitudes. The situation would correspond to a transition between two dissipative
states, which is faster with increasing the applied electrical pulse amplitudes (see Fig.6.8
for the high-mobility sample#6).
The change of population of the upper LLdN depends on the balance between the num-
ber of excited electronsdNgain and the number of relaxed electronsdNloss of the upper
LL,

dN = dNgain − dNloss , (6.3)

with:

dNgain =
∆E

~ωc

=
P · dt

~ωc

=
Aelec

p · Is · dt

~ωc

, (6.4)

where the gain energy∆E = P ·dt is used to elevatedNgain electrons over the Landau gap
~ωc in timedt. Due to different energy-loss processes [33,40], the density of electrons in
the upper LL decays in a characteristic time scaleτ0 (see6.5):

dNloss =
N

τ0

· dt . (6.5)

As mentioned before I assume that the longitudinal conductivityσxx (see eq. 5.1) is
proportional to the number of excited electronsN to the upper LL (∆σxx ∝ N, ∆σxx =
γN ). Thus the change of population of the upper LL is given by:

dN = dNgain − dNloss =
γ ·N · (Aelec

p )2 · dt

K · ~ωc

− N · dt

τ0

, (6.6)

whereK = (ln(r2/r1))/2π is a constant and the measured currentIs has been expressed
asIs = (σxx · Aelec

p )/K according to eq.5.1and inserted in eq.6.4. After some algebra
steps the number of excited electrons across the Landau gap is found,

N = N0 · exp

[
− t

τ0

·
(

1− γ · (Aelec
p )2 · τ0

K · ~ωc

)]
. (6.7)

Because the applied electrical pulse amplitude is increased and can reach the critical value
of the source-drain voltage (Aelec

p = V crit
SD ), the excited electrons reach a critical (satura-

tion) value (N = Ncrit) and at the breakdownN(t) = Ncrit must be a stationary solution
of eq.6.7after the saturation (the breakdown is complete):

dN

dt
= 0 = − 1

τ0

(
1− γ · (V crit

SD )2 · τ0

K · ~ωc

)
·N , (6.8)

from which we find (
1

V crit
SD

)2

=
γ · τ0

K · ~ωc

. (6.9)

By inserting eq.6.9into eq.6.7we determine the number of excited electronsN to upper
level and consequently the photoresponsePR ∝ N as a function of the source-drain
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voltageVSD and the critical value of theDC breakdown voltageV crit
SD ,

PR ∝ N = N0 · exp



−

t

τ0

·

1−

(
Aelec

p

V crit
SD

)2





 . (6.10)

With the observation∆Is ∝ PR ∝ N and by comparing eq.6.10with eq. 6.2 we can
determine the decay (relaxation) time function,

τ =
τ0

1−
(

Aelec
p

V crit
SD

)2 . (6.11)

The decay (relaxation) functionτ(Aelec
p ) approachesτ0 at Aelec

p = 0 and increases for
Aelec

p < V crit
SD , as shown in Fig.6.8. However, the decay functionτ(Aelec

p ) could re-
produce partially the experimental findings because for the situations characterized by
Aelec

p ≥ V crit
SD , the relaxation times describe transitions between dissipative states instead

of transitions between a dissipative and dissipationless state as forAelec
p < V crit

SD . The
present situation refers to a different kind of relaxation time. Further, the relaxation
process to the dissipationless QH state takes infinitely long time, corresponding to the
divergence of the relaxation time function given by eq.6.11for Aelec

p = V crit
SD .

6.4.2 Magnetic field and temperature dependences of the excitation
and relaxation times

If the magnetic field is varied from its position at the middle of the QH plateau (filling
factorν = 2) to higher or to lower values, the electron system relaxes back into a dissi-
pationless QH state in shorter times for a constant applied electrical pulse amplitude (see
Fig. 6.9 (a)). Figure6.9 (b) shows the magnetic field dependence of the relaxation for
filling factors aroundν = 2 at different applied electrical pulse amplitudes. The further
the filling factor is departing from the integer values the shorter is the relaxation time.
This would correspond to the situation in which by getting further from the integer filling
factor (the middle of the QH plateau), the electron system needs a smallerDC critical
voltage for the breakdown. Thus, for the same applied electrical pulse amplitudes the
electrons could relax from a dissipative state into the QH state for one magnetic field
value while for higher magnetic field (but not corresponding to an integer filling factor
ν = i) the electrons might undergo transitions between two dissipative states, which are
fast. The measurements for the optically induced breakdown have been performed at low
temperatures (T ≤ 4K). Due to the experimental setup, lattice temperatures lower than
3K could not be achieved due to the rather high consumption of liquidHe in order to keep
cold the superconducting coils of the laser and at the same time the big superconducting
coils. By applying the electrical pulse amplitudes and simultaneously by illuminating the
QH device with the laser, the temperature raises locally probably to temperatures higher
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Figure 6.9: (a) Relaxation timesτrel determined for filling factors aroundν = 2 for the low-
mobility sample (#4 : µel = 0.1× 106cm2V−1s−1), at lattice temperatureT = 4K and constant
applied electrical pulse amplitudeAelec

p = 4V; (b) Relaxation times determined for different filling
factors for the low-mobility sample (#4 : µel = 0.1 × 106cm2V−1s−1), at lattice temperature
T = 4K and various applied electrical pulse amplitudes1V ≤ Aelec

p ≤ 4V; (c) Relaxation times
determined for two lattice temperaturesT = 3.5K−4K at filling factorν = 2 and various applied
electrical pulse amplitudes1V ≤ Aelec

p ≤ 4V.

thanT > 4K. Figure6.9 (c) shows a slight temperature dependence of the relaxation
for two lattice temperaturesT = 3.5K − 4K at filling factorν = 2 at different applied
electrical pulse amplitudes1V ≤ Aelec

p ≤ 4V.
Further we have varied the laser pulse widths for constant applied electrical pulse width
in order to observe whether heat accumulation in the QH device with Corbino geome-
try occurs. Thus, for the sample#5, we applied electrical pulses with pulse widths of
telecp = 4µs and various laser pulse widthstlaser

p = 1µs, 1.5µs and 2µs. While for the ex-
citation seems that there is no influence of the duration of the laser pulse for the relaxation,
an increase of the relaxation time with increasing the laser pulse widths is observable (see
Fig. 6.10). This could be an indication of accumulation of Joule heating energy. By
increasing the laser pulse width, the electron system is subjected to longer time and there-
fore it could relax back after longer time.
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Figure 6.10: (a) Excitation timesτexc determined for filling factorν = 2 for the medium-mobility
sample (#5 : µel = 0.5 × 106cm2V−1s−1), at lattice temperatureT = 4K, constant applied
electrical pulse widthtelecp = 4µs and various laser pulse widthstlaser

p = 1µs, 1.5µs and 2µs;
(b) Relaxation timesτrel determined for filling factorν = 2 for the medium-mobility sample
(#5 : µel = 0.5 × 106cm2V−1s−1), at lattice temperatureT = 4K, constant applied electrical
pulse widthtelecp = 4µs and various laser pulse widthstlaser

p = 1µs, 1.5µs and 2µs.

So far we did not discuss in detail the behavior of the excitation due to the optically in-
duced breakdown of the QHE. As we have noticed, there is no definite dependence of
the excitation on the applied pulse amplitude, on the electron mobility or on the magnetic
field. This could be understood on the basis of a saturation of the electron system due to
the high output laser power subjecting the electron system.
The output laser power isPlaser ≈ 1W. With the known duration of the laser pulse
tlaser
p = 1µs we determine the output laser energy per pulse∆W = Plaser · tlaser

p ≈ 10−6J.
Thus, the number of photons provided by the laser pulse isNphoton = ∆W/Ephoton.
For the laser currentIlaser = 25A according to eq.6.1 we determine the correspond-
ing photon energyEphoton = 8.5meV which in turn corresponds to a laser radiation
with the laser frequencyflaser = 2THz and laser wavelengthλlaser = 150µm. Thus,
Nphoton = ∆W/Ephoton ≈ 7.4× 1014photons. Now, we consider an electron system
having the electron densityns = 2× 1011cm−2 and the photoactive area of the QH device
with Corbino geometryAph = π(r2

2 − r2
1) ≈ 6.3mm2. Thus, the number of electrons

could be determined as beingNel = ns · Aph ≈ 1.26× 1010electrons. By comparing the
number of photonsNphoton ≈ 7.4× 1014 and the number of electronsNel ≈ 1.26× 1010

we see that there is an excess of photons. Thus, for one electron there are available
≈ 5.9× 104photons. However, nearB = 6T, the cyclotron energy is larger than10meV.
Since the photon energy is8.5meV, direct one-photon excitation processes are not possi-
ble, at least if the width of the LL’s is small.
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6.4.3 Conclusions

To conclude, we have investigated the time scale of the excitation and the relaxation
of the electrons in the 2DES of GaAs/AlGaAs heterostructures with Corbino geometry
in the breakdown of the QHE regime and the transitions between the dissipative state
and the dissipationless QH state or different dissipative states. The real-time measure-
ments of the optical excitation and relaxation were performed by applying to the QH
devices with Corbino geometry rectangular electrical pulses of different pulse widths
1µs ≤ telecp ≤ 4µs, constant pulse periodT elec

p = 1s, while the electrical pulse ampli-
tude is changed1V ≤ Aelec

p ≤ 4V at fixed magnetic fieldB (filling factors aroundν = 2).
At the same time the QH devices were illuminated by a pulsedp-Ge laser, characterized
by laser pulses of laser pulse widths1µs ≤ tlaser

p ≤ 4µs, constant laser pulse period
T laser

p = 1s, high laser currentIlaser = 25A and high voltage pulsesAlaser
p = 1.68kV. The

output of the laser is characterized by a laser frequencyflaser = 2THz, laser wavelength
λlaser = 150µm and laser powerPlaser ≈ 1W.
The investigated QH devices with Corbino geometry have electron densities varying in
a narrow range (2 × 1011cm−2 ≤ ns ≤ 2.7× 1011cm−2) and different carrier mobilities
(0.1× 106cm2/Vs ≤ µel ≤ 1.6× 106cm2/Vs, see Table6.1). Further, the investigations
were performed within a small range of lattice temperatures (3K ≤ T ≤ 4K) due to the
design of our experimental setup.
The time scale of excitation (40ns ≤ τexc ≤ 120ns) and relaxation (30ns ≤ τrel ≤ 170ns)
determined with our real-time measurements of the optical excitation and relaxation agree
well with the findings presented in a previous work [100].
By applying the electrical pulses, the laser pulses causes an optically induced breakdown
of the QHE and results in a sharp increase of the PR during this process. While the laser
is on the PR stays constant but as soon as the laser is switched off, the QHE is recovered
and consequently the PR relaxes quickly to zero, characterized by a specific relaxation
time τrel.
The breakdown of the QHE starts only after a certain excitation time (40ns ≤ τexc ≤
120ns, τexc << telecp , tlaser

p ), depending on the applied electrical pulse amplitudeAelec
p ,

on the carrier mobilityµel of the sample and on the strength of the perpendicular applied
magnetic fieldB (filling factors aroundν = 2). This could be expected due to high rate
of available photons to excite each electron in the 2DES, leading the electron system in a
saturation regime. However, this situation does not affect the relaxation of the electrons
via inter-LL-scattering processes.
The relaxation of electrons back to a QH state occurs only after a certain relaxation time
(30ns ≤ τrel ≤ 170ns, τrel << telecp , tlaser

p ), depending on the applied electrical pulse
amplitudeAelec

p , on the carrier mobilityµel of the sample and on the strength of the per-
pendicular applied magnetic fieldB (filling factors aroundν = 2). We generally found
shorter relaxation times than the excitation times for the corresponding values of the elec-
trical pulse amplitudes. These findings agree well with the thermodynamical arguments
given in Ref. [40]. However, we found thatτrel ≤ τexc holds for the low- and medium-
mobility samples#4 and#5 andτrel ≥ τexc holds for the high-mobility sample#6. As
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the transition observed in high-mobility sample#6 is a transition between two dissipative
states, we cannot explain this situation by using the model as presented in Ref. [40]. This
model was developed to explain the transition between a QH state and a dissipative state.
We clearly observe mobility dependence of the relaxation times: the lower mobility of the
sample is the shorter relaxation times are. For the low- and medium- mobility samples
#4 and#5 the relaxation times increase with increasing the electrical pulse amplitudes
Aelec

p below theDC breakdown valueV crit
SD . For the high-mobility sample#6 the applied

electrical pulse amplitudes exceeded theDC breakdown value and we could observe an
interesting dependence of the relaxation on the applied electrical pulse amplitudes. The
relaxation times increases by reaching a maximum corresponding to an electrical pulse
amplitude slightly below theDC breakdown value of the pulse amplitude. By exceed-
ing theDC breakdown value of the pulse amplitude, the relaxation times decrease with
increasing further the electrical pulse amplitude. In the Ref. [100], the authors reported
a similar behavior, maxima of relaxation times slightly below theDC breakdown value
and a decrease of relaxation times with increasing the source-drain voltage, also for the
low- and medium- mobility samples. This interesting pulse amplitude dependence can be
taken as a proof that the determined excitation and relaxation times are due to intrinsic
properties of the electron systems and not due to the chosen experimental setup.
We give a possible explanation of this behavior by a heating picture based on a two-
Landau levels model. After switching off the laser but still at lower applied electrical
pulse amplitudesAelec

p < V crit
SD , the PR decreases quickly and the electron system relaxes

back to the dissipationless QH state. The two-Landau levels model assumes the propor-
tionality of the longitudinal conductivity and consequently of the PR to theN electrons
elevated over the Landau gap (∆σxx ∝ N ). The occupation of the upper LL decays by
a characteristic timeτ0 but depends on the applied electrical pulse amplitude due to the
induced Joule heating. Thus, a higher applied electrical pulse amplitude prevents the elec-
trons to relax faster. This might explain the results determined forAelec

p < V crit
SD for all

three investigated samples (see Table6.1). For the high-mobility sample#6, when the
applied electrical pulse amplitudes exceed theDC breakdown valueAelec

p > V crit
SD , the

electron system is already in a dissipative state either with the laser on or off. The situa-
tion would correspond to a transition between two dissipative states, which is faster with
increasing the applied electrical pulse amplitudes.
The real-time measurements of the optical excitation and relaxation are performed at low
temperatures (T < 4K), the electron-phonon scattering mechanism is assumed not very
important and the electron-impurity scattering mechanism is more effective. Even if the
QH devices were illuminated by thep-Ge laser which could provide a huge rate of pho-
tons which would lead to a higher electron temperature, we could not see a temperature
dependence of the relaxation times. A possible explanation may be that the variance of
the lattice temperature during the pumping cycle during the measurements was within1K
(T = 3K− 3.5K− 4K) due to the limitation of our experimental setup. Such small vari-
ance of temperature cannot lead to a strong temperature dependence even by operating
the laser. However, the order of magnitude of the relaxation times (30ns − 170ns) could
indicate also an influence of the electron-phonon coupling. Fal’ko and Challis have cal-
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culated the inter-LL-relaxation rates for a 2DES inGaAsfor one-phonon and two-phonon
emission processes [101]. They predict that the two-phonon emission (characterized by a
two-phonon relaxation rateτ−1

2 ) suppresses the one-phonon emission (characterized by a
one-phonon relaxation rateτ−1

1 ) at high magnetic fields and could also estimate the mag-
netic fieldB for whichτ−1

2 > τ−1
1 holds. By applying the corresponding relations, derived

from [101], we obtain inter-LL relaxation times of60ns for the two-phonon emission pro-
cess and20µs for the one-phonon emission process for magnetic fields corresponding to
magnetic fields at filling factorν = 2.

6.5 THz photoconductivity in QH devices with Corbino
geometry

Photoconductivity is an optical and electrical phenomenon in which a material becomes
more conductive due to the absorption of electromagnetic radiation such as visible light,
ultraviolet light (UV), infrared light (IF), or gammaγ radiation3. To cause excitation the
radiation to which the semiconductor is exposed must have enough energy to raise elec-
trons across the forbidden Landau gap or by exciting the impurities within the Landau gap.
When a voltage and a resistor are used in series with the semiconductor sample, a voltage
drop across the resistor can be measured when the change in electrical conductivity varies
the current flowing through the circuit. WhyTHz radiation is so interesting? One could
answer because for many years theTHz radiation was hardly accessible due to the so
calledTHz gap. But with the new advances in different technologies now the previously
unusedTHz frequency band is better accessible.THz radiation has some properties that
open a wide range of applications, particularly for imaging. Applications ofTHz radia-
tion are security systems in airports or public buildings (detection of weapons concealed
underneath clothing), material characterization and quality control (physics and industry),
spectroscopy analysis (chemistry, astronomy) andTHz tomography for the detection of
skin or breast cancer and tooth caries (medicine, dentistry)4.
Compared to microwaves,THz waves have more energy and therefore could penetrate
deeper and make sharper images due to their shorter wavelength. On the other hand, the
THz radiation should be scattered less than the visible or near infrared radiations, since
the Rayleigh scattering decreases with the fourth power of the wavelength. By illuminat-
ing different materials withTHz radiation we observe different properties: polar liquids
(water) absorb strongly theTHz radiation, metals are opaque toTHz radiation whereas
nonmetals such plastics or paper and non-polar substances are transparent. Dielectrics in
contrast have a characteristic absorption, peculiar to each material.

3To be photoconductive a semiconductor must be in thermal equilibrium (photoresponse measurement
conditions) containing free electrons and holes. When light is absorbed by the semiconductor, the configu-
ration of electrons and holes changes and raises the electrical conductivity of the semiconductor.

4Although there is a limited penetration depth of theTHz radiation due to the strong water absorption,
it can be used to examine tissues near the body surface like skin and teeth or dehydrated tissue samples.
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THz radiation with wavelength of the order ofλ ≈ 120µm (frequencyf ≈ 2.4THz
and energyE ≈ 10meV) interacts effectively with QH systems due to the perfect match
of the THz photon energy with the Landau gap between two adjacent LL’s [12]. The
typical Landau gap developed by the QH systems is around10meV. But this energy,
called also thecyclotron energy~ωc, is tunable by the magnetic fieldB. Thus, to achieve
a cyclotron energy ofEc = ~ωc = 10meV the magnetic field should be increased to
B = 2.1T (for theHgTe/HgCdTeheterostructures5) or toB = 5.7T (for theGaAs/AlGaAs
heterostructure6). Under cyclotron resonance conditions different studies have been per-
formed: surface cyclotron resonance of the 2DES in inversion and accumulation layers
on the(100) Si surface [102], transmission and photoconductivity measurements of the
2DES inGaAs/AlGaAsheterostructure [103–106]. When the electromagnetic radiation is
absorbed by the 2DES, the equilibrium distribution is changed, since the electrons are ex-
cited from one LL to the adjacent LL. The effect of this process is also an increase of the
electron temperature. The increase of the temperature is indicated by the change in the
photoconductivity (known also as the photoresponse-PR). The increase of temperature,
known also as thebolometric effect, plays an important role around the integer filling fac-
tors [105,107]. In 2002 interesting measurements were reported, the observation ofZero-
resistance statesinduced by microwave (MW) radiation inGaAs/AlGaAsheterostruc-
ture [108–110]. They reportedZero-resistance statesin ultrahigh-mobilityGaAs/AlGaAs
heterostructures by exhibiting zero longitudinal resistance without Hall resistance quanti-
zation at low temperatures and low magnetic fields7 when the samples are illuminated by
an appropriateMW radiation.
As already mentioned, when a QH device is illuminated byTHz radiation the conductiv-
ity of the 2DES under high perpendicular magnetic fields is affected. Thus, this causes the
breakdown of the QH state into a dissipative state by showing a large increase of the PR
(PR ∝ ∆σxx). Despite extensive studies of theTHz induced breakdown of the QHE, the
explanation of the PR is still controversial. Whereas earlier studies show both cyclotron
resonance (CR) and nonresonant bolometric (BO) contributions [104–106] to the PR, in
other papers [111–114] the PR is attributed only to the nonresonant BO contribution.
However, a recent investigation of the PR8 onGaAs/AlGaAsheterostructures patterned in
Hall bar- [115–117], meander- [117,118] and Corbino geometries [119] showed both BO
and CR contributions to the PR. The PR is measured versus the magnetic fieldB for dif-
ferent photon (laser) energiesEphoton and exhibits a nonresonant BO contribution (single
or double-peak structure) pinned at the minimum of the longitudinal conductivityσxx(B)
and the CR contribution changing itsB position with the photon (laser) energy (see Fig.
6.11). The shape of the PR peaks depends strongly on theB position of the photon energy

5Since the cyclotron energy is~ωc = ~eB/m∗ = 10meV andm∗ = 0.025 ×me is the effective mass
we find the magnetic fieldB necessary to achieve this cyclotron energy.

6Similar way as for theHgTe/HgCdTeheterostructure but with higher effective massm∗ = 0.067×me.
7TheseZero-resistance statesoccur about magnetic fieldsB = (4/5)Bc andB = (4/9)Bc, where

Bc = ωcm
∗/e is the magnetic field at which the cyclotron resonanceωc occurs.

8The excitation source used during these investigations is ap-Ge laser, tunable in theTHz range
(1.7THz− 2.5THz).
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Figure 6.11: PR versus the magnetic fieldsB for various photon energies taken for medium-
mobility sample (#5 : µel = 0.5 × 106cm2V−1s−1), at lattice temperatureT = 4K. The PR is
shown for three applied source-drain voltagesVSD and the lower panel shows the corresponding
magneto-transport curvesσxx(B). The color vertical lines denote the cyclotron positions of the
photon energies. (a) PR measured forVSD = 2V, (b) PR measured forVSD = 3V, (c) PR
measured forVSD = 5V [120].

(whether theB position is inside or outside the second QH plateau (filling factorν = 2)).
If the cyclotron frequency matches the laser frequency atB magnetic fields outside the
second plateau, the PR shows distinctively two structures: a peak corresponding to the
CR contribution and a single or double-peak bound to the minimum of the QH plateau
corresponding to the BO contribution. If the cyclotron frequency matches the laser fre-
quency atB magnetic fields inside the QH plateau, the PR shows a strong signal due to
the overlap of the CR and BO contributions.

6.6 Quasi-classical ansatz to explain aspects of the THz
photoconductivity

So far we have discussed the occurrence of the PR that shows structures due to the CR
contribution, when the photon frequency matches the cyclotron frequency and the BO
contribution due to the Joule heating induced by the illumination of the 2DES by the
THz radiation. In the following I discuss the CR effect, the BO effect and an electron
temperature model used to explain the double-peak structure shown by PR due to the BO
contribution.
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6.6.1 Cyclotron resonance (CR) contribution

Classically, an electron in a static and uniform magnetic fieldB will move in a circle due
to the Lorentz force~FL. The angular frequency (ω = 2πf ) of this circular motion for
a given magnetic field strengthB is given byωc = eB/m∗, wheree is the elementary
charge andm∗ is the effective mass of the electron. If, at the same time, a high-frequency
(AC) electromagnetic field~E (imposed by theTHz radiation) of frequencyω = ωc is
applied on the 2DES, perpendicular toB, the electrons will resonantly absorb energy
from theAC electric field. The circular motion of the electrons superimposed with an
uniform motion perpendicular to the field, in the presence of theAC electric field, results
in a cycloid.
The electron experiences a force−e ~E, due to electric fieldE, and a force−e~v × ~B due
to the magnetic fieldB. These contributions give the Lorentz force equation

~FL = −e( ~E + ~v × ~B) = m∗
(

d

dt
+

1

τ

)
~v . (6.12)

Assuming that theACelectric field and the drift velocity have harmonically varying forms

~E(t) = <[E(ω) exp(−iωt)] (6.13)

and respectively
~v(t) = <[v(ω) exp(−iωt)] . (6.14)

with ω the angular frequency of theTHz radiation9.
After some algebra steps, thex-y components of the drift velocity vector~v are expressed
via the relaxation timeτ , photon frequencyω, cyclotron frequencyωc, and thex-y com-
ponents of theAC electric field vector~E:

vx(ω) =
eτEx(ω) + m∗ωcτvy(ω)

m∗(iωτ − 1)
(6.15)

and

vy(ω) =
eτEy(ω)−m∗ωcτvx(ω)

m∗(iωτ − 1)
. (6.16)

By inserting eq.6.16into eq.6.15we determine finallyvx being

vx(ω) =
eτ

m∗ ·
(iωτ − 1)Ex(ω) + ωcτEy(ω)

(1− iωτ)2 + ω2
cτ

2
. (6.17)

9TheTHz radiation is incident perpendicularly to the 2DES (Faraday configuration), the electrical field
component is parallel to the 2DES and induces the drift of the electrons into a direction perpendicular to the
~B ⊥ ~E plane. The magnetic field component of theTHz radiation has no influence on the electrons since
it can cause a force only in thez-direction. But a motion of the electrons in thez-direction is forbidden due
to the quantization of the electron motion in this direction. Instead, the static magnetic fieldB ‖ z affects
the motion of the electrons in thex-yplane.
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Now, inserting the eq.6.17into eq.6.16we determine alsovy

vy(ω) =
eτ

m∗ ·
(iωτ − 1)Ey(ω)− ωcτEx(ω)

(1− iωτ)2 + ω2
cτ

2
. (6.18)

The complex dynamic (AC) conductivity tensor̂σ is determined through the relation given
by the Ohm’s law~j = −ens~v = σ̂(ω) · ~E (with help of eq.6.17and eq.6.18),

σ̂ =

(
σxx σxy

σyx σyy

)
=

σ0

(1− iωτ)2 + ω2
cτ

2
·
(

1− iωτ −ωcτ
ωcτ 1− iωτ

)
. (6.19)

with the longitudinal component

σl = σxx = σyy = σ0 · 1− iωτ

(1− iωτ)2 + ω2
cτ

2
(6.20)

and the transversal (Hall) component

σH = −σxy = σyx = σ0 · ωcτ

(1− iωτ)2 + ω2
cτ

2
, (6.21)

whereσ0 = nse
2τ/m∗ is the classical (DC) Drude conductivity (see eq.2.19). From

these last two equations we deduce the real and imaginary parts of the longitudinal and
Hall components of theAC conductivity:

<σl(ω) = σ0 · 1 + ω2
cτ

2 + ω2τ 2

[1− ω2τ 2 + ω2
cτ

2]2 + 4ω2τ 2
(6.22)

=σl(ω) = σ0 · ωτ [1− ω2
cτ

2 + ω2τ 2]

[1− ω2τ 2 + ω2
cτ

2]2 + 4ω2τ 2
(6.23)

and

<σH(ω) = σ0 · ωcτ [1− ω2τ 2 + ω2
cτ

2]

[1− ω2τ 2 + ω2
cτ

2]2 + 4ω2τ 2
(6.24)

=σH(ω) = σ0 · 2ωcτωτ

[1− ω2τ 2 + ω2
cτ

2]2 + 4ω2τ 2
. (6.25)

Figure6.12shows that theAC conductivity in the CR conditions develops maxima only
along the CR line, the line calculated for the perfect match between the cyclotron and
photon frequencies (ωc = ω).
A quantum mechanical treatment of the dynamic (AC) conductivity at CR has been devel-
oped under the self-consistent Born approximation (SCBA) by Ando [121]. The quantum
oscillation of the absorption predicted by Ando could be observed experimentally by ab-
sorption measurements of Abstreiteret al. [102].
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Figure 6.12: AC longitudinalσl(ω) and HallσH(ω) conductivities, as a function of the cyclotron
Ω/EF and the photonEph/EF energies, are calculated for a damping parameterωFτ = 10.

6.6.2 Bolometric (BO) contribution

The bolometric effect is based on the sensitive dependence of the conductivityσxx on
temperatureT , being the basis of the function of the bolometers. The absorption of the
THz radiation by the 2DES induces an increase of the electron temperatureTel relative
to the lattice, reflected in the change of the photoresponse (PR). The electron system is
very sensitive in the QH regime. Therefore, any external excitation can perturb the system
and break the QH state leading to an increase of the PR in the region of the QH plateau.
Since outside the QH plateau, the electron system is already in a dissipative state, the
application of theTHz radiation does not change considerably the PR. On this basis the
QH devices could be used asTHz detectors.
Figure6.13shows a sketch of the heat transport in the thermally coupled system formed
by the 2DES, lattice and theHe bath. Each part of this system has a characteristic spe-
cific heat. Since the electrons are coupled with the lattice, an increase of the electron
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Figure 6.13: A schematic view of the heat transfer in the thermal coupled system: 2DES-lattice-
Hebath.

temperature∆Tel leads to an increase of the lattice temperature∆Tlat above theHe bath
temperature. This heat transport between the electrons, the lattice andHebath in a steady
state could be expressed by:

• heat transfer electrons-lattice,

∆Tel =
P · τ el−lat

rel

cel

(6.26)

where∆Tel is the increase of the electron temperature comparing to the lattice,P is
the absorbed power,τ el−lat

rel is the relaxation time (the electrons after a characteristic
time relax to the lattice temperature10) andcel is the specific heat of the electrons;

• heat transfer lattice-Hebath,

∆Tlat =
P · τ lat−bath

rel

clat

(6.27)

where∆Tlat is the increase of the lattice temperature above theHebath temperature
(T0 = 4K), P is the absorbed power,τ lat−bath

rel is the relaxation time11 due to the
thermal coupling between the sample (lattice) and environment (Hebath),clat is the
specific heat of the lattice.

An increase of the conductivity due to the incidentTHz radiation is

∆σxx =
∂σxx

∂Tel

∆Tel +
∂σxx

∂Tlat

∆Tlat =
∂σxx

∂Tel

· P · τ el−lat
rel

cel

+
∂σxx

∂Tlat

· P · τ lat−bath
rel

clat

. (6.28)

10The relaxation time is the time constant of an exponential decay due to the relaxation of the 2DES from
the Fermi distribution atTlat + ∆Tel to the one at the equilibrium lattice temperatureTlat.

11This time characterizes the relaxation of the lattice from the Fermi distribution atT0 +∆Tlat to the one
at the equilibriumHebath temperatureT0.
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Figure 6.14: A sketch of the heat transfer in the thermal coupled system: 2DES-Hebath.

With the arguments given by Nepplet al. [107],∆Tel >> ∆Tlat, eq.6.28becomes

∆σxx =
∂σxx

∂Tel

∆Tel =
∂σxx

∂Tel

· P · τ el−lat
rel

cel

. (6.29)

In the following we try to explain the double-peak structure of PR on the basis of an
electron temperature picture. We display schematically the case∆Tel > ∆Tlat in fig.
6.14:
The energy density of the laser beams sent to the 2DES is

w =
dW

dV
=

Plaser · dt

A · dh
, (6.30)

wheredW is the output laser energy per pulse anddV is the volume of the sample. With
c = dh/dt the speed of radiation getting into the 2DES at penetration depthdh within
the pulse durationdt andIphoton = Plaser/A the intensity of theTHz radiation, the energy
density becomes

w =
dW

dV
=

Iphoton

c
. (6.31)

By exposing the QH device to theTHz radiation of intensityIphoton a heating of the
sample occurs. The energy densityw could be written in terms of the classical thermody-
namics (atV = const.) as

w =
dW

dV
=

dU

dV
=

dν · cvm ·∆T

dV
= ρν · cvm ·∆T , (6.32)

wheredν is the number of moles,cvm is the specific heat atV = const., ∆T is the
variation of temperature andρν = dν/dV is the molar density.
By comparing eq.6.31with eq.6.32, the temperature enhancement is given by

∆T =
Iphoton

c · ρν · cvm

. (6.33)
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Figure 6.15: Scheme of the temperature dependence of the conductivityσ(T ); σPB is the pre-
breakdown conductivity andσBD is the breakdown conductivity.

With the electron contribution to the specific heat in metals

cel = γ · T =
π2

3
· k2

B ·D(EF) · T , (6.34)

we obtain the new formula for the temperature enhancement

∆T =
3Iphoton

c · ρν · π2 · k2
B ·D(EF) · T . (6.35)

The new formula of∆T shows that∆T ∝ 1/D(EF). The higherD(EF) is, the lower is
the temperature enhancement∆T . This dependence is applicable to the situation of the
QH regime, ifD(EF) is interpreted asDT (µ) = dnel/dµ. The density of statesD(E)
is higher outside the QH plateau (around the integer filling factorν = 2) and lower in
the QH plateau (the minimum is reached atν = 2). This in turn corresponds to low∆T
outside the QH plateau and high∆T in the QH plateau. But, this does not explain the
(frequently observed) double-peak structure of the PR with two maxima near the flanks
of the QH plateau, as the PR is not a simple monotonous function of∆T .
We assume the following temperature dependence of the conductivityσ(T ) in the QH
regime [122]: the conductivity increases exponentially in the pre-breakdown regime, at
temperatures still lower than the critical temperatureTcrit, see eq.6.36

σPB(T ) = σ0 · exp

[
− ~ωc

2kBT

]
+ σbg , (6.36)

with σbg the background conductivity, while by reaching the critical temperature the con-
ductivity raises fast to a well finite value and than saturates by increasing further the
temperature (σBD = const. >> σPB), see Fig.6.15.
We assume the following ansatz for the critical temperature (see Fig.6.16):

Tcrit(ν) =
Tcrit(i) ·D0

D(EF)
, (6.37)
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Figure 6.16: Scheme of the filling factor dependence of the critical temperatureTcrit(ν) and the
electron temperatureTel(ν).

with Tcrit(i) is the critical temperature for the integer filling factorν = i andD0 is the
density of states atB = 0T. Assuming further the validity of the hot-electron model

σ(Tel) = σ(Tlat + ∆T ) , (6.38)

irrespective of the difference between electron temperatureTel and lattice temperature
Tlat, the magnitude of∆σphoto = σ(Tel = Tlat + ∆T )− σ(Tlat) can be deduced from:

Tel = Tlat + ∆T ≥,≤ Tcrit(ν) . (6.39)

By combining eq.6.35, eq.6.37with eq.6.39we obtain the relation

Tlat +
3Iphoton

c · ρν · π2 · k2
B ·D(EF) · T ≥,≤ Tcrit(i) ·D0

D(EF)
. (6.40)

If T can be chosenT = Tlat and considering the following constantsK1 = Tcrit(i) · D0

andK2 = 3Iphoton/(c · ρν · π2 · k2
B), we obtain a new form of the eq.6.40

Tlat +
K2

D(EF) · Tlat

≥,≤ K1

D(EF)
. (6.41)

By multiplying eq.6.41by D(EF) · Tlat, it changes into

T 2
lat ·D(EF) + K2 ≥,≤ K1 · Tlat . (6.42)

If the left side of relation6.42is larger than the right side then the conductivity is in the
breakdown (saturation) regimeσ = σBD. This case is more likely at higher values for the
density of states at the Fermi energy,D(EF), at the flanks of the QH plateau, leading to
higher values of∆σphoto (see Fig.6.17). If the opposite case occurs, the left side is smaller
than the right one, the conductivity is in pre-breakdown regimeσ = σPB << σBD. In the
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Figure 6.17: (a) Thermodynamic density of statesDT(µ) at two different temperaturesT1 <
T2. (b) Measured∆σxx(ν) = σxx(T2) − σxx(T1) (blue short dash curve), whereσxx(T1) is
the longitudinal conductivityσxx(B) measured for temperatureT1 = 2K (black dash curve) and
σxx(T2) is the longitudinal conductivityσxx(B) measured for temperatureT2 = 4.1K (red solid
curve). The measurements have been performed on the medium-mobility sample#5. For details
of these measurements see the text.

QH plateau center, the density of statesD(EF) is low, leading to small values of∆σphoto

(see Fig.6.17). Thus, the functionTcrit(ν) in relation toTel(ν) could explain in principle
the double-peak structure of∆σphoto(ν), asTcrit(ν) is high in the center of the plateau
and decreases toward the flanks of the plateau. In order to check whether the assumed
dependence of the critical temperatureTcrit on the filling factorν, shown in fig. 6.16
could be verified, additional measurements were performed. One type of measurements
could be performed in order to determine the dependence of the critical temperature on
the filling factor (different magnetic field values). The other type of measurements could
yield the change of the electron temperature with the filling factor.
Different lattice temperatures were used to derive the temperature dependence of the QHE
at fixed applied source-drain voltage (VSD << V crit

SD ). The QH plateau reduces its width
with increasing lattice temperature. Thus, the change of the critical temperature could be
obtained by performing temperature dependent magnetotransport measurementsσxx(Tel)
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Figure 6.18: (a) Voltage dropV50Ω measured for different applied source-drain voltages at lat-
tice temperatureT = 2K (medium-mobility sample#5). The modulus ofVSD means that the
voltage was also reversed; (b)I − V characteristics determined from voltage dependent mag-
netotransport measurements at lattice temperatureT = 2K (medium-mobility sample#5); (c)
Voltage dependent magnetotransport measurements around the second QH plateau at lattice tem-
peratureT = 2K (medium-mobility sample#5); (d) Temperature dependentI-V characteristics
determined for magnetic fieldB(ν = 2.09) = 4.17T.

at low source-drain voltages and various lattice temperatures12.
On the other hand, at a fixed lattice temperature a similar effect of reducing the QH plateau
width could be obtained by varying the applied source-drain voltage. The application of
the source-drain voltage on the 2DES leads to an increase of the electron temperature.
Thus, the change of the electron temperature could be obtained by performing voltage
dependent magnetotransport measurementsσxx(Tel) at low lattice temperature and various
source-drain voltages13.
To determine the critical temperature we performed magnetotransport measurements at
various lattice temperatures and various applied source-drain voltages. From the obtained

12This magnetotransport measurements corresponds to the situationTel = Tlat.
13This magnetotransport measurements corresponds to the situationTel > Tlat.
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Figure 6.19: (a) Source-drain currents as a function of the temperature at magnetic fieldB(ν =
1.92) = 4.53T and different source-drain voltages; (b) Critical temperature depending on the
filling factor, determined for different source-drain voltages.

SdH plots (one lattice temperature and various applied source-drain voltages), for a larger
range ofB including the flanks and the QH plateau itself, we determine the source-drain
current14 by using either the longitudinal conductivity formula for the QH device with
Corbino geometry (see eq.5.1) or the measured voltage dropV50Ω = R50Ω/Is across
the 50Ω serial resistor (see Fig.6.18 (a)). At this stage we can construct theI − V
characteristics at one temperature and magnetic fieldsB of our interest (see Fig.6.18
(b)). By varying the magnetic fieldB within the QH plateau the source-drain currentIs

remains zero since the source-drain voltage does not exceed the breakdown valueVSDcrit.
By increasingVSD the QH plateau width decreases and the breakdown of the QHE occurs
earlier, atB values which for lowerVSD the QHE still existed (see Fig.6.18(c)). The
same behavior was observed in theI − V characteristic: by increasingVSD and getting
further from the QH plateau, the “I−V plateau” shrinks. AtB values well away from the
integer filling factorν = i theI − V characteristic shows a short transition through the
zero-current range (see Fig.6.18(b)). The same procedure we applied to obtain theI−V
characteristics corresponding to other lattice temperatures. We can now create theI − V
characteristics for fixed magnetic fieldB and different lattice temperatures (see Fig.6.18
(d)). The higher the temperature, the shorter is the transition of theI − V characteristics
through the zero-current range. Further we determine, for each magnetic field value of
our interest, the temperature dependence of the source-drain current for different applied
source-drain voltages (see Fig.6.19(a)). By fitting the source-drain current points by a
linear function and extrapolating the linear fitting, the intersection of the linear fitting for
Is = 0 with the temperature axis would give the corresponding critical temperature as a
function of the filling factor (see Fig.6.19(a)). Figure6.19(b) shows the filling factor
dependence of the critical temperature for different source-drain voltages. AtVSD high

14The values of source-drain currentIs is determined for eachB values within our interestB range.



6.6 Quasi-classical ansatz to explain aspects of the THz photoconductivity 117

3.8 4.0 4.2 4.4 4.6 4.8 5.0
0

1

2

3

4

5

6

7

8

VSD  = 1.0V

 

 

xx
 (

S)

B  (T)

 T  = 4.1K
 T  = 3.5K
 T  = 2.8K
 T  = 2.0K

IIIIII

Figure 6.20: Magnetotransport curves taken for a fixed source-drain voltageVSD (VSD < V crit
SD )

and various temperatures for medium-mobility sample#5.

enough and filling factors away from the filling factorν = 2 the critical temperature is
zero since the slope of the linear fitting is small due to a weak temperature dependence
of σxx(T ) at these filling factors. As expected, the critical temperature has a maximum
at the integer filling factorν = 2 and decreases by getting further from the integer filling
factorν = 2. However, we could not determine the critical temperature corresponding to
filling factor ν = 2 since the applied source-drain voltage never exceeded the breakdown
voltage. In our case it could mean that the critical temperature is very high (Tcrit → ∞).
However,Tcrit →∞ is a physically hardly acceptable assumption.
By varying the magnetic fieldB, there are different regions for theT -dependence (see
Fig. 6.20):

• Region I: σxx decreases with decreasingT toward the limitσxx(T ) = 0;

• Region II: σxx decreases with decreasingT toward a limitσxx(T ) > 0;

• Region III: σxx increases with decreasingT toward a limitσxx(T ) > 0, which is
determined by electron impurity scattering.

The next step is to determine the electron temperature of the 2DES. In order to determine
the electron temperature we employ the electron heating model. The electron heating
model is based on the power balance between the gain energyPgain and the energy loss
Ploss rates. The gain energy represents the electrical energy fed to the 2DES per time
and area. The loss energy describes the relaxation of the enhanced energyε(Tel) at the
elevated electron temperatureTel back to the energyε(Tlat) at the lattice temperatureTlat

(for detailed discussions see Refs. [38,39,99]):

Pgain = Ploss ⇐⇒ σxx(Tel) · E2
r =

ε(Tel)− ε(Tlat)

τrel

, (6.43)
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whereε(Tel) is the energy of 2DES (per unit area) at the electron temperatureTel, ε(Tlat)
is the energy of 2DES (per unit area) at the lattice temperatureTlat andτrel is the relax-
ation time of the hot electrons from the electron energy at the electron temperatureTel to
the electron energy at the lattice temperatureTlat. We should mention here that eq.6.43
is valid only for small differences between the electron and lattice temperatures, since the
electron-phonon scattering rate increases with this difference. Assuming that the relax-
ation rate1/τrel is independent of the lattice temperatureTlat [39,123], the relaxation time
can be expressed by

1

τrel

= C · T 2
el , (6.44)

with C ≈ 1.5× 107K−2s−1 estimated by the authors in Ref. [39, 123]. Since in eq.
6.43the longitudinal conductivityσxx is dependent only on the electron temperature, the
dependence of the electron temperatureTel on the filling factor could be obtained by
comparing the data of magnetotransport measurementsσxx(B) at low source-drain volt-
ages and different lattice temperatures (Tel = Tlat) with thoseσxx(B) measured at low
lattice temperatureTlat = 1.7K and different source-drain voltages (Tel > Tlat). The
magnetotransport measurements were performed on QH device with Corbino geometry
#5 (see Table6.1). By using this method we can deduce the electron temperatures near
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Figure 6.21: (a) Temperature (red dash line) and source-drain voltage (black solid line) depen-
dences of the longitudinal conductivityσxx; (b) Electron temperatureTel versus the applied source-
drain voltageVSD near the breakdown of the QHE atB(ν = 2.1) = 4.16T determined for the
medium-mobility sample#5.

the breakdown of the QHE at filling factorν = 2. To find the electron temperature we
first plot the longitudinal conductivity versus the applied source-drain voltage and versus
the temperature, respectively. By choosing a value of the source-drain voltage, we find
its correspondence on the longitudinal conductivity axis. For this value of the conduc-
tivity we estimate the corresponding value of the temperature (see Fig.6.21(a)). Thus,
a correspondence between the electron temperature and the applied source-drain voltage
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is determined (see Fig.6.21(b)). We should notice that the values of the electron tem-
perature are estimated and not directly measured. The estimated electron temperature is
limited to T = 4.1K due to the design of our experimental setup and because we have
studied the behavior in the pre-breakdown regime. Higher temperatures would destroy
the QHE. The temperatureTel = 4.1K corresponding to the applied source-drain voltage
VSD = 3V (see Fig.6.21(b)) has been chosen arbitrarily since for this voltage its cor-
respondence on the electron temperature axis would be probably at a temperature higher
than the attributed one (see Fig.6.21(a)). However, Fig.6.21(b) shows a weak increase
of the electron temperature starting from source-drain voltages higher thanVSD > 2.3V.
Again, the last point (forVSD = 3V) is unreliable since it is affected by the limitation of
our experimental setup.
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Figure 6.22: The electron temperature as a function of the electrical power determined for the
medium-mobility sample#5.

In order to check the electrical power dependence on the electron temperature of the sat-
uration of 2DES, by using eq.5.1, we calculate the electrical power according to

Pelectric = VSD · Is = σxx · V 2
SD ·

2π

ln(r2/r1)
, (6.45)

wherer1 = 500µm andr2 = 1500µm are the inner and outer radii of the QH device with
Corbino geometry. Figure6.22shows a saturation of the 2DES at low power, of the order
of tens ofµW despite of the much larger output power provided by thep-Ge laser system
(Plaser ≈ 1W). The giant difference (six orders of magnitude) between the possible power
needed to reach the saturation of the 2DES and the output laser power would mean that
the 2DES is completely saturated atPlaser ≈ 1W, unless the electron-photon coupling is
very bad.
In the ideal case, we can consider the saturation limit corresponding to the situation in
which one photon excites one electron. Thus, the number of photons is the same as the
number of the electrons (Nphoton = Nel). Let us consider a situation typical for our
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sample, with an electron system having the electron densityns = 2 × 1011cm−2 and
the photoactive area of the QH device with Corbino geometryAph = π(r2

2 − r2
1) ≈

6.3mm2. Thus, the number of electrons could be determined as beingNel = ns · Aph ≈
1.26× 1010electrons.
The number of photons could be defined by the ratio between the output laser energy
per pulse∆W and the photon energyEphoton (Nphoton = ∆W/Ephoton). For the laser
currentIlaser = 25A according to eq.6.1 we determine the corresponding photon en-
ergy Ephoton = 8.5meV which in turn corresponds to a laser radiation with the laser
frequencyflaser = 2THz and laser wavelengthλlaser = 150µm. Now the output laser en-
ergy per pulse∆W could be estimated according to∆W = Nphoton · Ephoton ≈ 17W · s.
Since the output laser power is defined by the output laser energy per pulse and the du-
ration of the laser pulse, then the output laser power would bePlaser ≈ 17µW. Thus
for the saturation limit one photon excites one electron, the calculated output power laser
is Plaser ≈ 17µW, which agrees quite well with the experimentally determined electrical
powerPelectric ≈ 26µW where the saturation starts. If the saturation of the 2DES occurs at
such low power then, in principle, any further increase of power would lead to no further
change of∆σ since all the electrons are overexcited to the upper LL’s. In the saturation
regime the electron temperature can be considered very high. However, this saturation
cannot occur at such low power since time- or spectrally-resolved measurements show
changes in the PR by varying the magnetic field, the photon energy or the electron den-
sity. Thus, the electron-photon coupling is obviously bad (for reasons so far unknown).
The saturation would start at much higher power. In earlier studies [115,116], the authors
used someteflonblockers in order to diminish the maximum laser powerPlaser ≈ 1W.
At laser powers ofPlaser/5 ≈ 0.2W or even atPlaser/26 ≈ 0.04W the PR measurements
show the BO and CR contributions and the real-time PR measurements show a “fast” BO-
related response time (about1µs) and a “slow” CR-related response time (about4−5µs).
To conclude this part of the study, it seems that our approach based on the electron tem-
perature picture fails to explain the frequently observed double-peak BO contribution of
the PR. The failure could be partially due to the limitation imposed by our design of the
experimental setup. However, we could determine satisfactorily the filling factor depen-
dence of the critical temperature for different source-drain voltages.
In the next chapter we propose a theoretical approach for the explanation of the PR, the
BO and CR contribution, on an electron-heating pictures under Drude and Self-consistent
Born approximation methods.
It should be noted that all considerations presented so far concern strongly nonlinear prob-
lem. Thus, it can be hardly expected that models based on assumptions like linear re-
sponse or perturbation theory correctly describe the behavior of 2DES at the breakdown
of the QHE.



Chapter 7

Electron heating model proposed for the
explanation of the photoresponse (PR)

In this chapter we present a model to explain the single- or double-peak structure of the
BO contribution observed in the photoresponse (PR) measurements as a result of theTHz
radiation incidence.
Since the 1970’s people were interested in the investigation of the 2DES properties ex-
posed to electromagnetic radiation. Under CR conditions Abstreiteret al. [102] per-
formed surface CR measurements of the 2DES in inversion and accumulation layers on
a (100) Sisurface. Other studies of transmission and photoconductivity measurements of
the 2DES were performed inGaAs/AlGaAsheterostructures [103–106]. When the elec-
tromagnetic radiation is absorbed by the 2DES, the equilibrium distribution of electrons
is changed, since the electrons can be excited from one LL to the next LL. Also, the
electron-phonon interaction, due to the interaction between the surface acoustic waves
(SAW)1 with the 2DES inGaAs/AlGaAsheterostructures have been investigated experi-
mentally by Wixforthet al. [124,125]. Wixforthet al. reported the first investigations of
the influence of the propagation ofSAW (generated at about70MHz) in the 2DES of a
GaAs/AlGaAsheterostructure. These investigations showed that the quantum oscillations
of theSAW intensity, due to the quantization of the 2DES in strong magnetic fields, reflect
the SdH oscillations of the 2DES longitudinal conductivity. These quantum oscillations
show a characteristic dependence on the amplitude of theSAW at highSAW intensi-
ties. Moreover, the acoustoelectric drag effect has been studied experimentally [126] and
theoretically [127, 128]. Esslingeret al. [126] reported also an interesting feature of the
SAW attenuation in the QH regime. The longitudinal acoustoelectric voltage develops a
double-peak structure at integer and fractional filling factorsν. Efroset al. and Fal’ko
et al. [127,128] predicted and explained the oscillation and the quantized behavior of the
longitudinal and Hall acoustoelectric voltages due to theSAW in the QH regime by us-

1The surface acoustic waves are modes of elastic energy propagating along the surface of an elastic
medium.
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ing a phenomenological local model. The authors explained this double-peak structure
as follows: a double-peak occurs because the longitudinal conductivity oscillates with
the magnetic field between very small (in the plateau region) and very large values (out-
side the plateau region). Therefore, the absorption coefficient oscillates strongly with the
magnetic field. Each maximum of the longitudinal conductivity causes two maxima of
the absorption coefficient, bound to the flank of the QH plateau.
Although the influence of the microwave (MW) radiation on the 2DES properties has been
investigated from the 1980’s, surprising results have been reported since 2001. Zudovet
al. reported in high-mobilityGaAs/AlGaAsheterostructures (µel = 3 × 106cm2V−1s−1)
an oscillatory PR as a response of the 2DES subjected to theMW radiation, as a func-
tion of the ratioω/ωc, whereω is the angular frequency of theMW radiation andωc

is the cyclotron frequency [129]. Thus, these oscillation are still visible at small mag-
netic fields (about10mT) where usually the SdH oscillations are not present. In 2002
Mani et al. [108] first reported that in ultrahigh-mobilityGaAs/AlGaAsheterostructures
(µel = 1.5 − 3 × 107cm2V−1s−1), due to theMW radiation the minima of these oscil-
lations tend tozero-resistance states[109]. They observed zero longitudinal resistance
without quantized Hall resistance at low temperatures (T = 0.7K) and at low magnetic
fields (up toB = 0.3T) whenever the samples are illuminated by an appropriateMW
radiation. TheseMW investigations encouraged a lot of theoretical work to explain the
oscillatory PR and the occurrence of thezero-resistance states. Thus, Dmitrievet al.[130]
studied the frequency-dependent conductivityσxx(ω) 2 of the 2DES with smooth disorder
under the self-consistent Born approximation (SCBA). The authors suggested that the
oscillating PR and oscillatingAC conductivity at low magnetic fields cannot be directly
related to the LL quantization and proposed a possible mechanism to explain them, the
quasi-classical memory effect3 [131]. From this study they concluded that the oscillations
of PR and the zero-resistance states observed in experiments are due to a quantum mech-
anism dominated by the electron-electron scattering and by the impurity scattering which
determines the quantum (single-particle) relaxation time. Further, the authors present a
theory of magnetooscillations in the compressibility, of the PR and of the Hall resistiv-
ity of the 2DES, based on the main effect of theMW radiation. The effect of theMW
radiation is the change of both the electron distribution function-the electrons rearranges
within the LL, and of the electron density of states-the electrons are excited to higher
LL’s [132–134].
On the other hand, experimental investigations of the 2DES under incidentTHz radiation
have been performed.THz radiation with wavelength of the order ofλ ≈ 120µm (fre-
quencyf ≈ 2.4THz and energyE ≈ 10meV) interacts effectively with QH systems due
to the perfect match with the Landau gap between two adjacent LL’s [12]. The typical
Landau gap developed by the QH systems is around10meV. This energy, called also
thecyclotron energy~ωc, is tunable by the magnetic fieldB. The absorption of theTHz

2The frequency-dependent conductivityσxx(ω) is known as thedynamic(AC) conductivity. To avoid
misleading, we denote the dynamic conductivity as theAC conductivity.

3The memory effect manifests itself in the PR in a more pronounced way through the radiation-induced
change of the distribution function.
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radiation by the 2DES causes the breakdown of the QHE and leads to an increase of the
electron temperature indicated by a marked change of the PR (PR ∝ ∆σxx).
Despite extensive studies of theTHz induced breakdown of the QHE, the explanation
of the PR is still controversial. Whereas earlier studies show both cyclotron resonance
(CR) and nonresonant bolometric (BO) contributions [104–106] to the PR, in other pa-
pers [111–114] the PR is attributed only to the nonresonant BO contribution. However,
recent investigations of the PR onGaAs/AlGaAsheterostructures patterned with Hall bar-
[115–117], meander- [117, 118] and Corbino geometries [119] showed both BO and CR
contributions to the PR. The PR is measured versus the magnetic fieldB for different
photon (laser) energiesEphoton. In our measurements, the PR exhibits a nonresonant BO
contribution, single or double-peak structure, located at the minimum of the longitudinal
conductivityσxx(B) and the CR contribution changing itsB position with the photon
(laser) energy (see Fig.6.11). The shape of the PR peaks depends strongly on theB-
field of the sample in relation to the position of the photon energy (whether theB-field
corresponds to a position inside or outside the second QH plateau (filling factorν = 2)).
If the cyclotron frequency matches the laser frequency atB magnetic fields outside the
second plateau, the PR shows distinctively two structures: a peak corresponding to the
CR contribution and a single or double peak bound to the minimum of the QH plateau
corresponding to the BO contribution. If the cyclotron frequency matches the laser fre-
quency atB magnetic fields inside the QH plateau, the PR shows a strong signal due to
the overlap of the CR and BO contributions.

7.1 General approach

In order to investigate theoretically the interaction of theTHz radiation with the 2DES,
we considerTHz radiation incident to the 2DES situated at the interface between two
non-magnetic materials4 but different dielectric constantsε1 6= ε2. As theTHz radiation
approaches the 2DES, a part of the incident radiation (~Ee and ~Be) splits into reflected (~Er

and ~Br) and transmitted (~Et and ~Bt) parts (see Fig.7.1).
Thus, these components can be defined as following

• incident electric and magnetic fields

~Ee(~ke) = ~Ee
‖( ~K) + Ee

z · ~ez , (7.1)

where~ke = ~K + ke
z · ~ez is the incident wavevector with itsz- andin-plane- compo-

nentske
z · ~ez and ~K = Kx · ~ex + Ky · ~ey respectively.

~Be =
c

ω
· ~ke × ~Ee , (7.2)

4This means that both materials have the same magnetic permeabilityµ1 = µ2. We consider further
µ1 = µ2

∼= 1.



124 Electron heating model proposed for the explanation of the photoresponse (PR)

wherec is the speed of light andω is the angular frequency of the radiation.

• reflected electric and magnetic fields

~Er(~kr) = ~Er
‖( ~K) + Er

z · ~ez , (7.3)

where~kr = ~K − ke
z · ~ez is the reflected wavevector with itsz-componentske

z · ~ez.

~Br =
c

ω
· ~kr × ~Er ; (7.4)

• transmitted electric and magnetic fields

~Et(~kt) = ~Et
‖( ~K) + Et

z · ~ez , (7.5)

where~kt = ~K + kt
z · ~ez is the transmitted wavevector with itsz-componentkt

z · ~ez.

~Bt =
c

ω
· ~kt × ~Et . (7.6)

z = 0

2DES

z

y

x

s w
2D( )

k
e

k
t

k
r

µ, e
1

µ, e
2

1

2

Figure 7.1: Sketch of the splitting of the incident radiation into the reflected and transmitted parts
at the plane of a 2DES, which separates two materials of different dielectric constantε1 6= ε2 and
the same magnetic permeabilityµ1 = µ2 = µ. TheTHz radiation and the 2DES are coupled.

The dispersion equations for the two materials are

K2 + (ke
z)

2 = ε1 · ω2

c2
(7.7)

and

K2 +
(
kt

z

)2
= ε2 · ω2

c2
. (7.8)
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To proceed further, thein-planecurrent density must be determined. The perpendicu-
lar magnetic field couples the two-components of thein-planecurrent density~j( ~K) and
therefore the electric and magnetic fields components inside and normal to the plane of
2DES (the plane of incidence).
To do so, with the Maxwell’s equations (in CGS-units) [135]





∇ · ~D = 4πρ3D

∇ · ~B = 0

∇× ~E + 1
c
· ∂ ~B

dt
= 0

∇× ~H − 1
c
· ∂ ~D

dt
= 4π

c
~j

with

{
~D = ε ~E
~B = µ ~H = ~H

(7.9)

and the boundary conditions at the 2DES plane




~ez ×
(

~Et − ~Ee − ~Er
)

= 0

~ez ×
(

~Bt − ~Be − ~Br
)

= 4π
c
~j

, (7.10)

we obtain




~ez ·
(

~Et − ~Ee − ~Er
)

= 4π
ε
ρ

~ez ·
[(

~kt × ~Et
)
−

(
~ke × ~Ee

)
−

(
~kr × ~Er

)]
= 0

~ez ×
(

~Et − ~Ee − ~Er
)

= 0

~ez ×
[(

~kt × ~Et
)
−

(
~ke × ~Ee

)
−

(
~kr × ~Er

)]
= 4πω

c2
~j

, (7.11)

whereρ is the charge density of the 2DES and we have already expressed the transversal,
incident and reflectedB-fields in terms of the crossed~k× ~E according to eq.7.2, eq.7.4
and eq.7.6.
To solve these eq.7.11we assume plane-wave electro-magnetic fields for the incident,
reflected and transmitted field, use the orthogonality of~k- and~E-fields, use the equation of
continuity5 for the current~j and the chargeρ densities in the 2DES and use the dispersion
relations (see eq.7.7 and eq. 7.8). We finally integrate the local Ohm’s law~j( ~K) =

σ̂ · ~Et
‖( ~K) with two equations:

~Et
‖( ~K) = ~Ee

‖( ~K) + ~Er
‖( ~K) (7.12)

and
[(

kt
z + ke

z

) · 1̂ +

(
1

kt
z

+
1

ke
z

)
·
(

~K : ~K
)

+
4πω

c2
· σ̂

]
~Et
‖ =

2

ke
z

·
(
(ke

z)
2 · 1̂ + ~K : ~K

)
~Ee
‖ ,

(7.13)

5The equation of continuity is derived from two of Maxwell’s equations (Ampère’s law and Gauss’s
law). It states that the divergence of the current density is equal to the negative rate of change of the charge
density,∇~j + ∂ρ/∂t = 0.
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where 1̂ is the unity tensor and( ~K : ~K) ~Et
‖ = ~K · ( ~Et

‖ · ~K) = K2Et
x, with Et

x the

longitudinal component of~Et
‖.

However, eq.7.13characterizes the situation of tilted incidence of the electromagnetic
radiation. Since in the optically induced breakdown measurements [117–119], theTHz
is perpendicular to the plane of the 2DES, thein-plane ~K component of the wavevector
~k vanishes. By considering an homogeneous 2DES andε1 = ε2 = ε, the dispersion
relations (see eq.7.7and eq.7.8) unify into

(
kt

z

)2
= (ke

z)
2 = ε · ω2

c2
⇐⇒ kt

z = ke
z =

√
ε · ω

c
. (7.14)

Therefore, eq.7.13transforms for the perpendicular incidence into:
(

2ke
z · 1̂ +

4πω

c2
· σ̂

)
~Et = 2ke

z · 1̂ · ~Ee . (7.15)

Equation7.15can be further solved by rewriting the equation in a matrix formÂ· ~Et = ~Ee

(
1 + 2π

c
√

ε
· σl − 2π

c
√

ε
· σH

2π
c
√

ε
· σH 1 + 2π

c
√

ε
· σl

)
·
(

Et
x

Et
y

)
=

(
Ee

x

Ee
y

)
, (7.16)

whereσl = σxx = σyy andσH = −σxy = σyx are the longitudinal and the Hall compo-
nents of the conductivity tensor̂σ, Ee

x andEe
y are thex- andy-components of the incident

field ~Ee, Et
x andEt

y are thex- andy-components of the transmitted field~Et.

To determine the transmitted field~Et, the matrix equation̂A · ~Et = ~Ee (see eq.7.16) is
multiplied by the inversêA−1 of the matrixÂ and obtain~Et = Â−1 · ~Ee. Alternatively
we write

(
Et

x

Et
y

)
=

1

(1 + α̃ · σ̃l)2 + (α̃ · σ̃H)2
·
(

1 + α̃ · σ̃l α̃ · σ̃H

−α̃ · σ̃H 1 + α̃ · σ̃l

)
·
(

Ee
x

Ee
y

)
(7.17)

where for simplicity we consideredσl,H = (e2/h) · σ̃l,H, α̃ = α/
√

ε = 2.072 × 10−3,
α = e2/~c = 1/137.0359 is the fine-structure constant andε = 12.4 is the dielectric
constant of theGaAs.
If we consider such a situation in which the incident electric field has only ax-component
~Ee = (Ee

x, 0, 0) then eq.7.17becomes

~Et =

(
Et

x

Et
y

)
=

1

D
·
(

(1 + α̃ · σ̃l) · Ee
x

−α̃ · σ̃H · Ee
x

)
(7.18)

whereD = (1 + α̃ · σ̃l)
2 + (α̃ · σ̃H)2 is the determinant of matrix̂A−1.

In order to describe how effective is the radiation we calculate the transmission coef-
ficients and the power absorption. Generally, thetransmission6 coefficientis a measure

6Transmission itself is the property of a substance to permit the passage of an electromagnetic radiation,
with some or none of the incident radiation being absorbed in the process.
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of how much of an electromagnetic wave passes through a surface or an optical element.
These coefficients are used to describe the behavior of the radiation incident on a sur-
face, on a system. The transmission coefficient is defined in terms of the incident and
transmitted fields according to:

T =
| ~Et|2
|Ee

x|2
=
| ~Et

x|2 + | ~Et
y|2

|Ee
x|2

=
1

|D|2 ·
(|1 + α̃ · σ̃l|2 + |α̃ · σ̃H|2

)

=
1

|D|2 ·
{
(1 + α̃ · <σ̃l)

2 + α̃2 · [(=σ̃l)
2 + (<σ̃H)2 + (=σ̃H)2]} , (7.19)

whereσ̃l,H = <σ̃l,H + i · =σ̃l,H. If |α̃ · σ̃l,H| << 1 then the transmission coefficient could
be approximatedT ≈ 1− 2α̃<σ̃l.

Theabsorptionis the process by which the energy of an electromagnetic radiation is
taken by another entity, for example, by an atom whose valence electrons make transition
between two electronic energy levels. The absorbed energy may be re-emitted as radiant
energy or transformed into heat energy (Joule heating). For most substances, the amount
of absorption varies with the wavelength of the electromagnetic radiation.
The photocurrent absorption (Joule heating)W is calculated as the average power dissi-
pation induced by the current density~j as a result of the electric field~Et

W =
〈
~j · ~Et

〉
t
=

〈
1

2

(
~je−iωt +~j∗eiωt

)
· 1

2

(
~Ete−iωt + ~Et∗eiωt

)〉

t

=
1

2
<

(
~Et∗ ·~j

)
=

1

2
<σl

(|Et
x|2 + |Et

y|2
)−=σH · =

(
Et

x · Et∗
y

)
, (7.20)

By applying the Ohm’s law~j = σ̂ · ~Et and after several algebra steps, the photocurrent
absorption becomes

h

e2
· W

| ~Ee
x|2

=
1

|D|2 ·
1

2
· <σ̃l

{
(1 + α̃ · <σ̃l)

2 + α̃2 · [(=σ̃l)
2 + (<σ̃H)2 − (=σ̃H)2]}

+
1

|D|2 · α̃ · =σ̃H · (α̃ · <σ̃H · =σ̃l −=σ̃H) . (7.21)

Sinceα̃2 << 1 and if |α̃ · σ̃l,H| << 1 then the photocurrent absorption could be approxi-
mated

h

e2
· W

| ~Ee
x|2

≈ 1

2
<σ̃l − α̃ · [(<σ̃l)

2 + (=σ̃H)2
]
. (7.22)

From eq.7.19, eq. 7.21and eq.7.22, we observe that both the transmission and absorp-
tion, in the case of perpendicular incidence of the radiation, are proportional to theAC
longitudinal and Hall conductivities, mainly on the real part of the longitudinal conductiv-
ity and imaginary part of the Hall conductivity as stated by other theoretical investigations
of theAC conductivity [121,136,137].
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7.2 Drude approximation

The simplest model that describes the response of the 2DES to the electromagnetic ra-
diation is the Drude approximation. The Drude approximation describes the scattering
of electrons by a constant relaxation time, independent of the laser frequency and the
magnetic field. Within this approximation, theAC longitudinal and Hall conductivities
are determined by solving the Lorentz force equation6.12 with the assumption that in
a steady state the electric field~E and the velocity~v are time dependent. Thus, theAC
longitudinal conductivity is given by

σl(ω) = σ0 · 1− iωτ

(1− iωτ)2 + ω2
cτ

2
(7.23)

and theAC Hall conductivity is given by

σH(ω) = σ0 · ωcτ

(1− iωτ)2 + ω2
cτ

2
, (7.24)

whereσ0 = nse
2τ/m∗ is the classical (DC) Drude conductivity withB = 0 (see eq.

2.19). The real and imaginary parts of theAC longitudinal and Hall conductivities are
given by eq.6.22, eq.6.23, eq.6.24and eq.6.25respectively. According to eq.7.23and
eq.7.24we observe 3 special cases:

• ωc 6= 0, ω = 0: theDC longitudinal and Hall conductivity with magnetic field

σl(ω = 0) = σ0 · 1

1 + ω2
cτ

2
(7.25)

and
σH(ω = 0) = σ0 · ωcτ

1 + ω2
cτ

2
; (7.26)

• ωc = 0, ω 6= 0: theAC longitudinal and Hall conductivity without magnetic field

σl(ω) = σ0 · 1

1− iωτ
(7.27)

and
σH(ω) = 0 ; (7.28)

• ωc = 0, ω = 0: theDC longitudinal and Hall conductivity without magnetic field

σl(ω) = σ0 (7.29)

and
σH(ω) = 0 . (7.30)
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Figure 7.2: (a) AC conductivity as a function of the photon energyEph/Ω (in units of cyclotron
energyΩ) for three values of the strength of the magnetic field (B ∝ ωcτ ). Eph = ~ω. (b) AC
conductivity as a function of the laser energyEph/EF (in units of Fermi energyEF) for different
values of the mean free path at fixedωcτ = 10. The real and imaginary parts are calculated for
a damping parameterωFτ = πλmfp/λF where the value for the mean free pathλmfp = vF · τ =
hkFτ/m∗ takes different values and the Fermi wavelengthλF = 2π/kF = 2π/

√
2πns ≈ 56nm

is determined by an electron densityns = 2× 1011cm−2.
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Within this classical approach, the electrons are noninteracting particles moving accord-
ing to Newtons’s equation. We assume that due to the presence of impurities and disloca-
tions the electron are scattered. The scattering prevents the electrons on the average from
being accelerated. The effect of scattering on the 2DES can be modeled by introducing a
frictional term, described by the relaxation timeτ , in the Newton’s law from which with
also the Ohm’s law, the Drude conductivity formula is obtained (see eq.2.19).

Figure 7.3: AC longitudinalσl(ω) and HallσH(ω) conductivities, as a function of the cyclotron
Ω/EF and photonEph/EF energies, are calculated for a damping parameterωFτ = 59.

The dimensionless parameterωcτ gives the strength of the magnetic field and represents
the number of orbits made by an electron before it is scattered. Figure7.2 (a) shows the
real and imaginary parts of theAC longitudinalσl and HallσH conductivities as a function
of the photon frequency in cyclotron frequency units for different values of the damping
parameterωcτ . This figure shows that at high magnetic fields the damping is less effective
because the electrons make more orbits before they are scattered. The conductivity shows
well developed peaks at high magnetic field. By decreasing the strength of the magnetic
field (ωcτ ) the peak broadens and the damping becomes more effective. Moreover, fig.
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7.2(a) shows that the maximum in amplitude of the conductivity occurs at cyclotron reso-
nance (ω/ωc = 1) when the photon frequency matches the cyclotron frequency (ω = ωc).
However, this figure confirms that the most contribution in the absorption and in the trans-
mission coefficients peaks comes from the real part of the longitudinal conductivity<σl

and from the imaginary part of the Hall conductivity=σH.
To see the effect of the density of impurities on theAC conductivity, we show the depen-
dence of the conductivity as a function of the photon energy in Fermi energy units at fixed
magnetic strengthωcτ and different mean free path values. Longer scattering timeτ cor-
responds to longer mean free pathλmfp and higher electron mobility. Longer scattering
time describes weaker damping effects. Figure7.2 (b) shows that for smaller mean free
pathλmfp the peak is broader. By increasing the mean free path value, the peaks narrows.
Thus, stronger damping (corresponding to shorter mean free path or shorter scattering
time) broadens the peak and weaker damping (corresponding to longer mean free path
λmfp or longer scattering timeτ ) narrows the peak.
Figure7.3shows theAC longitudinalσl and HallσH conductivities as a function of both
the photon and the cyclotron frequencies for a fixed damping parameter. By sweeping
both the photon energy and the magnetic field, we observe that theACconductivity shows
maxima, without any peculiar structures, only along the cyclotron line, the line calculated
for the perfect match between the cyclotron and photon frequencies.
The transmission coefficientT and the photocurrent absorptionW are also calculated
with the assumptions of the Drude model. They show maxima only along the CR line
without any quantum oscillations (see Fig.7.4).

Figure 7.4: The transmission coefficientT (a) and the photocurrent absorptionW (b), as a func-
tion of the cyclotronΩ/EF and photonEph/EF energies, are calculated for a damping parameter
ωFτ = 59. The transmission coefficient is defined by eq.7.19and the power absorption is plotted
with the normalization introduced in eq.7.21.
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The lack of any structure aside the cyclotron line is characteristic to the Drude approx-
imation which works either at high temperatures or at low magnetic fields and therefore
does not assume any quantum effects. In conclusion, the Drude approximation does not
match our required experimental conditions: high magnetic fields (up to6T) and low
temperatures (liquid He temperatureT ≤ 4K).

7.3 Self-Consistent Born Approximation (SCBA)

To explain adequately the experimental situation it is necessary to include the Landau
quantization induced by the high magnetic fields under theSelf-ConsistentBornApproxi-
mation (SCBA) [9,47,121].
The SCBA is one among the possible methods to describe the broadening effects on the
DOS, induced by the impurity presence, and the transport properties. One major advan-
tage of this method is that the SCBA avoids the difficulties of a divergence caused by the
singular nature of the DOS [5]. The SCBA assumes that the coherent scattering of an elec-
tron by more than one impurity can be neglected. This will affect the shape of the DOS,
which results in half ellipses with sharp edges. We assume that the level widthΓ is larger
than the spin splitting (Zeeman) energyΓ > ∆Es = g∗µBB. The Coulomb potentials of
the impurities containshort-rangeandlong-rangecontributions. For simplicity, we treat
the disorder taking into account only the short-range contribution7. This treatment is jus-
tified provided that the disorder correlation lengthsL satisfies the conditions:L < `B and
L < `mfp = vF · τ . However, for samples with larger length than the correlation length,
the long-range contributions should be also taken into account.
The impurities lift the degeneracy of the Landau energies and leads to a broadening of the
δ-functions DOS (assumed for the case of no disorder) into spectral functionsAn(E) of
finite widthsΓ. Since the spectral function applying the SCBA is given by

An(E) =
1

πΓ
·
√

1−
(

E − En

2Γ

)2

, (7.31)

whereEn is the Landau energy (see eq.2.21), the DOSD(E) is a sum overn of the
corresponding spectral functionsAn(E)

D(E) = nL ·
∑

n

An(E) =
ns

ν
·
∑

n

An(E) =
1

2π`2
B

·
∑

n

An(E) , (7.32)

wherenL is the electron density in each LL (see eq.2.25), ν is the filling factor (see eq.
2.26) and`B =

√
~/eB is the magnetic length. I should mention that eq.7.32 refers

to one spin direction and, in the case of spin degeneracy, it should my multiplied by the

7Because the SCBA method does not describe coherent multi-center scattering, the long-range contri-
butions of the Coulomb potentials would lead to large damping effects.



7.3 Self-Consistent Born Approximation (SCBA) 133

degeneracy factorgs = 2.
In the following we shall use theGreen’s functiontechnique to evaluate the equilibrium
quantities (electron density and DOS). The Green’s function contains information about
the distribution of the impurities in the system. Therefore it includes the effect of all other
impurities on the electron motion in the 2DES.
The Green’s function is written as

Gn(E) =
1

E − En − Σ(E)
, (7.33)

whereΣ(E) is theself-energy8.
The self-energy in SCBA is given by [54]

Σ(E) = nI ·
∫

d2R · v~R ·Gn(E) · v~R

=
nIv

2
0

2π`2
B

·
∞∑

n=0

(
1

E − Σ(E)− En

+
1

Ec + En

)
, (7.34)

wherenI is the impurity density,v~R is the impurity potential at position~R andEc is a
cutoff energy introduced to achieve the convergence of the self-energy.
The self-energy can be found iteratively, and afterward the Green’s function is determined.
To solve eq.7.34numerically, we scale our variables in cyclotron energy units:

E

~ωc

= ξ,
En

~ωc

= n +
1

2
,

Ec

~ωc

= 1;
Σ(E)

~ωc

= κ(ξ),

γ2
B =

nIv
2
0

2π`2
B(~ωc)2

=
nIv

2
0D0

(~ωc)2
=

Γ2

(~ωc)2
, (7.35)

with γ2
B the damping parameter (measured by the square of the ratio of the half-width of

the LL withν = 2 and the cyclotron energy) being proportional to the impurity densitynI .
This feature is important because it relates directly to the electron mobility. Since higher
impurity density means lower mobility, therefore a larger damping parameter would cor-
respond to a lower mobility. With these dimensionless quantities eq.7.34becomes

κ(ξ) = γ2
B ·

∞∑
n=0

(
1

ξ − κ(ξ)− (
n + 1

2

) +
1

n + 3
2

)
. (7.36)

By solving this equation numerically, we determine the real and imaginary parts of the
self-energy. Particular interest is given to the imaginary part of the self-energy since it
describes the DOS (see fig.7.5(a)):

D(E) =
D0

πγ2
B~ωc

· =Σ−(E) . (7.37)

8The self-energy of a particle represents the contribution to the energy of the particle due to the interac-
tion between the particle and the system it is a part of.
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Figure 7.5: (a) DOS as the imaginary part of the self energyΣ−(E), determined for different
values of the damping parameterγ2

B. (b) Real and imaginary parts of the Green’s functionG−
n (E)

for the first three LL’s. The value of the damping parameter used in this calculation isγ2
B = 0.014.

Figure7.5(a) shows the determined density of states for different damping parametersγ2
B.

It shows also that at small damping parameterγ2
B = 0.014 the DOS shows high maxima

and well separated LL’s. By increasing the damping (γ2
B = 0.028−0.056), corresponding

to lowering the mobility, the DOS starts to decrease in amplitude and the gap between
LL’s reduces. Increasing further the damping (γ2

B = 0.112− 0.224), the LL’s overlap and
the gap between them vanishes. At even higher damping (γ2

B = 0.448) the DOS shows a
nearly constant values without any quantum oscillations.
With the known self-energy the Green’s function is deduced. The imaginary part of the
Green’s function is important since it defines the spectral function [54]:

An(E) =
1

π
· =G−

n (E) =
1

2πi
· [G−

n (E)−G+
n (E)

]
. (7.38)

Figure7.5(b) shows the spectral function for a fixed damping factor and for the first three
LL’s. It shows also that at each LL there are side peaks of the other LL, because the
self-energy is independent of the quantum numbern. However, at small damping these
contributions are small.
To study the transport imposed by the laser, the laser-frequency-dependentAC conduc-
tivity σ(ω) has to be calculated. Within the SCBA, the Kubo formula of theAC conduc-
tivity [138] becomes simpler. Because of considering short-range scatterers, the vertex
functions become small and negligible. The final form of theAC longitudinal conductiv-
ity σl(ω) is [54]:

σl(ω) = σxx(ω) = σyy(ω) =
1

ω
· [χl(ω)− χl(ω = 0)] , (7.39)
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with the longitudinal susceptibility at finite laser frequency

χl(ω) = i · e2gsω
2
c

4π
·
∫ +∞

−∞
dE · f(E; µch, T )

·
+∞∑
n=0

An(E) · (n + 1) · [G+
n+1(E + ~ω) + G−

n+1(E − ~ω)
]

+ An(E) · n · [G+
n−1(E + ~ω) + G−

n−1(E − ~ω)
]

(7.40)

and the longitudinal susceptibility at zero laser frequency

χl(ω = 0) = i · e2gsω
2
c

4π
·
∫ +∞

−∞
dE · f(E; µch, T )

·
+∞∑
n=0

An(E) · (n + 1) · [G+
n+1(E) + G−

n+1(E)
]

+ An(E) · n · [G+
n−1(E) + G−

n−1(E)
]

(7.41)

TheAC Hall conductivity is obtained in a similar way

σH(ω) = −σxy(ω) = σyx(ω) =
1

ω
· [χH(ω)− χH(ω = 0)] , (7.42)

with the longitudinal susceptibility at finite laser frequency

χH(ω) =
e2gsω

2
c

4π
·
∫ +∞

−∞
dE · f(E; µch, T )

·
+∞∑
n=0

An(E) · n · [G+
n−1(E + ~ω)−G−

n−1(E − ~ω)
]

− An(E) · (n + 1) · [G+
n+1(E + ~ω)−G−

n+1(E − ~ω)
]

(7.43)

and the longitudinal susceptibility at zero laser frequency

χH(ω = 0) =
e2gsω

2
c

4π
·
∫ +∞

−∞
dE · f(E; µch, T )

·
+∞∑
n=0

An(E) · n · [G+
n−1(E)−G−

n−1(E)
]

− An(E) · (n + 1) · [G+
n+1(E)−G−

n+1(E)
]

= 0 (7.44)

wheregs = 2 is the degeneracy factor andf(E; µch, T ) = (exp [(E − µch)/kBT ] + 1)−1

is theFermi-Dirac distribution function9 at a finite temperatureT .

9The Fermi-Dirac distribution function was introduced in 1926 by Enrico Fermi and Paul Dirac but
in fact this function was developed earlier by the German physicist Pascual Jordan in 1925 who called it
Pauli statistics. The Fermi-Dirac function applies to fermions (spin1/2, 3/2), that obey the Pauli exclusion
principle.
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Figure 7.6: The real part of theAC longitudinal conductivity<σl(ω) as a function of the cy-
clotron energyΩ/EF at various photon energiesEph/EF. TheAC conductivity is calculated for a
temperature corresponding tokBT/EF = 0.02 and for a damping parameterγ2

B = 0.001 (a) and
γ2
B = 0.01 (b).

Calculated using SCBA, which in contrast to the Drude approximation describes cor-
rectly the quantum SdH-oscillations of theDC conductivity, the high-frequency (THz)
conductivity shows structures mostly along the CR line. These structures (quantum os-
cillations) are due to the Landau quantization at high magnetic fields which quantizes the
motion of the electrons in the 2DES plane. TheAC conductivity is calculated at different
damping parametersγ2

B (related to the mobility), different temperaturesT (through the
Fermi-Dirac function) and different photon energiesEph = ~ω.
In the following we concentrate only on the real part of theAC longitudinal and the imag-
inary part of theAC Hall conductivities since these parts contribute to the transmission
coefficient and absorption peaks. The behavior of theAC longitudinal conductivity de-
pends on the damping because the damping influences the broadeningΓ of the LL. With
increasing the damping the broadening increases. At the same time the gap between ad-
jacent LL’s reduces. Therefore, in the case of the short-range scatterers, the broadening
induces a strong dependence of the line shape of theAC conductivity on the position of
the Fermi level (FL). By sweeping the magnetic fieldB, at constant electron densityns,
the FL passes through different LL successively. When the FL lies between two adja-
cent LL’s, at the integer filling factorν = 2 (ν = 2EF/Ω), the line shape of theAC
longitudinal conductivity is symmetric. If the FL lies within a LL, the line shape of the
AC conductivity becomes asymmetric. The asymmetry is stronger on the high-B side of
the AC conductivity (with a dip atωc > ω). This asymmetry of theAC conductivity is
due to the increasing broadening of the LL with the magnetic field (Γ ∝ √

B) [47, 121].
Thus, the asymmetry is stronger at higher damping parameters (see fig.7.6 (b)). How-
ever, forγ2

B = 0.001, corresponding to a sample of aboutµel = 1.6× 106cm2V−1s−1 and
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Figure 7.7: (a) The real part of theAC longitudinal conductivity<σl(ω) as a function of the
cyclotron energyΩ/EF at two photon energiesEph/EF. TheAC conductivity is calculated for a
temperature corresponding tokBT/EF = 0.02 and for a damping parameterγ2

B = 0.001. (b) As
(a) but forEph/EF = 0.7 andγ2

B = 0.01.

ns = 2× 1011cm−2, theAC conductivity shows a very week asymmetry (see fig.7.6(b)).

At very high photon frequencies the quantum effects are smeared out. The temperature
dependence of the longitudinalACconductivity shows that the elevated temperature wash
out this asymmetry, and the line shape becomes more symmetric (see fig.7.7). When the
laser is off (ω = 0) theAC conductivity turns into theDC conductivity which shows the
well-known SdH oscillations of the longitudinal conductivity going to zero or to small
values at even integer filling factors (depending also on the temperature). The small oscil-
lations at low magnetic fields of theAC longitudinal and Hall conductivities are due to the
coupling of different LL’s due to the scatterers. Thus, the shape of the spectral function
of each LL gives contributions at the position of other LL’s (see fig.7.5 (b)). This gives
rise to the subharmonic structure atΩ/EF = 1/2, 1/3, . . . in the 2DES (see fig.7.8).
As we have already calculated theAC conductivity, we can also determine the trans-
mission coefficientT (see eq.7.19) and the power absorptionW (see eq.7.21). The
calculated transmission coefficient and the power absorption are shown in fig.7.9. The
calculations reveal a strong signal along the CR line with quantum structures due to the
Landau quantization, observed already in theAC conductivity behavior. When the inci-
dentTHz radiation is absorbed by the 2DES, the equilibrium configuration of the elec-
trons changes. This change concerns the rearrange of the electrons within the same LL,
giving an oscillating distribution function [133, 134], or moves the electrons to the upper
LL. The oscillating distribution function has not been included in the present work. An-
other effect of theTHz absorption by the 2DES is the heating which increases the electron
temperatureTel relative to the lattice (the bolometric effect), and reflects in the change of
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Figure 7.8: (a) and (b) The real part of theAC longitudinal conductivity<σl(ω), as a function
of the cyclotron energyΩ/EF and photon energyEph/EF, is calculated for a temperature corre-
sponding tokBT/EF = 0.02 and a damping parameterγ2

B = 0.0023. (c) and (d) As (a) and (b),
respectively, but forγ2

B = 0.01.

the photoresponse (PR). The absorption of theTHz by 2DES alters the equilibrium prop-
erties of the 2DES, like: the chemical potentialµch, the thermodynamic density of states
(TDOS), the specific heatcv and theDC longitudinalσl and HallσH conductivities. A
very sensitive equilibrium quantity is the specific heat. The investigation of this quantity
could give interesting information about the bolometric response of the 2DES. In fact,
the specific heat relates directly the change of the internal energy and the change of the
electron temperature due to the Joule heating imposed by theTHz radiation.
We have already observed that the DOS is very important in studying the electron prop-
erties of the 2DOS. Therefore, to describe the equilibrium properties (electron density,
TDOS, specific heat) the DOS is used again. The electron densityns could be defined
as the sum of all filled eigenstates characterized by the eigenvaluesE(~k) (see eq.2.8)
and the eigenfunctionsΦ~k(~r) = 1/

√
LxLy exp(i~k · ~r) (see eq. 2.6) according to the
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Figure 7.9: (a) Transmission coefficientT (a) and power absorptionW (b) as function of the
cyclotron energyΩ/EF calculated for several photon energiesEph/EF at kBT/EF = 0.02 and
γ2
B = 0.01. (c) and (d) show 3D plots of (a) and (b), respectively. The transmission coefficientT

is defined by eq.7.19and the power absorption is plotted with the normalization introduced in eq.
7.21.

Fermi-Dirac distribution functionf(E; µch, T ) [54]

ns(~r) = gs ·
∑

~k

f
(
E(~k); µch, T

)
· |Φ~k(~r)|2 =

∫
dE · f(E; µch, T ) ·D(E) . (7.45)

Since, usually in the optically induced breakdown measurements [115–119], the electron
density is kept constant, therefore the chemical potentialµch is calculated. By increasing
the magnetic fieldB ∝ ωc, the chemical potentialµch follows the energy within one LL
until the respective LL becomes depleted at an integer filling factorν. Then,µch jumps
downward to the next LL. In thezero temperature limit, the chemical potential has an
abrupt jump to the next LL but at finite temperature (also by the collision broadening),
this jump is rounded off (see fig.7.10).
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Figure 7.10: The chemical potentialµch/EF, as a function of the cyclotron energyΩ/EF, is
calculated for different values ofkBT/EF and for a damping parameterγ2

B = 0.001 (a) and
γ2
B = 0.01 (b). The gray lines represent the edges of the LL’s.

Another important equilibrium quantity that characterize the 2DES is the thermodynamic
density of states TDOS. TDOS at finite magnetic field is given by

DT(µch, T, B) =
dns

dµch

= −
∫ +∞

−∞
dE · df(E; µch, T )

dE
·D(E, B) (7.46)

=
1

kBT
·
∫ +∞

−∞
dE · f(E; µch, T )[1− f(E; µch, T )] ·D(E,B) ,

whereD(E, B) is the DOS at finite temperature and finite magnetic field (see eq.7.37).
Figure7.11shows the effect of the temperature on the TDOS for two damping parameters
corresponding to low- and high-mobility sample. The DOS and TDOS show as functions
of the magnetic field an oscillating behavior due to the Landau quantization. Thus, the
DOS and TDOS develops deep minima (toward zero), like the SdH-oscillations, at values
of B for which the filling factorν takes even values (ν = 2i, with i an integer number).
However, by increasing the temperature, the minima of the TDOS are finite and at high
enough temperature the oscillations are strongly reduced. The effect of the broadening is
also observed. At low damping the broadening is small and there is a large gap between
two-adjacent LL’s. On the other hand, at high damping the broadening is large and the
gap between LL’s is small (see fig.7.10). Therefore, an increase of temperature affects
stronger in the case of low-damping than the case of high-damping (see fig.7.11). Just
to give some idea about the magnitude of temperatures, for theGaAswe have form∗ =
0.067 × me with me = 9.11 × 10−31kg the mass of electron andns = 2 × 1011cm−2

we obtain the DOSD0 = m∗/π~2 = 2.8 × 1010cm−2meV−1, the Fermi energyE0
F =

ns/D0 = 7.2meV. The ratiokBT/E0
F = 0.02 corresponds the temperatureT = 1.7K. For
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Figure 7.11: The DOS and TDOS, as a function of the cyclotron energyΩ/EF, are calculated for
different values ofkBT/EF and for a damping parameterγ2

B = 0.001 (a) andγ2
B = 0.01 (b).

ns = 2.7×1011cm−2 the Fermi energy isE0
F = ns/D0 = 9.7meV and forkBT/E0

F = 0.02
corresponds the temperatureT = 2.3K.

As mentioned previously, the specific heat can give hints about the bolometric effect.
This is because the specific heat of the 2DES might be defined as the rate of change of the
electron temperature due to the heating of 2DES imposed by theTHz radiation. The heat
will change the internal energy density of the 2DES [54]

u(µch, T, B) =
U(µch, T, B)

A
=

∫ +∞

−∞
dE · E · f(E; µch, T ) ·D(E) , (7.47)

whereU is the internal energy andA is the unit area. Therefore, the specific heat at
constant electron densityns is given by

cv =

(
∂u

∂T

)

ns=const.

=

∫ +∞

−∞
dE · E ·

[
∂f(E; µch, T )

∂T

]

ns=const.

·D(E)

= k2
B · T ·D0

(
L2 − L2

1

L0

)
, (7.48)

with Lm =
∫ +∞
−∞ dx · [xm/4 cosh2(x/2)] · [D(µch + x · kBT )/D0] dimensionless coeffi-

cients [139,140],f(x) = [exp(x) + 1]−1 the Fermi-Dirac distribution function and
f
′
(x) = −f(x)[1−f(x)] = −[4 cosh2(x/2)]−1. The following fig.7.12shows the calcu-

lated specific heatcv as a function of the magnetic fieldB at different temperatures. These
figures show a complicated structure ofcv near the integer filling factor. IfkBT << ~ωc,
then no thermal excitation between two-adjacent LL’s is possible,cv has a small minimum
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Figure 7.12: (a) The specific heatcv, as a function of the cyclotron energyΩ/EF, is calculated
for different values ofkBT/EF and for a damping parameterγ2

B = 0.0023 (a) andγ2
B = 0.01 (b).

at the filling factor of the corresponding Landau gap. For this regime, an intra-LL contri-
bution (due to excitation of electrons within one LL) to the specific heat is present. With
increasing temperature, excitation between two-adjacent LL’s becomes possible, and a
narrow peak ofcv occurs in the center of the Landau gap, which increases with increasing
T , and finally becomes dominant. This regime is characterized by the inter-LL contribu-
tions to the specific heat. At higher temperature (or for givenT at higher LL) the specific
heatcv is dominated by the inter-LL excitations and not by the intra-LL excitations. How-
ever, at very high magnetic fields only the lowest LL is occupied. Therefore, the intra-LL
level excitation dominates the specific heat. The transition from minima ofcv at low in-
teger values of the filling factor to maxima at high filling factors has been observed in the
measurements of the magnetic field dependent specific heat by Gorniket al. [141, 142].
The authors also observed that the sample temperature was higher for integer filling fac-
tors than for values in between, which reflects the variation of the electronic specific heat.
The same trend was predicted by Zawadzkiet al. [139,140]. Because the specific heat is
already determined, we can in principle find the change of the electron temperature due to
the change of internal energy induced by the interaction between theTHz radiation and
the 2DES. The change of the internal energy can be described by the product between
the power absorption (see eq.7.21) and the duration of the pulse lasertlaser

p which in the
experiments was about1µs. Therefore, the change of the electron temperature could be
determined from

∆T =
∆u

cv

∝ W

cv

, (7.49)

and including eq. 7.21 and eq. 7.48 for the power absorption and the specific heat,



7.3 Self-Consistent Born Approximation (SCBA) 143

0.6 0.8 1.0 1.2 1.4 1.6 1.8
0

5

10

15

20

25

30

35

(a)

 

 

 Eph EF = 0.7

 Eph EF = 0.8

 Eph EF = 0.9

 Eph EF = 1.0

 Eph EF = 1.1

 Eph EF = 1.2

 Eph EF = 1.3

 Eph EF = 1.4

T

/EF

0.4 0.6 0.8 1.0 1.2 1.4 1.6 1.8
0

1

2

3

4

5

6

7

(b)

 

 
 Eph EF = 0.7

 Eph EF = 0.8

 Eph EF = 0.9

 Eph EF = 1.0

 Eph EF = 1.1

 Eph EF = 1.2

 Eph EF = 1.3

 Eph EF = 1.4

T

/EF

Figure 7.13: (a) The change of the electron temperature∆T , as a function of the cyclotron energy
Ω/EF, is calculated for different photon energiesEph/EF and for a temperature corresponding to
kBT/EF = 0.06. The damping parameter isγ2

B = 0.0023 (a) andγ2
B = 0.01 (b). The change of

electron temperature∆T is plotted with the normalization introduced in eq.7.50.

respectively, the change of the electron temperature is determined from

∆T ∝ h

e2
· W

|Ee
x|2

· k2
B · T ·D0

cv

. (7.50)

The numerical results of the change of electron temperature∆T show for a certain tem-
perature range, which depends on the level broadening, an interesting double peak struc-
ture. This double peak structure is observed around the even integer filling factors, as in
the experiments (see Fig.7.13and Fig. 7.14). These peaks appear sharp, for a certain
range of temperatures (lower temperatures), since for those temperatures the TDOS goes
to zero at even integer filling factors. As the temperature increases further the nature of
quantum oscillations of the specific heatcv changes from looking like the TDOS, with
minima at even integer filling factors, to anti-phase oscillations with maxima at these
filling factors [139–142]. This behavior of the specific heatcv affects also the change
of the electron temperature∆T . At a certain temperature the oscillations are washed
out completely. We can also observe that by changing the photon energy, the function
∆T (ν) shows a transition from single peak to a double peak structure by approaching
the integer filling factorν = 2 ⇔ Ω/EF = 1 [143, 144]. Due to the power absorption,
theDC conductivity is changed and from a certain temperature range the minima of the
SdH-oscillations of theDC longitudinal conductivity are finite and the plateaus of the
vanishing longitudinal conductivity shrink. Therefore, the change of the electron temper-
ature induced by theTHz radiation alters theDC longitudinal and Hall conductivities. As
already seen in fig.7.8, for ω = 0 theAC longitudinalσl(ω) and HallσH(ω) conductiv-
ities turned into theDC longitudinalσl and HallσH conductivities. TheDC longitudinal
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Figure 7.14: The change of the electron temperature∆T , as a function of the cyclotronΩ/EF and
the photonEph/EF energies, is calculated for a temperature corresponding tokBT/EF = 0.08
and a damping parameterγ2

B = 0.0023 (a) andγ2
B = 0.01 (c). (b) and (d) show 2D plots of (a)

and (c), respectively. The change of electron temperature∆T is plotted with the normalization
introduced in eq.7.50.

conductivityσl is calculated according to [54]

σl = − e2

m∗ ·
∫ +∞

−∞
dE ·

[
df(E; µch, T )

dE

]
· τ(E) · ñ(E)

1 + [ωc · τ(E)]2

=
e2

h
· 1

kBT
·
∫ +∞

−∞
dE · f(E; µch, T )[1− f(E; µch, T )] · Γ(E)/~ωc

1 + [Γ(E)/~ωc]2

·
[
E −∆(E)

~ωc

+ γ2
B

]
· D(E,B)

D0

(7.51)
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and theDC Hall conductivityσH is calculated according to [54]

σH = ν − e2

h
· 1

kBT
·
∫ +∞

−∞
dE · f(E; µch, T )[1− f(E; µch, T )] · [Γ(E)/~ωc]

2

1 + [Γ(E)/~ωc]2

·
[
E −∆(E)

~ωc

+ γ2
B

]
· D(E, B)

D0

(7.52)

with ñ(E) = [E − ∆(E)]D(E) + D0Γ(E)/2π, τ(E) = ~/Γ(E) is the quantum relax-
ation time,Γ(E) and∆(E) are the real and imaginary parts of the self-energyΣ±(E) =
∆(E) ∓ (i/2)Γ(E). Figure7.15 shows the calculatedDC longitudinalσl and HallσH
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Figure 7.15: (a) DC longitudinalσl and HallσH conductivities, as a function of the cyclotron
energyΩ/EF, are calculated for different values ofkBT/EF and for a damping parameterγ2

B =
0.0023 (a) andγ2

B = 0.01 (b).

conductivities as a function of the magnetic fieldB. At low temperatures, the longitudi-
nal conductivity shows deep minima toward zero at magnetic fields for which the filling
factor is integer. By increasing the temperature the SdH-oscillations of the longitudinal
conductivity reduce in amplitude, and for high enough temperature the quantum effects
vanish. The Hall conductivity shows a garland-like structure with deep minima at low
temperature and magnetic fields corresponding to integer filling factor. By increasing the
temperature, the garland-like structure reduces its magnitude, whereas at high tempera-
tures it approaches the linear free-electron Hall conductivity.

7.4 Conclusions

To summarize, in this chapter we have described the interaction of the perpendicular inci-
dentTHz radiation with the 2DES. The magnetic field applied perpendicular to the 2DES
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couples the two components of the in-plane current density, and therefore the two field
components (in this plane). For perpendicular incidence, the electric field of theTHz
radiation has no component perpendicular to the plane of the 2DES. We have started from
Maxwell’s equations and the boundary conditions at the 2DES plane and we ended up
with a matrix equation which allows us to find the in-plane components of the transmitted
field. Further, we have calculated the transmission coefficientT (defined in terms of the
incident and transmitted fields) and the photocurrent absorptionW as the average power
dissipation induced by the current density as a result of the electric field application.
The calculations of transmission coefficient and the photocurrent absorption need the cal-
culation of the dynamic (AC) longitudinalσl(ω) and HallσH(ω) conductivities. TheAC
longitudinal and Hall conductivities are calculated applying the assumptions of the Drude
and the self-consistent Born approximations. The Drude approximation assumes the scat-
tering of electrons by a constant relaxation time, independent of the photon frequency
and the magnetic field. Applying this approximation theAC conductivity reveals max-
ima without structure along the CR line. The CR line is the line calculated for the exact
match between the cyclotron and the photon frequencies (ω = ωc). The SCBA con-
siders that coherent scattering of an electron by more than one impurity is neglected,
which results in half ellipses with sharp edges for the spectral function. Calculated un-
der SCBA, which in contrast to the Drude approximation describes correctly the quantum
SdH-oscillations of theDC conductivity, the high-frequencyTHz conductivity shows
structures (quantum oscillations) mostly along the CR line due to the Landau quantiza-
tion at high magnetic fields. However, at high photon frequencies the quantum effects are
washed completely out. Since the transmission coefficient and the photocurrent absorp-
tion are proportional to the real part of the longitudinal and the imaginary part of the Hall
conductivities [121, 136, 137], both reflect the quantum oscillations revealed by theAC
longitudinal and Hall conductivities. One effect of the incidence of theTHz radiation on
the 2DES is the heating of the 2DES which leads to an increase of the electron temper-
ature. To study the effect of the heating on the equilibrium properties of the 2DES, we
calculated the chemical potential, the thermodynamic density of states, the specific heat
and theDC conductivity as a function of the magnetic field at various temperatures. In
principle all these equilibrium quantities show quantum oscillations due to the oscillating
DOS that goes to zero at even filling factors. The specific heat shows transitions from
minima of cv at low integer values of the filling factor to maxima at high filling factors
(also observed in the experiments by Gorniket al. [141, 142]). At high temperatures and
low magnetic fields the inter-LL contributions on the specific heat are dominant while at
low temperatures and high magnetic fields the intra-LL contributions are dominant. The
authors also observed that the sample temperature was higher at magnetic field values cor-
responding to integer filling factors than for values in between, which reflects the variation
of the electronic specific heat. This behavior was predicted by Zawadzkiet al. [139,140].
The calculation of the change of the electron temperature∆T shows that the 2DES is sen-
sitive to theTHz radiation for certain range of temperatures at even integer filling factors.
This sensitivity leads to a transition from a single to a double-peak structure of∆T with
the change of the photon energy, as observed in the experiments [115–119]. However, it
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does not mean that this single- or double-peak structure of the change of the electron tem-
perature at and near by the integer filling factor explains the experiments. A satisfactory
explanation of the experiment [115–119] could be expected only by a quantitative model
calculation. This quantitative model should explain why the CR signal, resulting from
strong power absorption, uncritical specific heat and temperature-insensitive conductiv-
ity, and the BO signal, resulting from weak power absorption, peculiarB-dependence of
the specific heat, and high temperature sensitivity of the conductivity, can lead to signals
of comparable magnitude as observed in experiments. But this is far beyond the scope
of this thesis. This quantitative model should include the oscillating Fermi distribution
function, as an effect of theTHz radiation, in the calculations of theAC conductivity and
consequently in the calculation of the power absorption. Another ingredient might be the
inclusion of the spin splitting which is important at high magnetic fields. The inclusion
of the long-range potential fluctuation are important for wider samples; the experiments
were done on sample with Hall bar (widthw = 200µm and lengthl = 300µm), mean-
der (widthw = 100µm and length of the meander pathl = 60mm) and Corbino (inner
r1 = 500µm and outerr2 = 1500µm radii) geometries.



Chapter 8

Conclusions

In this thesis I present an experimental work concerning the real-time measurements of
the electrical and optical excitation and relaxation of quantum Hall (QH) devices. Fur-
ther, the thesis presents a theoretical work that proposes an explanation of theB-field
dependent shape of the photoresponse (PR) around the QH plateau. The motivation of
our real-time measurements was a deficiency of knowledge concerning the time evolution
of electrical signals from QH samples as a response to individual electrical and optical
excitation pulses.
To perform the real-time resolved measurements of the electrical and optical excitation
and relaxation, we have used QH devices with Corbino geometry. The QH devices with
Corbino geometry have been obtained from MBE grownGaAs/AlGaAsheterostructures
with the electron density in the range of1.9 × 1011cm−2 ≤ ns ≤ 2.7× 1011cm−2 and
different carrier mobilities0.1× 106cm2/Vs ≤ µel ≤ 1.6× 106cm2/Vs. After the prepa-
ration of the QH devices, these devices were placed on chip carriers and inserted in a
magneto-cryostat system which provides temperatures down to1.5K and high magnetic
fields up to12T. However, during our measurements, we had not to exceed magnetic field
values of6T, due to the characteristic of our samples (the filling factorν = 2 is reached
at about5.6T for the highest electron density).
The real-time measurements of the electrical excitation of the QH devices with Corbino
geometry were performed by applying rectangular electrical pulses of constant pulse
widths (tp = 90ns or tp = 180ns, constant pulse periodTp = 300ns) to the sample, while
the pulse amplitude is changed between0.4V and1V at fixed magnetic fieldB (filling
factors aroundν = 2). During these electrical excitation measurements we have inves-
tigated the dependence of the excitation time (the time required by the electron system
for the QH-breakdown) on the applied pulse amplitudeA, on the perpendicular applied
magnetic fieldB, on the electron mobility of the sampleµel and on the lattice temperature
T .
These investigations have shown that there is a direct relation between the excitation time
and the applied pulse amplitude, electron mobility and magnetic field. The temperature
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dependence is week, possibly due to small contribution of the phonons atT = 4K. We try
to explain these dependences on the basis of a quasi-classical Drude model, a two-Landau
levels model and a quasi-local transport model. However, the results of these approxima-
tions, could only describe satisfactorily the observations qualitatively.
The time scale of excitation (3ns ≤ τexc ≤ 30ns) determined with our real-time measure-
ments of the electrical excitation agrees with an estimation given in a previous study [28]
and agrees well with the results of the previous time-integrating measurements of the elec-
trical excitation [35,36,44]. Due to the possibility to investigate the single pulse response
of the sample our method gives a more conclusive insight into the electronic properties.
The real-time measurements of the optical excitation and relaxation of the QH devices
with Corbino geometry were performed by applying to the sample rectangular electrical
pulses of different pulse widths1µs ≤ telecp ≤ 4µs and a constant pulse periodT elec

p = 1s,
while the electrical pulse amplitude is changed1V ≤ Aelec

p ≤ 4V at fixed magnetic field
B (filling factors aroundν = 2). At the same time the QH devices were illuminated by
THz radiation produced by a pulsedp-Ge laser (laser pulse widths1µs ≤ tlaser

p ≤ 4µs,
constant laser pulse periodT laser

p = 1s and photon energy7meV ≤ Ephoton ≤ 10meV,
corresponding1.7THz ≤ flaser ≤ 2.5THz).
The breakdown of the QHE starts only after a certain excitation time (40ns ≤ τexc ≤
120ns, τexc << telecp , tlaser

p ), depending weekly on the applied electrical pulse amplitude
Aelec

p , on the carrier mobilityµel of the sample and on the strength of the perpendic-
ular applied magnetic fieldB (filling factors aroundν = 2). This could be expected
due to high rate of available photons to excite each electron in the 2DES. This high rate
can principally drive the electron system into a saturation regime. However, this situa-
tion does not affect the relaxation of the electrons via inter-LL-scattering processes. The
relaxation of electrons back to a QH state occurs only after a certain relaxation time
(30ns ≤ τrel ≤ 170ns, τrel << telecp , tlaser

p ), depending on the applied electrical pulse am-
plitudeAelec

p , on the carrier mobilityµel of the sample and on the strength of the perpen-
dicular applied magnetic fieldB. The time scale of relaxation (30ns ≤ τrel ≤ 170ns) de-
termined with our real-time measurements of the optical excitation and relaxation agrees
well with the findings presented in a previous study [100]. We generally found shorter
relaxation times than the excitation times for the corresponding values of the electrical
pulse amplitudes. These findings agree well with the thermodynamical arguments given
in Ref. [40]. However, we found thatτrel ≤ τexc holds for the low- and medium- mobility
samples. Further,τrel ≥ τexc holds for the high-mobility sample. We explain our results
by a heating picture based on a two-Landau levels model.
The theoretical part of the thesis consists of the presentation of a two-Landau levels model
and an electron heating model imposed by theTHz radiation incident to the electron sys-
tem. The two-Landau levels model [58] combines several ideas (the avalanche-like elec-
tron heating, the quasi-elastic-inter-Landau-level scattering (QUILLS) and the presence
of the incompressible and compressible regions) in order to explain the space-resolved
measurements [33]. To adapt the model to the experiments it is assumed that the Hall
potential drops only across the incompressible strips, and that the effective width of the
incompressible strips is much smaller than the geometrical width of the sample due to
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the random inhomogeneities in the sample. In another study the authors investigated
the variation of the current density and of the Hall potential across a Hall sample [58].
Further, the authors found in agreement with the experiment [72] that the Hall potential
effectively drops only across the incompressible strips, which have usually a width much
smaller than the width of the sample. These findings provide an alternative justification of
the investigated model. The model shows a qualitative agreement with the experimental
observation, an avalanche-like excitation. The best agreement with the experiments has
been obtained also considering equal excitation and relaxation times (τ̃ = τexc/τrel = 1)
and a circular shape of the compressible islands. These facts indicate that the basic ideas
of this Landau levels model are correct.
The electron heating model describes the interaction between aTHz radiation normal in-
cident onto the plane of the electron system (2DES). We consider that the main effect of
theTHz radiation is the heating of the 2DES which leads to an increase of the electron
temperature. The change of temperature affects the conductivity and therefore the pho-
toresponse.
The first step to calculate the increase of temperature is to calculate the power absorption
from the incident radiation. The power absorptionW is defined as the average power dis-
sipation induced by the current density as a result of the electric field. The numerical in-
vestigations are performed starting with the Drude approximation. Since the Drude model
does not explain the quantum effects due to the Landau quantization, we further consider
the Self-Consistent Born Approximation (SCBA). The SCBA includes these effects and
describes correctly the quantum SdH-oscillations of theDC conductivity. It shows that
the incident radiation is most effective under cyclotron resonance conditions, and it is
by order of magnitude smaller far away from the resonance (at least if the damping is
small). The second step is to convert the absorbed power into a temperature increase.
This is achieved by calculating the specific heat, which shows some interesting peculiar-
ities, e.g., a kind of double-peak structure near integer filling factor due to the inter-LL
excitations [139,140]. Finally, the temperature dependence of the longitudinal conductiv-
ity is considered since the increase of temperature washes out the zero SdH-oscillations
of the conductivity at integer filling factors.
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